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Un patient peut souffrir d’une perte de substance osseuse de taille critique suite à des accidents
ou des pathologies. Aujourd’hui, le traitement le plus fréquent consiste en la greffe du
tissu osseux (autogreffe ou allogreffe). Compte tenu des complication rencontrées (réponse
immunologique, morbidité du site donneur), la recherche actuelle s’inscrit dans la recherche de
synthèse d’un biomatériau bioactif favorisant la régénération osseuse. Ces matériaux devraient
imiter les qualités de la matrice extracellulaire osseuse pour stimuler la formation osseuse.
Les cellules souches mésenchymateuses jouent un rôle important du fait de leur capacité de
prolifération et différentiation en ostéoblastes. Pour profiter de ce potentiel des cellules souches,
il est nécessaire de comprendre comment contrôler leur comportement et mesurer l’impact
du microenvironnement cellulaire sur la différenciation ostéogénique de ces cellules. Comme
les cellules souches mésenchymateuses sont capables de différencier en plusieurs phénotypes
différents, il est indispensable de les diriger dans la direction désirée. Plusieurs facteurs qui
influencent le devenir cellulaire ont été identifiés, comme certains peptides bioactifs, des facteurs
mécaniques comme la rigidité, ou la topographie de surface de matériaux.
Dans la matrice extracellulaire naturelle du tissu osseux, les cellules souches mésenchymateuses
sont entourées d’une variété de principes actifs, dont le plus abondant est le collagène I. Cette
protéine s’assemble pour former des nanofibres qui présentent une nanomorphologie périodique
avec une périodicité bien définie. La question posée au début de ce travail était: Cette structure
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a-t-elle un impact sur la différenciation des cellules souches?
Pour étudier l’impact de la périodicité nanofibrillaire, nous proposons dans ce travail de recherche
l’utilisation d’hélices modèles qui miment en partie la morphologie du collagène. Les hélices
nanomètriques auto-assemblées des surfactants gemini peuvent avoir un pas d’hélice et un diamètre
similaires à ceux du collagène. La modulabilité de ces paramètres et la possibilité de modifier ces
structures par des molécules bioactives permettent de moduler les caractéristiques des nanoobjets
et d’étudier l’impact de ces nanomatériaux sur les cellules souches mesenchymateuses.
Procédure expérimentale
Les surfactants gemini sont synthétisés par réaction entre le tétraméthyléthylènediamine et la
bromohexadécane. Le produit de cette réaction est un bromide qui est transformé en acétate par
réaction avec de l’acétate d’argent. Ensuite, le produit obtenu réagit avec de l’acide tartrique
(l’utilisation de l’éantiomère L ou D produit des hélices avec des orientations différentes). Le
produit final, le tartrate gemini 16-2-16, est dissous dans l’eau et chauffé à 60 ◦C pour initier
la formation des hélices organiques. La durée de ce procédé de viellissement est de 48 heures
pour les hélices qui miment le collagène; un changement de ce temps entraı̂ne une morphologie
différente des nanoobjets finaux. A la fin du développement des hélices, une solution préhydrolysée
d’orthosilicate de tétraéthyle (TEOS) est ajoutée pour initier une condensation sol-gel. La
morphologie des nanohélices en silice ainsi obtenues est vérifiée par microscopie électronique
en transmission (MET).
La modification bioactive des hélices en silice commence par la réaction des hélices avec
des molécules de 3-aminopropyltriéthoxysilane (APTES), qui permettent l’introduction de
groupements amines en surface des nanomatériaux. Le 3-(maleimido)propionate de succinimidyle
(SMP) sert de lien moléculaire entre l’APTES et les peptides. Suite à la liaison covalente du SMP
et les groupements amines, une solution de peptide est ajoutée, ce qui mène à une liaison covalente
du peptide avec les hélices. Les peptides utilisés dans cet étude sont les séquences KRGDSPC
v
Figure 1: Schéma de préparation des a) matériaux de peptide homogène, b) matériaux avec
nanohélices, et c) matériaux avec nanohélices modifiées de peptide. Les réactifs utilisés sont
APTES (3-aminopropyltriéthoxysilane), SMP (3-(maleimido)propionate de succinimidyle) et AS
(anhydride succinique). Comme indiqué par les boules autour des hélices, la surface des hélices est
fonctionnalisée avec les peptides partout, mais seulement une partie d’eux fait partie de la liaison
covalente avec la surface de verre.
(RGD), qui facilite l’adhésion cellulaire, et KRKIPKASSVPTELSAISMLYLC (BMP), un peptide
mimétique de la protéine BMP-2, qui est connu pour son effect ostéogénique.
Afin de créer un environnement de culture cellulaire en 2D, les hélices avec ou sans modification
peptidique sont liées aux surfaces en verre de manière covalente (voir schéma Figure 1.).
Premièrement, les matériaux en verre sont traités avec l’APTES pour introduire des groupements
amines; cette réaction et la suivante ont lieu sous une atmosphère contrôlée d’argon. Les matériaux
ainsi préparés réagissent avec une solution d’anhydride succinique (AS) pour créer une couche de
groupements carboxyles, qui est ensuite couplée avec les N-terminaux des peptides sur les hélices
en utilisant la technique de couplage EDC/NHS.
On a également préparé des surfaces homogènes fonctionnalisées avec des peptides pour comparer
leur effet à celui des matériaux avec les hélices. Ce greffage est effectué en utilisant APTES et
SMP comme décrit plus haut.
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La présence des peptides sur les matériaux est vérifiée en utilisant la spectroscopie
photoélectronique X (XPS) et la microscopie à fluorescence. Des peptides couplés avec un
fluorochrome comme l’isothiocyanate de fluorescéine sont employés pour rendre les molécules
greffées visibles en fluorescence. Les peptides greffés sur les hélices sont quantifiés par leur
absorption UV/Vis.
Le degré de couverture de surface d’hélice des matériaux greffés d’hélices est estimé en utilisant
la microscopie électronique à balayage (MEB). Cette méthode sert aussi à vérifier la morphologie
des nanoobjets après le greffage. Par ailleurs, l’orientation chirale des hélices est observée par la
microscopie à force atomique (AFM). La MEB est une technique de microscopie où un faisceau
d’électrons est accéléré vers une surface à examiner. Les électrons secondaires ainsi générés sont
recueillis par un détecteur pour obtenir un image de la surface. Dans l’AFM, la surface à examiner
est balayée par une sonde qui est déviée par l’interaction attractive ou répulsive avec la surface.
Avec le protocole décrit plus haut, des matériaux en verre modifiés ont été préparés:
• nanohélices L et D
• nanohélices L et D, modifiées du peptide RGD
• nanohélices L et D, modifiées du peptide BMP
• nanohélices L et D, modifiées des peptides RGD et BMP
• peptide RGD (homogène)
• peptide BMP (homogène)




Des cellules souches mésenchymateuses humaines issues de la moelle osseuse sont cultivées sur
ces matériaux pendant quatre semaines. Ces cellules sont ensuite fixées et marquées avec des
anticorps pour l’immunofluorescence. Dans cette étude, deux marqueurs sont utilisés: Runx2 et
OCN, qui sont des marqueurs ostéoblastiques.
Paralèllement, une expérience de protéomie a été effectuée avec le lysat cellulaire des cellules
souches mésenchymateuses cultivées sur trois conditions pendant quatre semaines. Les conditions
choisies sont: Le verre nettoyé et le verre fonctionnalisé avec des hélices vierges et le verre
fonctionnalisé avec des hélices modifiées par des peptides mimétiques de la BMP-2. Les protéomes
de ces échantillons ont été comparés pour identifier des différences d’expression de protéines.
Résultats et Discussion
La morphologie des hélices et leur similarité au collagène ont été vérifiées à l’aide de MET. Pour
les hélices L du type 16-2-16, une périodicité de 64 ± 7nm et un diamètre de 29 ± 3nm ont été
trouvés. Comme l’équipe de Dr. Reiko Oda1 a découvert, la longueur et la morphologie des hélices
(c’est-à-dire le pas d’hélice et le diamètre) peuvent être modifiées par fragmentation des hélices et
par un changement de la composition chimique.
Les hélices, qui sont obtenues avec des aggrégats emmêlées, peuvent être homogénéisées par
sonication. Pour cette technique, les nanohélices en silice sont lyophilisées, et la poudre est
resuspendue dans un solvant et dispersée à l’aide d’ultrasons. Suite à ce traitement, elles sont
dénouées et plus courtes, et la suspension d’hélices est plus homogène avec moins d’aggrégats.
La variation de l’excès énantiomérique du tartrate change la morphologie aussi. Les images
obtenues par microscopie électronique à balayage (MEB) et par microscopie à force atomique
(AFM) montrent que si l’acide tartrique D est utilisé pour la synthèse au lieu de l’acide tartrique
L, le sens de rotation des hélices est inversé. Si un mélange du tartrate gemini L et D est utilisé,
les nanomatériaux obtenus présentent des morphologies différentes. Il y a des hélices avec la
1IECB Bordeaux, 2 rue Robert Escarpit, 33607 Pessac, France
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forme observée pour le tartrate L pur, mais aussi avec des périodicités et diamètres plus larges.
Comme l’excès énantiomérique du tartrate gemini diminue, la proportion des nanoobjets dont la
morphologie ressemble aux rubans torsadés plutôt qu’aux hélices augmente. La distribution des
morphologies devient plus étroite si le tartrate gemini est synthétisé avec un excès énantiomérique
bien défini de l’acide tartarique, comparé à la méthode où les tartrates de deux énantiomères
sont mélangés sous forme de poudre. Pour ces nanoobjets aussi, on observe plus que l’excès
énantiomérique diminue, moins les rubans en silice sont tordus. Pour les excès énantiomériques
très bas, la morphologie hélicoı̈dale n’est plus visible.
Après le greffage des peptides bioactifs sur les hélices, la présence des peptides modifiés avec
FITC a été vérifiée par leurs spectres d’absorption. La croissance du pic d’absorption autour
de 490nm pour les hélices fonctionnalisées montre que les peptides sont bien liées en surface.
Des matériaux greffés avec des peptides ont été préparés pour avoir un échantillon de référence
qui peut être comparé aux matériaux fonctionnalisés avec les nanomatériaux. La présence des
peptides sur ces matériaux a été validée par deux méthodes: XPS et microscopie de fluorescence.
Les résultats XPS montrent que le greffage des peptides s’est bien réalisé en surface de verre.
Les pourcentages atomiques expérimentaux restent en accord avec les pourcentages théoriques
attendus théoriquement au cours des différents étapes de fonctionnalisation. Les analyses des
spectres ”haute-résolution” du Carbone et de l’Azote permettent de confirmer la présence des
groupements N-C=O présents après greffage des crosslinkers, et l’augmentation des groupements
C-O après greffage des peptides.
L’observation par microscopie de fluorescence des matériaux modifiés avec des peptides
fluorescents confirme que la fluorescence des telles surfaces est homogène. La quantité de
peptides greffés a été déterminée par des gammes étalons. Ces résultats obtenus par microscopie
à fluorescence permettent de confirmer que les peptides sont présents en surface des matériaux de
façon homogène avec une densité de 1.4 pmol/mm2 pour RGD et 1.2 pmol/mm2 pour BMP.
La présence et la morphologie des hélices greffées sur les matériaux en verre ainsi que la densité
d’hélices immobilisées ont été évaluées par MEB et AFM. Les résultats AFM montrent que les
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hélices L et D ont effectivement des orientations chirales opposées. Les images SEM montrent que
des hélices greffées sont présentes sur les surfaces, mais leur quantité est basse et varie beaucoup
entre les échantillions. Le pourcentage de surface qui est couverte d’hélices est entre 9% et 29%,
déterminé par analyse des images MEB.
Dans les manipulations de culture cellulaire, les intensités de deux marqueurs, OCN et Runx2,
ont été quantifiées pour les cellules cultivées après un ensemement de quatre semaines sur les
matériaux énumerés. Runx2 est un marqueur précoce de la différenciation ostéoblastique alors
que OCN est un marqueur tardif de la différentiation ostéoblastique.
Les résultats de l’immunofluorescence montrent que Runx2 et OCN sont surexprimés sur les
matériaux fonctionnalisés avec BMP, ce qui indique une stimulation ostéogénique. Sur les
échantillons avec RGD et BMP ensemble, OCN est même plus abondant, alors que Runx2 reste
stable. Il n’y a pas de différence significative entre les résultats pour les hélices L and D.
Compte tenu de manque de réproductibilité au niveau du recouvrement des hélices fonctionnalisées
ou non en surface, les résultats obtenus manquent de réproductibilté. Comme une partie des
matériaux n’est pas couverte des hélices, quelques cellules ne sont pas exposées aux hélices,
ces dernières sont seulement en contact avec une la surface de verre fonctionnalisée d’APTES.
L’importance de cet effet peut varier entre les échantillions à cause de la variation entre les
matériaux, ce qui expliquerait les observations.
Dans la manipulation de protéomie, des expressions différentielles de plusieures protéines ont été
identifiées. La comparaison avec trois autres études protéomiques reférencées dans la littérature
montre que des protéines qui sont exprimées lors la différenciation ostéogénique présentent des
abondances plus hautes surtout dans les cellules cultivées sur les hélices modifiées avec BMP.
En plus, on a montré quelles protéines différentiellement exprimées sont associées par fonction
en utilisant la base de données STRING. Les protéines identifiées dans cette expérience, comme
Annexin A1, pourraient servir comme pistes d’investigation pour la recherche future.
x
Conclusions
Un biomatériau avec une morphologie hélicoidale qui imite celle du collagène a été synthétisé. On
a montré comment ces hélices peuvent être modifiées avec des peptides bioactifs, et comment leur
morphologie peut être changée pour obtenir des matériaux avec une orientation ou un pas d’hélice
différent. Ces nanohélices ont été greffées sur des surfaces de verre de manière covalente afin
de préparer des matériaux biomimétiques pour la culture des hMSCs. Les résultats préliminaires
obtenus après quatre semaines de culture de MSCs sur les différents matériaux ne permettent pas
de dégager une conclusion quant à l’impact des surfaces sur la différenciation ostéoblastique.
Les résultats montrent que plusieurs matériaux ont un niveau d’expression de marqueurs
ostéogéniques significativement élevée comparé aux matériaux homogènes, mais aucune
dépendance systématique de l’orientation ou la biofonctionnalisation n’est visible. Une raison
possible de cette inconsistance est le fait que les quantités d’hélices attachées aux matériaux - et
donc l’exposition des cellules aux bionanomatériaux - varie entre les échantillions.
Mots-clés: Biomatériaux, cellules souches mésenchymateuses, nanostructures en silice,
différenciation de cellules, nanopériodicité.
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Abstract
Tissue engineering is a field related to regenerative medicine which aims at replacing or
regenerating a patient’s tissue, usually using a combination of cells and a bioactive material which
is designed to influence cell behaviour in a desired way. In approaches for bone regeneration,
human mesenchymal stem cells (hMSCs) are a common choice of cells because of their ability
to proliferate and differentiate into osteoblasts. Harnessing this potential requires biomaterials
which promote osteoblastic differentiation, for example by mimicking the conditions in natural
bone. Collagen I is a common protein in human bone; it forms fibrils with a characteristic periodic
structure, which raises the question whether this particular morphology has in impact on stem cell
fate. Artificial collagen-mimicking nanomaterials can help to investigate this question: Gemini
surfactants with chiral counterions form twisted bilayers the morphology of which can be tuned
by variation of experimental parameters like enantiomeric excess, time and temperature. The self-
assembled helical nanoribbons which are obtained by this process can be transformed by a sol-
gel condensation to form silica nanohelices the size and twist pitch of which resembles that of
collagen fibres. The objective of this study is to prepare 2D culture environments featuring these
nanomaterals (with and without bioactive peptide functionalisation) in order to explore the effect
of these materials on hMSC differentiation.
Silica helices are fabricated by synthesis of surfactants with tartrate as counterion, and organic-
inorganic transcription using a silica precursor compound. They can be modified by reaction
with APTES and an N-hydroxysuccinimide ester and subsequent covalent immobilisation of a
peptide. Two peptides were used in this study, one adhesion-promoting peptide featuring the RGD
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sequence and the active domain of the osteogenesis-inducing peptide BMP2. Helices with or
without this bioactive functionalisation were covalently grafted to glass substrates using APTES
and EDC/NHS-coupling. The presence of peptides on helices was shown by the absorption of
helix-grafted peptides bearing the FITC-fluorophore. The successful peptide grafting onto glass
surfaces was verified by XPS and fluorescence microscopy. The morphology of helices was
monitored with TEM before helix immmobilisation on surfaces, and with SEM afterwards. SEM
images were used to determine the amount of helices grafted to surfaces.
HMSCs were cultivated for four weeks on surfaces modified with APTES, peptide(s) or
nanohelices, the latter being either left- or righthanded and functionalised or not with bioactive
peptide(s). After fixation, the quantities of the osteogenic markers Runx2 and Osteocalcin (OCN)
in the cells were evaluated. The results show that BMP2-functionalised surfaces did indeed
exhibit an elevated level of Runx2 and OCN expression. A cooperative osteogenic effect of RGD
and BMP2 grafted together could be observed in terms of OCN, but not with Runx2. Some
helix-grafted materials exhibited a significantly higher Runx2 and/or OCN expression than the
corresponding homogeneous materials, but these differences were not consistent across samples of
the same chiral orientation or bioactive functionalisation. Therefore, conclusive general statements
about differences in osteogenic effect between helix functionalisations and handednesses are
difficult to make. A potential reason for this is the variability of surface coverage of helix-grafted
materials: As the quantity of helices that are immobilised onto the surfaces is lower than expected
and varies greatly between the samples, the number of cells that are not in contact with the helices
might change as well, which can lead to false negatives.
The results of a proteomic experiment have shown which proteins are differentially expressed
in cells cultured on helices with or without BMP-functionalisation, compared to bare glass.
Comparison with other proteomic studies shows that proteins which are known to be upregulated
during osteogenic differentiation are overexpressed most frequently in cells cultured on BMP-
modified helices. The proteins that were identified with this method might serve as starting point
for future investigations.
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1.1 Bone defects: Clinical and economic importance
A bone fracture is a common injury, and its treatment is normally not an extraordinary procedure.
However, depending on the extent of the bone damage, recovery may be hindered: In 5% of
fractures, delayed healing or non-union occurs; in case of high-impact fractures, this rate even
increases to 20% [1]. In this case, the body’s natural healing mechanism fails and requires
therapeutic intervention. This condition is named critical sized bone defect [2] . Apart from the
trauma-related fracture mentioned above, it can also be caused by congenital disorders or tumour
resection [3] The most common treatment in order to restore the structural function is a bone graft,
an operation which is performed about one million times a year in Europe. The worldwide market
value for bone grafting is estimated to be 5 billion Euro, with an annual growth rate of 10% [4].
As the risk of bone injury increases with age, it can be assumed that the importance of bone
restoration in ageing western societies is going to increase in the next decades [5]. To address the
challenges associated with this development, the European Union created the REBORNE project
to find solutions for regenerating bone defects and conduct clinical trials.
1
Figure 1.1: Hierarchical structure of bone (A-C) and a selection of micro-and nanostructured
material types aiming at imitating bone properties [6].
1.2 Natural bone healing and the extracellular matrix
Bone is a composite material containing (inorganic) hydroxyapatite and (organic) collagen I.
Osteoblasts take part in building up this structure by producing a matrix of collagen I and
mineralising it [3]. As the bone is simultaneously resorbed by osteoclasts, it is a dynamic structure
which undergoes a constant remodeling process. We distinguish between cancellous bone, a porous
structure at the core of the bone, and cortical bone, which form the outer shell of the bone and
provides structural integrity (cf. Figure 1.1, A-C).
In case of small bone defects, the human body is able to restore structural function without
medical intervention. One distinguishes between primary and secondary bone healing, the former
taking place only if the distance between the bone fragments is very low. Secondary bone healing
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Figure 1.2: Illustration of the steps of bone healing process, [7].
consists of four steps: Firstly, a hematome is formed at the site of the injury. Secondly, a callus
of cartilaginous tissue is formed, and thirdly, woven bone tissue (which consists primarily of
collagen I [3]) forms a hard callus, a process which is called ossification. Ultimately, lamellar
bone tissue replaces the callus. In this process, the vital role of cells is the deposition of structural
biomolecules: Fibroblasts form a matrix of mainly collagen III at the defect site at the early stage
of the healing process, and osteoblasts lay down the final compact bone. Mesenchymal progenitor
cells can either differentiate directly into osteoblasts to form bone (intramembranous ossification)
or into chondrocytes, which build up a cartilaginious matrix (endochondral ossification). In the
latter case, the cartilage matrix is later replaced by woven bone [7]. The regenerative process is
shown in Figure 1.2. Both osteoblasts and chondrocytes synthesise proteins which belong to the
bone matrix [8].
1.3 Traditional therapeutic approaches and their shortcomings
Traditionally, the medical approach to dealing with loss or nonfunctionality of tissues or organs is
transplantation medicine: If an organ or tissue is lost or damaged due to an accident or a disease
or congenital condition, it can replaced by a transplant from a donor. There are two types of
transplant to distinguish between: In an allotransplantation, the donor belongs to the same species
as the patients, whereas a xenotransplantation is an interspecies tissue transplantation, e.g. from
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animal to human. If the transplant originates from the patient himself, the term autotransplant
is used. The patient’s immune response to the transplant is in many cases the limiting factor for
transplantation medicine. Their immune system will react to the genotypic difference between
donor and patient and reject the organ. The vehemence of this response depends on the genetic
similarity, which is a major obstacle for xenotransplantation [9]. In order to enable transplantation
of e.g. heart valves from pigs to humans without provoking a potentially lethal rejection, human
genes can be inserted into the porcine germ line [10]. However, this does not solve the problem of
transmission of diseases from the donor organism to humans: A virus which might be harmless to
an animal might be pathological in humans.
In the case of allotransplantations, similar limitations apply, but their severity is mitigated by
the genetic similarity of donor and patient: The probability of rejection is lower, and there is
no risk of infection by pathogens from other species. If donor and patient are compatible, the
immunogenicity can be diminished even further. On the negative side, for ethical reasons, removal
of tissue or organs from a human donor is only appropriate if this intervention doesn’t overly
interfere with his health. A removal of vital organs is hence impossible.
Tissue engineering is a possible approach to overcome these limitations [11]. In this technique,
cells are removed from the patient and expanded in vitro in order to obtain a graft to be re-
implanted. As the expansion step requires high proliferation activity in order to obtain a significant
amount of tissue, the use of the patient’s fully differentiated primary cells is difficult because of
their limited ability to proliferate. Instead, stem cells can be used. These cells have the ability to
undergo numerous replication steps, but they bring along the challenge that they can differentiate
into several different cell types. As the graft which is implanted must consist of cells of the same
type as the tissue to be replaced, it is necessary to control their differentiation. For bone defects,
the current gold standard in regenerative medicine is autologous transplantation. In this method, a
piece of bone is removed from the patient himself and implanted into the defect site. This approach
can heal bone defects which are too big for natural bone regeneration (named ”critial sized bone





Numerous studies have been dedicated to the development of methods in tissue engineering which
improve the performance of bone regeneration by combining cells (usually stem cells) and cell
recipient materials, which are referred to as scaffolds or matrices. These materials are required
to be biocompatible to avoid adverse reactions to their implantation, porous, bioresorbable and
matching the mechanical properties of bone - the latter is challenging, because the mechanics of
bone are not the same throughout the bone [14]. In some cases, bioactive molecules are added
as a third component in order to influence cell proliferation and/or differentiation: Growth factors
like TGF-β (transforming growth factor β), BMP (bone morphogenetic protein), IGF (insulin-like
growth factor) and FGF (fibroblast growth factor) are some examples. Mesenchymal stem cells
(MSCs) are a standard cell type for this approach when dealing with bone regeneration, because
they are capable of differentiating into osteoblasts. Frequently used scaffold materials are inorganic
compounds like calcium phosphate, or polymers of synthetic or biological origin [15].
The popularity of calcium phosphate is due to its similarity to the hydroxy apatite of natural
bone; several different compositions were tested. Another inorganic material of interest is
bioglass, which is porous, degradable and available on the market. Studies refined this strategy
by using hydroxyl apatite nanoparticles instead of a bulk material, or by incorporating strontium
into the inorganic matrix to enhance proliferation and osteogenic commitment [16]. Porous
metallic scaffolds are not biodegradable, but have high mechanic strength. Silica scaffolds show
good biocompatibility; their bioactivity can be enhanced by incorporation of BMP and other
biomolecules [17]. As to organic compounds, natural polymers are commonly used in the form of
hydrogels: collagen, fibrin, alginate, silk, hyaluronic acid and chitosan are some examples [14].
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Artificial polymers are equally employed, especially hydrophilic ones like polylactic acid (PLA),
polyglycolic acid (PGA), polycaprolactone (PCL), or blends thereof [14]. Composite materials
of organic and inorganic components received a share of attention because bone consists not
only of hydroxyl apatite, but also collagen and other proteins and is thus also a composite
material [18]. Another approach is the use of actual bone material which is seeded with MSCs
to achieve a high level of similarity between the graft and the surrounding tissue [19]. A large
variety of manufacturing techniques have been used for the fabrication of these materials. Apart
from approaches like sol-gel reactions to obtain porous silica scaffolds, 3D printing techniques
also gained some importance [20]: In solid free form fabrication (SFF), a powder and a binder
component are applied to a surface in an alternating and locally controlled fashion . The powder
can be based on ceramics, metals or polymers [14]. Similarly, laser engineered net shaping
(LENS) is a layer-by-layer technique where a metal powder is locally molten by laser irradiation.
Repeated addition of powder permits the fabrication of porous 3D matrices. For polymer materials,
electrospinning is a popular technique, but it can also be applied to polymer/ceramic composites
[14]. One advantage of silica is that it can be formed by sol-gel condensation in a matter of
hours [?]. In the present study, the assembly of nanomaterials needs to happen quickly, which is
why silica was choosen as material.
1.4.2 Biomimetic strategies
Many approaches for biomaterials are based on the idea that the desired cellular behaviour - stem
cells undergoing the right differentiation at the appropriate time and location - takes place in nature
as a part of tissue maintenance and repair. Therefore, it is attractive to try to mimic and recreate
biological conditions in vitro in order to make cells behave the way they would in vivo. This
strategy of imitating an in vivo situation is referred to as biomimetic. Due to the complexity
of natural systems, studies to investigate biomimetic matrices are often limited to imitating one
aspect of the natural extracellular matrix (ECM). Some studies focus on the chemical aspect and
employ biological or bioinspired macromolecules as scaffold materials. Çelebi et al. [21] used
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Figure 1.3: SEM images of aligned PLGA nanofibres as described in [23]. Scale bar in B and C:
50µm.
polymers inspired by elastin, a fibrillar structural protein which occurs in most vertebrates, to coat
surfaces for hMSC culture. Their results indicate that this kind of environment might possibly
stimulate osteogenic differentiation. Instead of picking specific proteins from the ECM, it is also
possible to use, for example, the entire matrix taken from dental pulp, embedded in a scaffold
consisting of collagen and chitosan [22]. This approach may yield only limited insight because
the resulting cell culture scaffold is too diverse to pin down what causes its bioactivity, but these
materials are interesting for applications because of their low immunogenicity and natural content
of growth factors. Other studies concentrate on the impact of mechanical properties on cells in
a given tissue. In native cartilage, for example, cells are exposed to the flow of interstitial fluid.
It was attempted [23] to mimic the interplay of this flow stimulus and a nanofibrous matrix by
culturing hMSCs in a microfluidic device with aligned nanofibres. The alignment of the fibres is
shown in Figure 1.3. Varying the angle between nanofibres and flow direction showed that cells
which experienced a perpendicular angle between flow and fibre alignment exhibited the highest
degree of fibrochondrogenesis. This effect is hypothesised to be mediated by the RhoA/ROCK-
pathway, which also mediates the cellular response to substrate stiffness. Spatial properties of bone
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ECM as a possible regulating factor in tissue formation: As bone is a hierarchical structure with
micro- and nanofeatures, biomimetic materials are often designed to have micro- and/or nanoscale
dimensions (cf. Figure 1.1).
Another characteristic of natural tissues is their high water content, which is why many
synthetic scaffolds are hydrogels. Scaffolds of polycaprolactone, polyvinylalcohol and gelatin
were freezedried to obtain porous, highly hydrated matrices for the culture of MSCs [24]. Gelatin
is of special interest because while it is hydrolysed collagen without any fibrillar shape, it retains
the adhesive sequence of collagen. This cartilage-mimicking biomaterial was shown to support
the chondrogenic differentiation of MSCs. A further aspect of the properties of cartilage is
its composite character. In another study [25], electrospun polycaprolactone microfibres were
combined with incorporated graphene nanoplatelets and carbon nanotubes. This scaffold, which
mimics the mechanical properties of the composite cartilage ECM, was shown to promote
chondrogenesis more than microfibres without carbon nanomaterials. A third defining feature
of the ECM is geometry, the nature of its spatial characteristics. For example, Shukla et al. [26]
used laser scanning lithography to create patterns of the adhesion-promoting protein fibronectin
on surfaces in order to control the differentiation of MSCs. The patterns mimic the characteristic
shapes of adipocytes in order to stimulate stem cells to differentiate in this direction. Indeed,
MSCs cultured on adipocyte-shaped, oval shapes exhibited a higher tendency towards adipogenic
differentiation than cells on different shapes, as depicted in Figure 1.4. Another group [27] used
photochemistry to reproduce the dynamic character of the ECM: Vitronectin was grafted to a 3D
scaffold by a light-induced coupling reaction; this technique made it possible to change the protein
adhesion pattern even after the start of cell culture on these substrates. Using this technique,
osteogenesis of hMSCs was selectively promoted in defined zones of the scaffold by spatially
controlled biofunctionalisation.
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Figure 1.4: Fluorescence microscopy images of hMSCs that assume the shapes of adhesive islands
on the substrate they are cultured on. Three cells per type are shown: adipocyte mimetic, modified
adipocyte, square and circle shaped (from left to right). Scale bar 25µm, F-actin and nucleus
stained in gold and blue. The island-induced shape was shown to influence cell fate [26].
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1.4.3 ECM and bone regeneration
In order to achieve a successful reproduction of this process by means of tissue engineering, a high
level of control over cell behaviour and differentiation is required. As chapter 2 will elaborate
in detail, cells sense the properties of their environment in a variety of ways and respond via
biochemical pathways. Designing the ECM in order to steer cell behaviour in the desired direction
is hence a key strategy in regenerative medicine using tissue engineering.
In order to achieve controlled differentiation, the in vitro proliferation of cells for the creation
of a graft should take place in an environment which provides optimal conditions for cell survival,
but also sets cues to influence cell behaviour and especially differentiation of stem cells. The
relevance of these effects should not be underestimated, or as it is phrased in [28]: ”Phenotype can
supersede genotype”.
Natural ECM is a complex material consisting primarily of proteins, carbohydrates and growth
factors, it is heterogeneous and undergoes dynamic change [15]. Unlike other tissues, bone
consists of 43 V ol% mineral material, namely apatite [29]. At the microscale, the structure is
organised in osteons, a long concentric substructure which surrounds the blood vessels inside the
bone (cf. Figure 1.5). Its main organic component is collagen, which accounts for about 30%
of the proteins in the human body and 90% of matrix proteins in bone [?]. It forms a network
of aligned fibril arrays on which apatite crystals deposit and thereby provides structural support
by giving tensile strength and elasticity to the matrix. Tropocollagen, the base unit of collagen,
forms triple helices [29]. There are as well soluble components in the ECM, such as multiadhesive
matrix proteins, which are vital for attachment of cells to their surroundings. The peptide sequence
RGD (arginin-glycin-aspartic acid), often used for surface coatings to promote cell adhesion,
was originally identified as the cell attachment-promoting domain of the multiadhesive protein
fibronectin. The mechanical interactions between the ECM and the cell are primarily mediated by
the fibronectin-binding transmembrane protein integrin: Its extracellular part binds to the surface,
whereas the intracellular part is anchored to actin filaments [29]. The resulting stress on the
cytoskeleton leads to the cellular response in the form of conversion of mechanical to chemical
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Figure 1.5: Illustration of bone structure from the macro- to the nanoscale. Osteons are cylindrical
microstructures which surround the bone’s blood vessels [30].
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signals.
For the design of artificial ECMs for tissue engineering purposes, biocompatible hydrogels
are commonly used [31]. They are polymer networks swollen by water and show similarity with
natural ECM due to their softness and hydration. Common (polar) polymers for hydrogels are PEG,
which can be crosslinked and functionalised, a number of other synthetic polymers [32] and several
biopolymers like hyaluronan, alginate and chitosan. Hyaluronan can be found in connective tissue
and is relevant for morphogenesis, i.e. the development of the shape of tissues and organisms.
Polymer hydrogels tend to have a nanoscale mesh structure, whereas cells have micrometre scale
dimensions. This potential drawback for scaffold permeability can be addressed by using hydrogels
with either microporous or fibrous structure [33].
Being a ubiquitous component of natural ECM, collagen is often used in applications for
regenerative medicine. For instance, in oral surgery, barrier membranes are used to cover an
area where bone regeneration should take place. Due to its biocompatibility and degradability,
collagen is a suitable material for this device. Its degradation time is adjusted by introducing
crosslinkers [34]. Combination of collagen scaffolds with cells require a certain degree of scaffold
porosity: Porous collagen sponges can be made from enzymatically digested collagen. Their
crosslinked structure and interconnected pores make them suitable as scaffolds for histogenesis.
They were used as biomaterials for cartilage regeneration involving chondrocytes. Cartilage is
a promising starting point for tissue engineering because of its lack of blood vessels, the low
cell-to-scaffold ratio and the absence of cells other than chondrocytes. Tissue generated this
way exhibits good biocompatibility, and its regenerative performance can be further improved
by addition of hyaluronan or growth factors. In vivo animal studies showed promising results. In
order to mimic the composite nature of bone, layers of this collagen scaffold can be combined
with demineralised bone powder. This powder has been shown to induce the formation of bone
tissue and is therefore used in reconstructive surgery [35]. This principle can also be applied to
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bone tissue engineering: Biomaterials for bone regeneration can be composed of collagen fibrils
in combination with hydroxyl apatite to imitate the mechanical properties of bone [36]. In these
biomimetic composite structure, the inorganic fraction can be located embedded inside the collagen
fibrils, between the tropocollagen helices or on the outside of the fibres [37].
Furthermore, in the field of cardiovascular medicine, collagen-based acellular scaffolds for
reconstructive surgery are commercially available. Collagen matrices are also used (both with
and without cells) in urogenital and neural tissue engineering [38]. Collagen-based materials are
used as surgical wound dressings for (burn) injuries, as skin replacement for regular and diabetic
wounds and as adhesives to seal damages lungs. Their advantage is the increased ease of handling
compared to cellularised materials [39]. Collagen and gelatin, the hydrolysis product of collagen,
are used as hemostatic agents in surgery: As they gelate, they form a clot which stops the bleeding
of a wound [40].
1.4.4 The role of stem cells
As to the role of stem cells in the bone regeneration process, a study [41] suggested that the
formation of new bone does not happen simply by proliferation of the seeded cells inside and
around the scaffold, because the newly formed tissue turned out to consist mainly of the host
organism’s cells. The fact that the presence or absence of MSCs was shown to have a significant
impact on bone formation nonetheless suggests that the seeded MSCs promote the migration of
the body’s cells into the scaffold, rather than repopulating it themselves.
Different cell sources for bone tissue engineering have been explored. A comparison [42] between
MSCs which had been harvested from umbilical cord or bone marrow showed little difference
between these cell origins. Moreover, embryonic and adult stem cells perform similarly on a
polymer scaffold [43]. Human induced pluripotent stem cells the pluripotency of which is induced
by retroviruses were compared with MSCs [44] and exhibited a similar performance. There is
little evidence in literature suggesting that other cell lines are significantly superior to adult MSCs,
which is why they are going to be used in this project. Moreover, adult stem cells are advantageous
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as they are relatively easy to obtain and have a lower risk of tumour formation compared to
embryonic stem cells [45].
It is also possible to administer hMSCs directly by intramuscular injection without a scaffold. It
has been demonstrated that in spite of the short post-injection lifespan of these cells, this therapy
has beneficial effects [46], but this matrix-free method is not appropriate for the treatment of bone
defects because a solid support is needed to bridge the defect in the first place. The results of
clinical application of MSCs in bone repair are promising: Numerous medical interventions to
restore bone function using hMSCs in a scaffold material have shown good outcomes, also during
the follow-up period [47].
Apart from hMSCs, several other cells are conceivable candidates for bone regeneration.
Differentiated osteoblasts already have a defined phenotype and thus don’t need to be directed
towards a defined lineage, but their proliferation potential is not high enough to obtain a sufficient
amount of cells. Embryonic stem cells (ESCs) have a very high self-renewal capability and they
are pluripotent. However, their high proliferative activity produces the risk of teratoma formation.
Besides, their source being embryos, their use is limited by ethical reservations and regulatory
constraints. Induced pluripotent stem cells (iPSCs), which can be obtained by overexpression of
the appropriate genes in differentiated cells, share many properties of ESCs. Their use requires
the additional step of reprogramming (i.e. resetting them to pluripotency), but they are less
ethically problematic than ESCs, which makes them interesting candidates. Adult stem cells
(ASC) are undifferentiated cells which reside in tissue along with differentiated cells. ASC include
mesenchymal stem cells (MSCs) which can be obtained from different origins: Umbilical cord,
bone marrow and adipose tissue. MSCs harvested from umbilical cord tissue are safer than ESCs
and iPSCs in terms of teratogenicity, but the body of research about them is small at present. Bone
marrow derived MSCs are less easily available, but easier to isolate, and have been extensively
studied. Their osteogenic potential is high, and they are currently the most common cell source for
bone regeneration despite their low abundance. MSCs derived from adipose tissue present a more
recent option: Their properties resemble those of bone marrow derived MSCs, but the harvest of
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cells from adipose tissue is easier than from bone marrow. The state of research about this cell
source is less developed than that about bone marrow derived cells, but in the long run, adipose-
derived MSCs can be considered a promising option [48].
Tissue engineering is not the only field of medicine where stem cells hold considerable promise.
hMSCs have been explored as therapeutic agents for a number of pathologies [49]: As MSCs
can differentiate into neurons, their injection can be a method of addressing neurodegenerative
diseases. Symptoms of these conditions were mitigated by hMSCs in mice, and studies in humans
showed that transplantation of ex vivo expanded hMSCs into the spinal cord did not have major
adverse side effects [50]. The neuroprotective effect of injected hMSCs is due to the secretion of
VEGF and other factors, which counteracts diseases like Parkinson’s. Genetic modification of the
patient’s hMSCs can improve the possibilities to express beneficial proteins after administration of
the modified cells. In a similar gene therapy approach, Alzheimer’s disease - a neurodegenerative
condition chracterised by a progressive loss of brain functionality - was tackled in animal models
via two mechanisms: MSCs stimulate the expression of amyloid beta-degrading enzymes and
have an antiinflammatory effect. The immunomodulation capacity of hMSCs also makes them an
interesting candidate for the therapy of autoimmune diseases. Their administration was shown to
suppress the production of cytokines, which is helpful for the treatment of rheumatoid arthritis.
As hMSCs can differentiate into insulin producing cells, they can also be administered against
type 1 diabetes. Furthermore, injection of hMSCs has been found to fight cardiovascular diseases
in rodents if the addition of growth factors permits the transdifferentiation of the stem cells in
cardiomyocytes.
1.4.5 Need for comprehension of regulation of differentiation
We have seen that the proliferative activity of hMSCs makes them an attractive choice for combined
cell/scaffold approaches in regenerative medicine. Due to their ability to differentiate into several
cell lineages, tissue engineering implants need to provide appropriate cues to induce formation of
the desired tissue/organ type and avoid differentiation into other directions. The use of soluble
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induction media for systemic administration is problematic because its lack of local specificity
may cause ectopic formation of the desired tissue. Therefore, the development of biomaterials
which control cell behaviour and especially differentiation at the implantation site is required for
the advancement of regenerative medicine.
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Chapter 2
State of the Art
2.1 Stem cells
2.1.1 General behaviour
Differentiation of stem cells
Different tissues and organs in an organism fulfil different roles. Cells which undergo apoptosis
need to be replaced to maintain tissue homeostasis. The balance between cell death and
regeneration is kept by cell division, but cells lose their ability to divide as they differentiate and
mature. Stem cells are essential for tissue maintenance because they provide fresh cells for renewal.
They do this by undergoing an asymmetric cell division, which gives rise to two different daughter
cells: One of them is a stem cell, one is differentiated [51] Stem cells are unspecialised cells, i.e.
they do not have specific functions like differentiated cells. They are capable of sustained self-
renewal by proliferation for many months and of differentiation into specialised cells. There are
embryonic and adult stem cells (ESCs and ASCs): ESCs occur in blastocysts, which are cell balls
in embryos, where they give rise to the formation of specialised tissues which constitute the organs.
ESCs can be maintained undifferentiated in vitro by cultivation of a feeder layer, i.e. a coating of
cells which do not divide. The factors which trigger and regulate ESC differentiation are for the
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Figure 2.1: Illustration of the differentiation options of hMSCs and the steps they involve, [54].
most part elusive, but they are thought of as an interplay between regulated cellular gene expression
and external stimuli. ASCs are also undifferentiated cells, but they reside between differentiated
cells and are vital for their maintenance. They are also referred to as somatic stem cells. Their in
vivo environment is called the stem cell niche, a matrix which provides appropriate cues to keep
cells in a quiescent state and maintain the undifferentiated character of ASCs. Although ASCs tend
to differentiate into the tissue types which they reside in, they can also undergo transdifferentiation
and give rise to different cells - this property is known as plasticity [52]. Many ASC types are
multipotent, they can differentiate into more than one cell type, whereas ESCs are pluripotent and
able to differentiate into all somatic tissues (i.e. nearly all cell types of the body). Mesenchymal
stem cells, for example, can differentiate into osteoblasts, osteocytes, chondrocytes and more, as
shown in Figure 2.1. [53].
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Human mesenchymal stem cells
Human mesenchymal stem cells can originate from various different tissues, the most typical
source being bone marrow. Adipose tissue, blood and neonatal tissues like the umbilical cord
are also known origins of hMSCs. The tissue of origin is of some importance because the cells’
properties may vary depending on the source: For example, a study of MSCs of adipose origin in
comparison to bone marrow derived MSCs revealed that the former exhibit a superior performance
in terms of immunomodulation, angiogenesis and promotion of osteogenesis [55] [56]. HMSCs
are characterised as stem cells due to their continuous cell cycle progression and their ability to
differentiate into osteoblasts (bone cells), myocytes (muscle cells), chondrocytes (cartilage cells),
adipocytes (fat cells), tendon and connective tissue [54] [57], as shown in Figure 2.1. Their
mean doubling time is, depending on the tissue of origin, 24h to 40h [58]. They are able to
form endo- meso- and ectodermal tissue types. Their proliferative capacity is not infinite, and
their multipotency decreases with increasing number of passages [59]. Osteoblastic differentiation
can be induced by addition of ascorbic acid, dexamethason and β-glycerophosphate [60]. The
differentiation process involves several stages, some of which express characteristic proteins,
which can serve as biomarkers for the early or late steps of the commiment process (cf. Figure
2.2).
It should be noted that the description of hMSCs can be based on its stem cell-specific self-
renewal and differentiation capacity, or rather based on its in vivo behaviour [62]. MSCs are
known not only as mesenchymal stem cells, but also under the names multipotent stromal cells,
mesenchymal stromal cells or medicinal signaling cells - fortunately, the acronym MSC fits all of
them.
Characteristic protein markers
hMSCs have been shown to have a protein profile similar to pericytes, and research suggests that
both of them contribute to tissue regeneration [63]. They can be identified by the expression of a
number of markers: CD105, CD73 and CD90 and lack of expression of CD45, CD34, CD14 or
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Figure 2.2: Illustration of the stages of osteogenic differentiation and a selection of the proteins
involved therein, [61].
CD11b, CD79a or CD19 and HLA-DR surface markers are characteristic of mesenchymal stem
cells [64]. The entirety of MSC surface markers was gleaned by Mafi et al. [65]. MSCs can be
identified by their expression of the marker STRO-1. Although there is evidence that this antigen
is also found in endothelial cells, it is commonly used to distinguish stem cells [66] [67].
The differentiation of hMSCs to osteoblasts is a complex process which involves a number of
pathways. Amongst these, one protein stands out: Runx2, a transcription factor also known as
runt related gene 2, regulates the development of osteogenic precursor cells to preosteoblasts
and later to osteoblasts [61] [68]. It can be thought of as a master regulator of osteogenesis,
because its expression preceeds and induces the activity of many other factors [69]. Osterix is
a rare example of an osteogenic transcription factor that is Runx2-independent. The Runx gene
is the target of several signalling pathways of relevance to osteogenic differentiation, including
Wnt, TGF-β, Hedgehog and BMP [70]. Wnt signalling has a proosteogenic effect, it includes β-
catenin dependent and β-catenin independent pathways. Its signalling mechanisms are visualised
in Figure 2.3. In the former, activation of Wnt receptors causes accumulation of β-catenin by
inhibiting its degradation, which causes this protein to unfold its transcriptional activity in the
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Figure 2.3: Illustration of the Wnt-signalling pathway [70].
nucleus. Hedgehog (HH) binds to cell membranes receptors which then release osteogenic lineage
commitment inducing proteins of the Gli family. One of them, Gli2, also increases the expression
of BMP2, initiating a feedback loop. BMPs are cytokines and belong to the TGF-β family. They
can promote osteogenic differentiation through a mechanism of action that includes the Smad-
pathway and MAPK. BMP2 is osteogenic, but can also have an adipogenic effect - the details
of these effects are not fully understood. NELL-1 and IGF-1 are two pathways which also
contribute to osteogenesis [70]. Collagen I is sometimes used as a marker for osteogenesis. It
is expressed by osteoblasts even earlier on than the early bone marker Runx2 [71]. Unlike Runx2,
the osteogenic markers Osteopontin (OPN) and Osteocalcin appear at a late stage of osteoblast
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development [72]. Rat osteoblasts were shown to be OPN-positive, whereas stem cell-like cells
are OPN-negative [73]. OPN exists as secreted and intracellular protein; the latter is involved in
cell migration. The expression of OPN takes place 14-28 days after osteogenic induction; at its
peak, the marker is overexpressed sevenfold in comparison to stem cells [74] [75]. Osteocalcin
(OCN), a calcium binding protein, is expressed mainly during the phase of the mineralisation of
osteoids, i.e. of the nonmineralised bone matrix. It is released from cells and incorporated in
the ECM, where it constitutes about 15% of the protein fraction which is not collagen [76] [77].
OCN is upregulated 14-28 days after osteogenic induction like OPN, but its overexpression factor
is considerably lower . Alkaline phosphatase (ALP) plays a role in bone mineralisation. There are
several isoforms of it, and about half of an adult’s ALP originates from bones. Its expression is
upregulated early in the osteogenic process and peaks 21 days after osteoinduction or earlier. ALP
activity in serum can be measured with commercially available assays, and increases by the factor
80 in MSCs undergoing osteogenic dfferentiation [74].
Osterix has been shown to be essential in the formation of bone in mice. In the signalling cascade
of osteogenesis, it is located downstream of Runx2 [78] [79].
The extracellular matrix
The ECM is what fills the space between cells of a tissue. It consists mainly of
glycosaminoglycanes, fibrillar proteins and water. The ECM is not static but undergoes dynamic
remodelling, partly by enzymes; its functions include structural support, binding of growth factors
and receptors and buffering the tissue. Four of the most important proteins are collagen, elastin,
fibronectin and laminin. Fibronectin is crucial for cell adhesion, and elastin influences the
mechanical functions of the matrix [80]. Collagen is the most abundant protein in animals. Many
different variations of it exist; the most common one is named collagen I and represents more than
90% of the body’s collagen [81]. The simple polymer is called α-chain, these chains self-assemble
into triple helices, which are called tropo- or procollagen and normally consist of two strands of
one sequence and one of another. The sequences of collagen are continuous repeats of Gly-X-Pro
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Figure 2.4: (a) TEM image of a collagen fibre, pointing out the D-band length of 67nm. (b)
Visualisation of the origin of collagen nanoperiodicity. (c) Structure of tropocollagen. As the
coulouring indicates, its length is not a multiple of the collagen fibre’s unit cell length, which
results in gaps in the fibre. (d) 3D representation of tropocollagen within a collagen fibre [82].
and Gly-Hyp-X, where Gly is glycine, Pro is proline, Hyp is hydroxyproline and X is another
amino acid. The period length of tropocollagen is 86Å. Due to lateral interactions between these
fibrils, they form collagen fibres of about 50nm diameter. Due to the staggered arrangement of
tropocollagen in these fibres, they feature a periodicity of 67nm which can be observed as dark and
bright bands [82]. Factors like salt concentration and hydration level can make this band length
shrink. The periodic bands and the underlying structure are shown in Figure 2.4. Attempts were
made to reproduce the two-step self-assembly behaviour of collagen. Rele et al. [83] synthesised
collagen-mimicking fibres of 12-15nm diameter by self-assembly of synthetic peptides. Molecular
dynamics calculations show that electrostatic interactions and hydrogen bonds are the driving
forces for their assembly. The effect which gives rise to the band pattern is the same as in the
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Figure 2.5: TEM image (A) and schematic representation (B) of synthetic peptide-based collagen-
mimicking nanofibres [83].
case of collagen: Gaps in the staggered array occur are equidistant, as Figure 2.5 illustrates. In
bone regeneration, collagen plays a role not only as a scaffold with structural function but also
as nucleation point for bone mineralisation. The formation of hydroxylapatite takes place when
collagen is exposed to a concentrated calcium phosphate solution. It was demonstrated that the
periodic structure of collagen is also reflected in the resulting inorganic matrix [84] and that the
hydroxylapatite which is deposited on demineralised collagen-rich tissue in an appropriate solution
matches the mineralisation pattern of natural hydroxyapatite [85]. This raises the question how
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collagen is involved in the bone formation process and in which ways is interacts with its cellular
aspects. He et al. [86] studied the behaviour of MSCs on a composite matrix consisting of hydroxyl
apatite and collagen I. Cells on this scaffold exhibited an increased osteogenic commitment, as
evidenced by ALP, osteopontin and osterix. This effect was not found with materials where
collagen I was replaced by a synthetic hydrogel.
2.1.2 Impact of chemical and mechanical factors
In order to harness the potential of MSCs for regenerative medicine and (bone) tissue engineering,
it is vital to understand their interactions with their environment, be it a natural extracellular matrix
or an artificial scaffold. Of particular interest are the cues which direct cell differentiation. A large
body of literature covers the impact of chemical and mechanical factors on mesenchymal stem
cells.
Peptides and Proteins
Natural proteins which stimulate cellular proliferation and/or differentiation are called growth
factors (GFs), e.g. BMP, TGF-β and FGF. Basic Fibroblast growth factor (bFGF or FGF2) binds
heparin and as an angiogenic factor, it is important in wound healing, but was also found to be
beneficial for bone regeneration in rats [87]. The glycoprotein VEGF, vascular endothelial growth
factor, stimulates the proliferation of various cell lines. Platelet derived growth factor (PDGF)
is a regulator of cell divison and angiogenesis; it is related to VEGF. Nerve growth factor beta
(NGF-β) is primarily relevant for neuronal development, but it has also been shown to reduce the
apoptosis of osteoblasts. Transforming growth factors beta 1, 2 and 3 are important factors in
proliferation, adhesion and differentiation [87]. VEGF and Insulin-like growth factor 1 (IGF-1)
are upregulated during the cells’ proliferation stage, whereas the late growth factors FGF2 and
BMP-2 are upregulated during the differentiation and maturation stage. All of them generally
promote osteogenic commitment, but their exact effect depends on time and concentration [88].
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Bone morphogenetic protein (BMP) is one of the growth factors that regulate the equilibrium
between bone formation and resorption. There are 15 types of BMP, which are expressed at
different stages of osteogenic differentiation. Some evidence suggests that BMP-2 is the most
important of them. [89]. BMP-7, which is also known as osteogenic protein 1, is also used in
medical applications, e.g. the treatment of tibial nonunion [90]. Many of the peptides which can
influence MSC differentiation have mechanisms of action that involve the Wnt pathway. Signalling
proteins in this pathway are bound to a receptor related protein complex named ”Frizzled” at the
cell surface. This receptor transduces the signal to a number of intracellular proteins, including
the transcriptional regulator β-catenin, the degradation of which is inhibited upon transduction
of a Wnt signal [91]. The subsequent increase in β-catenin levels triggers several effects; some
of them are relevant for stem cell differentiation. For example, Wnt signalling has been shown
to inhibit adipogenic differentiation of hMSCs [92], whereas overexpression of microRNA-499
led to formation of cardiac cells in rat MSCs [93]. You et al. found that the protein Foxc2
stimulates osteogenic differentiation at the expense of adipogenesis in rabbit MSCs, possibly under
involvement of the Wnt/β-catenin pathway [94]. This finding is of potential clinical relevance,
because age-related loss of bone matrix is associated with an expansion of adipose tissue in the
bone marrow.
Another pathway of interest is the extracellular regulated kinase (ERK)-pathway, which
belongs to the mitogen-activated protein kinase (MAPK) family. When treated with mechano-
growth factor, rat MSC in vitro exhibited stronger migration, regulated by the ERK pathway
and cellular mechanotransduction [95]. Other pathways which have been shown to influence
osteoblastic differentiation are the TGF-β, BMP, Notch, Hedgehog and FGF pathway.
mTOR, a kinase and target of rapamycine, has been demonstrated to have an effect of
osteogenesis, but there is no consensus as to whether it enhances or inhibits it [96]. Runx2,
which was mentioned earlier as a marker for osteogenesis, is known to induce osteogenic
differentiation in MSCs [97]. The transcription factor, which belongs to the Runt family and
occurs in three isoforms, activate a number of genes related to osteogenesis, including osterix and
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Figure 2.6: Signaling pathways involved in the BMP induced osteogenesis. BMPs bind to receptors
on cells to activate downstream signal molecules such as Smad, MAPK and JNK. In the classic
Smad signaling pathway, Smad protein is phosphorylated, leading to its activation. Activated
Smads cooperate with Runx2 and then translocate into the nucleus to induce the transcriptional
expression of osteogenesis related genes. [97].
OPN (osteopontin). After the differentiation, the Runx2 concentration decreases again; this event
is vital for osteoblast maturation. The expression of Runx2 is promoted by Bone Morphogenetic
Protein (BMP) via the Smad pathway, which is shown in Figure 2.6 [97].
Some peptides or proteins influence (stem) cells indirectly, e.g. by facilitating cell
adhesion [99]. It is well known that peptides featuring the RGD-sequence, which is derived
from the ECM protein fibronectin, is involved in integrin-mediated cell-matrix binding (cf.
Figure 2.7) [100]. RGD-peptides are the most widely used adhesion promoting peptides
because they are highly effective, extensively studied, bind to several integrin species and are
easy to synthesise [?]. Other cell adhesion promotiong peptide sequences are listed here:
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Figure 2.7: Scheme of cell-surface binding via focal adhesions: Cells adhere through Integrins, a











Along with RGD, FHRRIKA is also a peptide with can support cellular adhesion: Both of these
peptides can enhance cell attachment to surfaces they are grafted onto [101]. There are numerous
examples of other adhesive peptides: YIGSR is an integrin receptor ligand which is derived
from laminin and promotes adhesion of some cell lines. REDV is fibronectin-derived and helps
endothelial cells to adhere. VAPG, VGVAPG and KQAGDV were also shown to promote cell
adhesion, e.g. for vascular smooth muscle cells [100] [102]. Furthermore, peptides with the
sequence KREDVY enhance the adhesion of HUVEC (Human umbilical vein endothelial cells)
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when covalently grafted to surfaces [103]. The sequence KRSR is interesting in the context
of osteogenic differentiation, because it selectively binds to osteoblasts more strongly than to
fibroblasts [104]. One of the reasons why RGD still stands out from this variety of peptides is
its ability to promote the proliferation of adherent cells better than other sequences [105].
The effect of two peptides together was investigated by Ibrahim Bilem [106]: In his work,
the adhesion-promoting peptide RGD and the osteogenesis-promoting BMP were grafted with a
density of a few pmol/mm2. The data show that the stem cell marker STRO-1 is expressed more on
RGD-modified surfaces than on surfaces with BMP or both peptides together. The protein Runx2,
which is a marker for osteogenic differentiation, is found on RGD-surfaces in similar quantities as
on reference surfaces without peptide. However, the expression of Runx2 is significantly higher
for BMP-surfaces, and even further elevated for samples featuring RGD and BMP together. These
results suggests there is a cooperative effect between the adhesive RGD- and the osteoinductive
BMP-peptide, i.e. cells cultivated on both peptides together exhibit a higher degree of osteogenic
differentiation than one would expect from summing up the effects of the individual peptides alone.
Other molecules and surface types
As introduced above, osteogenic differentiation of hMSCs can be efficiently induced in vitro by
addition of ascorbic acid, β-glycerophosphate and dexamethasone [60]. The use of osteoinductive
media in clinical applications is limited due to the undesirable possibility of ectopic bone
formation. Some lipids have been reported to exhibit osteoinductive behaviour. Kin et al. showed
that gangliosides, a class of glycosphingolipids, promote osteogenic differentiation, possibly by
interaction with epidermal growth factors [107]. Phosphatitylserine, a phospholipid which occurs
in cell membranes, stimulates osteogenic differentiation of hMSCs [108]. This effect is assumed to
be mediated through the ERK pathway. Furthermore, hints have been found that the non-neuronal
cholinergic system might be a pathway which is involved in mechanisms related to osteogenesis
and bone regeneration [109].
A number of studies indicated that matrix-bound bioactive proteins tend to have the same effect as
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proteins in solution [110].
Effect of stiffness
Early experiments to explore the impact of matrix rigidity on cells and osteogenesis showed that
osteoblasts exhibited stronger bone formation and mineralisation when they were subjected to
mechanical tension or compression, respectively [111]. This and the observation that lack of
adjacent musculature hinders bone regeneration raised the question how mechanical factors like
stiffness, tension and movement can influence cell behaviour. Engler et al. [112] were the first
to find a connection between matrix stiffness and MSC fate: They found out that MSCs on
substrates of different stiffness showed different commitments. The elasticity of a material can
be quantified using the Young’s modulus, which is the ratio between the force of applied stress
and the resulting deformation. Soft matrices with a Young’s modulus of 1kPa or less induced the
formation of neuronal precursor cells, substrates of intermediate stiffness of 8-17kPa underwent
myogenic differentiation and hard surfaces (25-40kPa) resulted in osteoblastic formation. One
can observe that cells which naturally form hard/soft tissues were induced by a hard/soft matrix.
These experimental findings where backed by computational results by Mousavi et al. [113], whose
numerical model predicted a very similar relationship between substrate stiffness and stem cell fate.
However, there are also contradictory results [114]: The aforementioned relationship between
stiffness and differentiation can only be generalised for substrates which permit cell adhesion,
e.g. surfaces grafted with ECM molecules which the cells can bind to. Moreover, substrates
of a relatively stiff material can have the same effect as a soft surface if its surface features are
more flexible than the bulk material, as it is the case with polymer nanopillars: Although they
are made of a stiff material, the pillars may bend due to their low diameter, which causes the
substrate to appear soft [115] (cf. Figure 2.8). It is noteworthy that the mechanical signal causes
not only a biochemical but also a mechanical response in cells. AFM measurements revealed
that as stem cells undergo osteogenic differentiation, their Young’s modulus decreases, i.e. they
become softer [116]. A possible explanation for this might be that as the cytoskeleton reorganises
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Figure 2.8: Schematic representation of cells on polymer nanopillars of different lengths.
Increasing length of the features makes the material appear softer for cells [115].
to form focal adhesions at the cell-substrate interface, the quantity of actin in the upward facing
part of the cell is decreased. The causal connection between matrix rigidity and the resulting
stem cell commitment implies that there must be a mechanism to convert a mechanical input
to a biochemical response. This mechanism is believed to rely on ion-channels, integrins and
cadherins. Ion channels are required to permit transport of ions through the cell membrane. They
can be activated or deactivated by mechanical stretch: The formation of stress fibres was found to
transmit a mechanical tension to the plasma membrane and activate ion channels. This mechanism
might be dependent on the ROCK-pathway (Figure 2.9, a). Integrins form a link between the
extracellular matrix and the cytoskeleton. They consist of α- and β-subunits, and the composition
defines which proteins the integrins bind to. Integrins can transmit mechanical signals to the cell,
which evokes a biochemical reaction (cf. Figure 2.9, b). The function of cadherins is to establish
cell-cell-bindings. Intracellularly, they are anchored to catenins, which in turn are bound to the
cytoskeleton. β-Catenin is known to promote osteogenic differentiation. Focal adhesions, the
intracellular anchorage point for integrins, consist of β-integrin subunits, vinculin, talin and actin.
Depending on substrate stiffness, they can generate mechanical tension and thereby influence MSC
differentiation [117]. Interestingly, the effect of substrate stiffness appears to last beyond the
exposure to this condition. It has been reported that hMSCs which were cultured on hard substrates
and were transferred to soft ones showed signs of osteogenesis, like Runx2 expression and alkaline
phosphatase activity. The extent of this effect increased with the time the cells previously spent on
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Figure 2.9: Different ways in which substrate stiffness can act on cell behaviour and differentiation:
Via activation of the ROCK-pathway (a), via modification of growth and shape of focal adhesions
(b) or by regulation of the BMP/Smad-pathway [115].
hard substrates [118].
It should be noted that the impact of stiffness needs to be examined differently in the case of
surfaces featuring nanoobjects. If these objects are not tethered to the surface, the cells will not
perceive them as a rigid substrate even if their elastic modulus is high [110].
Dynamic stress response
Mechanical force can be applied to cultured cells in two ways: By physically deforming the cells
or their substrate, or by exposing the cells to fluid dynamics. Either way, the cells will be exposed
to shear stress or other deformations. Yamada et al. cultivated murine MSCs in a porous composite
scaffold and applied cyclic longitudinal compression force to it. For moderate compression loads,
this treatment resulted in an increased expression of osteopontin and osteocalcin. However, this
outcome was not observed for high loads [119]. Tension on cell-seeded collagen 3D matrices
was shown to induce BMP-expression, which induces osteogenic differentiation [111]. Another
study [120] stretched MSCs daily for up to five days using a flexible substrate. With all cells being
cultivated in adipogenic medium, those that were exposed to stretching showed less markers of
adipogenic differentiation than the control group. It was proposed that this mechanical influence
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is mediated by the TGFβ1/Smad2 pathway.
There are examples of oscillatory flow activating the RhoA and ROCKII pathway, which leads to
a higher level of proliferation and expression of osteoblastic genes. Not all studies exploring
the effect of dynamic mechanical stress point in the osteoinductive direction, though: Cyclic
compressive loading of rabbit MSCs suspended in hydrogels caused a chondrogenic effect
resembling the effect of addition of TGF-β [111].
2.1.3 Impact of geometrical factors and nanomaterials
Molecular chirality
The concept of chirality is of high relevance for biological systems, as the enantioselectivity of
many natural enzymes exemplifies. Much research has been dedicated to the origin of handedness
in embryonal development: How do tissues and organs in a developing foetus know which side
they are on? Results suggest that the expression of certain genes provides left/right-specific cues
to tissues and organs [121]. This raises the question of whether stereoselectivity is also relevant for
stem cell behaviour and differentiation. Yi et al. synthesized polylactide films of enantionerically
pure L- or D monomer or a racemic mixture. Osteoblasts which were cultivated on these films
showed better adhesion and higher proliferation rates on the L-films compared to the D-films [122].
Instead of polymerising chiral monomers, chiral features can also be introduced to the surface
by formation of a self-assembled monolayer (SAM). Because of its thiol groups, cystein can
form SAMs on gold coated surfaces. When SAMs of L- or D-cystein are exposed to a culture
medium, L-surfaces were shown to adsorb higher quantities of serum protein. Rat MSCs on these
substrates were cultured with both osteo- and adipogenic medium and responded differently to
the enantiomers: Cells on D-surfaces tended to undergo osteogenesis, whereas cells on L-surfaces
were more prone to adipogenic differentiation. When MSCs were confined to microscale cystein-
microislands, the effect of chirality disappeared and the differentiation behaviour turned out to be
influenced by microisland size. The reason for the different reaction to L- and D-cystein is believed
to be the different extent to which the monolayers permit the adsorption of serum protein [123]. A
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similar study [124] came to a matching result: Monolayers of L- or D-tartaric acid were found to
adsorb insulin differently, depending on the enantiomer. Insulin adsorbed to D-surfaces retained its
bioactivity, but insulin on L-surfaces formed fibrils without activity. Not surprisingly, PC12 cells
- a murine cell line of embryonic origin - exhibited contrasting proliferation and differentiation
behaviour after culture on these surface types.
These studies suggest that molecular chirality does have an impact on cell differentiation, but
this influence might be an indirect one and mediated by surface-bound molecules interacting
with serum proteins rather than with the cells themselves. This raises the question whether the
nanometric chirality of e.g. proteins with a helical secondary structure can also influence cell fate.
Surface topographies
The topography of a culturing surface or scaffold is of interest in that it defines the shapes which
cells can assume, which in turn influences the cytoskeletal rearrangement and evokes biochemical
responses. This term covers a wide range of surface properties, some of which are shown in
Figure 2.10. The range of possible techniques to introduce topographic features is large, and the
choice of methods depends on the material the surface of which is to be altered. For example, the
popular implant material titanium can modified in terms of surface topography by plasma-spraying
a molten metal onto it, resulting in a roughened layer of a thickness on the micrometer scale. Grit-
blasting is a somewhat similar approach, except that instead of liquid metal droplets, solid particles
are accelerated towards the surface. Their impact as hard enough to let them stick to the surface.
Etching the titanium substrate with strong, oxidising or non-oxidising acid also produces a rough
surface. The etching process can also be based on the application of a potential to the metal
(anodisation) [125] [126]. A simple form of topography alteration is the creation of gratings on
a flat surface. Chan et al. [127] heat-embossed a 2µm wide grating in polystyrene culture dishes
to explore the effect of this geometry on human pluripotent stem cells. The cells were found to
elongate along the grating and exhibit more neurogenic differentiation in the absence of induction
medium. Further experiments [128] with murine neural progenitor cells on a grating showed that
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Figure 2.10: A brief visual summary of topographical features for cell differentiation studies:
Nanoisland shape (a) and number (b), modified stripes (c) or grids (d), combination of grids
and shapes (e), nanogrooves (f), nanopillars (g) and combination of nanoshapes and polymer
brushes. [115].
elongation, alignment and neuronal differentiation increases with increasing depth of the grating
features. Topographical features in combination with other, e.g. biochemical cues are hypothesised
to show synergisms. A study explored the response of murine C2C12 myoblasts to polystyrene
substrates featuring grooves with a width of 900nm and an adhesion-promoting RGD-peptide
grafting. After myogenic induction, cells on grooves showed a more myogenic character than those
on flat surfaces, but this phenomenon could not be observed for unfunctionalised samples [129].
(The grafting of RGD-peptide alone also had an effect, which was further enhanced by the presence
of grooves.) A group from Aachen [130] prepared alternating grooves and ridges at the micro- and
nano-scale by etching and multi beam laser interference. Cultivation of MSCs on features with
varied sizes revealed that the highest level of osteogenesis was observed at 2µm width, whereas 15
µm features increased adipogenic differentiation. However, this difference was only observed in
differentiation medium, which led the authors to the conclusion that nanotopography does not per
se induce osteogenic differentiation, but supports it if other conditions are met. Comparable caveats
were issued in a study that examinated the combined effects of nanotopography and stiffness by
culturing neuronal progenitor cells on nanopatterned PDMS-surfaces with controlled stiffness,
made by interference lithography. It turned out that cell behaviour was much more influenced by
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mechanical properties than by topography [131]. Besides gratings and grooves, other topographies
like pores and nanoarrays were also explored. Wang et al. [132] cultivated human osteoblasts on
micro- and nanotextured topographies made of titania nanotube arrays with different tube sizes.
Results showed that larger tubes induced a stronger expression of Runx2, collagen I, OPN and
ALP-activity, indicating a more osteoblastic phenotype. Gene-silencing revealed that this effect is
mediated by the ILK/β-catenin pathway. ILK (Integrin-linked kinase) is part of focal adhesions and
binds to the cytoplasmic domain of specific beta-subunits of integrin. Due to its kinase function,
it can cause an increase of β-catenin in the cytoplasm, similar to the Wnt/β-catenin-pathway. A
recent study prepared titanium-niob-aluminium alloy implants with a thin nanoporous layer made
by anodisation. This electrochemical method resulted in a pore size of 10-100nm. This surface
type was shown to lead to an increased Runx2 expression and ALP activity of hMSCs.
Bioactive micro- and nanopatterning
Micro- and nano-lithography is a technique for the facile and spatially well-defined modification
of surfaces. It includes several different appoaches, like photolithography, where a predefined
part of a surface is irradiated (e.g. by UV light) through a mask, or imprint lithography, where
a stamp is inked and put on a surface, similar to a conventional printing press [133]. Having
taken into account how surface topography can affect cell and especially stem cell behaviour, one
should also consider the effect of bioactive patterning, i.e. topographies which don’t manifest
as 3D-features on the surface, but rather as a chemical modification of a substrate. A common
approach in this field is the lithographic preparation of defined shapes of RGD-peptides on
surfaces. The RGD-sequence originates from fibronectin and facilitates cell adhesion. Peng et
al. [134] created adhesive microislands on PEG-substrates by using photolithography to obtain
gold islands. Subsequently, the thiol-terminated RGD-peptide could bind to the gold surfaces. Rat
MSCs which were seeded on microislands of varied shape, yet constant area, exhibited differences
in differentiation behaviour: Cells on rectangular shapes with an aspect ratio (i.e. length to width
ratio) of 1 tended to undergo adipogenic differentiation, whereas an aspect ratio of 2 was more
36
likely to induce osteogenesis. Moreover, cells cultivated on star-shaped adhesive islands were
more prone to osteogenic differentiation than cells on circular shapes. Instead of microislands,
RGD-peptides can also form adhesive spots with a constant spacing between them. In a number
of studies [123] [135] [136], such a pattern was obtained by deposition of gold nanoparticles on
a substrate, followed by thiol-mediated binding of the peptide to these nanoparticles. In a range
of 37-124nm spacing for these patternings, it was shown that both osteogenic and adipogenic
lineage commitment of hMSCs was increased on larger nanospacings (in the presence of osteo-
and adipogenic medium). Further experiments demonstrated that this effect did not depend on
the stiffness of the substrate. This patterning strategy could be useful for the design of implants
which need to be osteoinductive. For example, RGD arrays with a defined nanospacing at the
surface of a titanium-niobium-alloy (the stiffness of which resembles bone) were found to modulate
adhesion of hMSCs [137]. Not only RGD-peptides, but also various proteins from the extracellular
matrix can be attached or deposited onto surfaces in a patterned manner. A common method is
microcontact printing, where a stamp (often made of a polymer like PDMS) is covered with a
protein solution and brought in contact with the future culture substrate. In an effort to facilitate
the study of limited numbers of neurons in vitro, Ricoullt et al. [138] printed microcircles on
glass surfaces with different ECM proteins, including fibronectin and laminin. The area outside
the printed features was covered with PEG, which does not encourage cell adhesion, in order to
accumulate seeded cells in the desired zones. Just like RGD nanospacing patterns, ECM protein
patterns may also influence cell differentiation. ESCs cultured on patterned hydrogels made
by direct microcontact printing of Matrigel, gelatin and other ECM proteins were demonstrated
to exhibit a cardiac phenotype more quickly than cells on nonpatterned surfaces [139]. In
another study [39], human cardiomyocytes were seeded onto lithography-printed surfaces featuring
different rectangular shapes of different sizes. Fibronectin and Matrigel (a commercially available
basement membrane ECM protein mixture) were adsorbed to gold-coated substrates. Results of
cell culture experiments with cardiomyocytes showed little impact of nanofeature aspect ratio on
cell behaviour. However, it was shown that features with a width of 30-80 µm and a constant
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length of 1cm induced a high level of alignment with the features and an increased formation of
sarcomeres. Finally, bioactive agents can also be distributed on a surface using inkjet printing,
similar to a conventional printer. Phillippi et al. [140] used this approach to create a periodic
pattern of 750 µm squares of BMP2. This group demonstrated that under myogenic conditions,
cells in contact with the microfeatures exhibited increased osterix expression, whereas cells outside
the squares would undergo myogenic differentiation.
Nanoobject morphologies
As we saw in the second to last section, the topographies of 2D culturing environments can be
relevant for cell behaviour and stem cell differentiation. This concept can be considered in a
broader way by extending it from the forms of flat surfaces to the shape of objects in general,
including 3D structures. This section sometimes overlaps with the section on topography, because
nanoobjects can occur both as a 3D-environment and as a surface coverage material.
A common type of nanomaterials in biological applications are polymer-based nanofibres, the
morphology of which comes closest to the structure of the ECM. Hydrogels can be formed from
hydrophilic polymers, e.g. polylactic-co-glycolic acid (PLGA), which was used by Ebrahimi-
Barough et al. [141] to steer the neuronal differentiation of endometrial stem cells. Nanofibres
made from PLGA by electrospinning and measured 400-500nm in diameter on average. They
formed a substrate which led to a higher degree of differentiation into motor neuron-like cells
compared to flat control substrates, as evidenced by the expression of relevant genes. An alternative
to electrospinning is the use of an airbrush technique, which functions similar to a spraycan:
A polymer solution is pressed through a nozzle using a compressed gas to form fibres. The
fibres obtained this way are more loosely packed and exhibit higher porosity, but lower stiffness
than electrospun fibres. Airbrush fibres of different polymers were shown to support osteogenic
differentiation of hMSCs [142]. The complexity of nanofibrous materials can be augmented
by combining it with other fabrication techniques. Cheng et al. [143] created a hierarchical
scaffold structure featuring both nanofibres and micropores by fabricating the polymer scaffold
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by phase separation in the presence of NaCl template particles. Removal of the templates led to
the formation of a porous matrix which combines the advantages of fibres and pores regarding
proliferation, adhesion and differentiation: Human neural stem cells showed more differentiation
into neurons when they were cultured on this hierarchical structure. The effect of the morphology
of nanofibres can be combined with other cues to control cell behaviour, e.g. stiffness. A
study [144] examined the effect of polyethylene glycol dimethacrylate nanofibre 3D hydrogels
made by electrospinning and subsequent photopolymerisation on MSCs. Nanofibre mechanical
properties were varied by modifying the degree of polymer crosslinking. Cells cultured on fibres
with a stiffness of 8kPa or above showed larger adhesion surface areas and differences in vascular
marker expression after 24h already, indicating a tendency towards vascular commitment. The
relevance of nanofibres for osteogenesis was recently pointed out by Sonomoto et al. [145], who
cultured hMSCs on a PLGA-nanofibre scaffold. The cells expressed Runx2 and the chondrogenic
marker Sox9 after seven days without stimulation. Change of shape and occurrence of dentin
matrix protein-1 (DMP-1) and matrix extracellular phosphoglycoprotein (MEPE) showed that
cells had undergone osteogenic differentiation. In some cases, the impact of fibrous materials
is not directly related to their morphology but rather to nanoobject surface modification. For
example, [146], electrospun polycaprolactone nanofibres measuring 200-300nm in diameter were
modified with graphene oxide, which had been shown to promote differentiation of hMSCs and
other cell lines. The degree of neural stem cell differentiation into oligodendrocytes after culture
on these nanofibres increased with the amount of graphene oxide coating on the scaffold.
Some fibrous matrices for cell culture applications are commercially available. Matrigel is a
hydrogel which solidifies at body temperature by polymerisation. It has been shown that stromal
cells encapsulated in this matrix could achieve higher degrees of neural differentiation using neural
differentiation medium, compared to conventional 2D substrates. This also led to better neuronal
regeneration in vivo in rats [24]. So-called free forming scaffolds consist of crossed 288µm struts
and were shown to promote cell proliferation because of their high surface area. Kumar et al. [147]
found that after increasing its scaffold roughness by solvent etching, this matrix type can guide
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MSCs towards osteogenesis.
Biomacromolecules are an alternative source of nanomaterials for cell culture. As a later
section will explore in more detail, certain peptides can self-assemble into nanofibres. Sever
et al. [148] incorporated fibronectin into peptide nanofibres (10-20nm) and cultivated rat MSCs
on them. In the absence of osteogenic induction, the cells exhibited an increased ALP activity
and expression of other osteoblastic markers. Moreover, increased mineralisation was observed.
Similar experiments were carried out by Fukunage et al. [149]. Another example of fibrillar
proteins of potential use as a stem cell environment is silk fibroin, which can be freezedried in order
to manufacture a porous 3D scaffold [150]. It was shown to induce preferential differentiation into
muscle and endothelial cells in rat MSCs. As shown in section 2.1.1, collagen fibrils exhibit
a periodic band structure, and understanding the impact of this periodicity on stem cells is a
key objective of this work. Therefore, collagen is of particular interest in the context of this
study. Sefcik et al. [151] prepared a 3D collagen fibre matrix by electrospinning and compared its
influence on human adipose cells to a 2D collagen-coated substrate. After three weeks of culture, a
range of osteogenic genes including collagen I, osteopontin and ALP were found to be upregulated
in the nanofibre scaffold samples compared to the 2D environments.
While fibrillar matrices appear to be the most common type of nanomorphology in this
context, other morphologies were also investigated: Lipski et al. [152] spincoated surfaces with
silica nanoparticles of different sizes (50, 100 and 300nm diameter) to tune their roughness.
Murine preosteoblasts cultured on materials with higher roughness (i.e. higher particle diameter)
showed strong actin fibre formation, which might indicate osteogenic differentiation. A
possible explanation for this is that rough surfaces arrest cellular locomotion, thereby favouring
differentiation. Another study [129] explored the effect of nanoparticles on cardiomyocyte
development. 5-Azacytidine is known to induce cardiomyogenic differentiation. The effect of
this induction could be enhanced by culturing the cells on collagen nanoparticles or fibrils.
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Order and disorder
The last aspect of ECM to be discussed in this section is the degree of order in a cellular
microenvironment. This parameter can be expressed in several ways, such as a regular nanospacing
between adhesion spots, or the alignment of high aspect ratio nanomaterials.
A number of studies exploring the significance of nanofibre alignment on cell behaviour found
some effects of nanomaterial orientation, but in most cases cell differentiation was not affected.
Yang et al. [153] used electrospinning to fabricate a scaffold of aligned or unaligned poly-L-lactic
acid (PLLA) micro- and nanofibres and varied the fibre diameter by altering the concentration
of the polymer solution. Cell culture experiments showed that neural stem cells grew neurites
parallel to the aligned nanofibres, but differentiation was shown to be influenced by fibre size,
not alignment. In a similar study [154], PLLA fibres were similarly aligned by electrospinning
on a rotating receiver, followed by hot stretching, a process which caused the fibre diameter to
decrease from 450nm to 275 nm compared to unaligned fibres. Osteoblast-like MG63 cells on
the parallel scaffold exhibited an elongated, shuttle-like shape and a decreased ALP-activity and
expression of collagen I and osteocalcin. Other groups used aligned or unaligned, electrospun
fibres of PLGA, polycaprolactone and polycarbonate-urethane as substrates for porcine tooth bud
cells and adipose-derived stem cells, respectively [155] [156]. Both of them found no substantial
change in differentiation behaviour which could be attributed to fibre alignment.
There are as well examples of non-fibrillar objects which can be used for ordered
microenvironments. Namgung et al. [157] prepared substrates of aligned and unaligned carbon
nanotubes by spincoating. hMSCs were shown to align along the ordered tubes and to exhibit
more osteogenic commitment on aligned nanotubes. Another study using the same material [158]
cultured myoblasts on hierarchical nano- and microscale carbon nanotube scaffolds with two
different structures: microporous foams or bundles of aligned nanofibres. It was shown that aligned
scaffolds promoted the formation of multinucleated myotubes in cells. Instead of exploiting
spinning techniques, ordered nanoobject arrangements can also be achieved by using microfluidics.
Zan et al. [159] aligned rod-shaped NPs, including gold nanorods and viruses, by a flow assembly
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method which relies on the shear force of a fluid to control the degree of alignment. When
C2C12 myoblasts were cultured on surfaces coated with these one-dimensional nanoobjects, their
behaviour was shown to be guided by nanorod alignment.
As mentioned earlier, understanding the role of collagen in the ECM is an important motivation
in this work. Kishore et al. [160] mimicked the ECM geometry by electrochemically aligning
collagen using isoelectric focussing. HMSCs which were cultured on either aligned nanofibres or
on disordered collagen threads exhibited stronger proliferation ability on unaligned threads, but
expressed more tendon specific markers on aligned collagen. Interestingly, however, the marker
protein Osteocalcin was suppressed on aligned collagen.
2.2 Nanomaterials
2.2.1 Amphiphiles and self-assembly
Gemini surfactants
The term ”surfactant” is short for ”surface-active agent” and denotes compounds that adsorb onto
surfaces or interfaces, altering their surface or interface free energies. In other words, surfactants
lower the amount of work required to enlarge the area of an interface. They feature a lyophilic
”head” and a lyophobic ”tail”. In the case of the water/air interface, surfactants form a single layer
at the interface; the hydrophobic domain facing towards the water. The hydrophobic head group
can be cationic, anionic, zwitterionic or nonionic [161].
In gemini (from Lat. gemini: twins) surfactants, at least two surfactant units are covalently
bound head to head [162]. A common notation to classify the structures of gemini consisting
of two surfactants is the format x-y-z, where x and z represent the length of the two apolar tails,
and y describes the length of the spacer which connects the polar head (counted in methylene
units) [163]. As regular surfactants, gemini amphiphiles can undergo temperature induced phase
transitions, e.g. from solution to micelles [164]. The phase transition behaviour depends on
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various parameters such as chain lengths or the nature of the head groups [165]. An important
parameter to characterise surfactant compounds is the critical micelle concentration (CMC).
This threshold is more or less sharp, depending on the number of molecules per micelle, and
represents the concentration above which a solution of a surfactant starts to form micelles. The
critical micelle concentrations (CMC) of gemini surfactants are much lower than the CMCs of
their monomeric counterparts, even if the higher number of head groups is accounted for. The
CMC generally changes with varying length of both tails and spacer (i.e. x, y and z in the
aforementioned notation) because large aliphatic chains decrease solubility in a polar medium and
hence promote aggregation [163]. Accordingly, gemini surfactants have a surface activity which
is about three orders of magnitude higher than the activity of their monomeric counterparts [166],
which corresponds to the aforementioned lower CMC compared to their monomeric counterparts.
The shape of amphiphiles is of high importance for the formation of supramolecular structures,
as the next section will elaborate. Depending on the size of head and tail group, the molecule’s
overall geometry is either conical or cylindrical, which results in preferential formation of micelles
or bilayers from these amphiphiles. This means that the nature of the polar moieties and especially
the length of tail and spacer chains of gemini surfactants can be tuned to influence the shape of
supramolecular assemblies.
Amphiphile self-assembly
There are numerous examples of amphiphilic molecules (both gemini and standard) assembling
into supramolecular structures with often interesting morphologies, like micelles and nanofibres.
In most cases, the principal forces which hold the supramolecular structure together are the
hydrophobic interaction between the apolar chains and the (attractive and repulsive) interactions
between the polar head groups [167]. Due to their high hydrophobicity, lipids can be used as
apolar groups of amphiphiles. Voronin et al. [168] coupled isosteviol, a molecule that has been
found to exhibit an antihypertension, antihyperglycemic, insulinotropic, glucanostatic, cardio- and
neuroprotective effect, to a cationic group to form micelles the properties of which depended on
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the counterion that was used for the cationic moiety. It is also possible that the polar and apolar
groups of the amphiphile are not one molecule but rather a host-guest complex of two molecules
held together by interaction between an anion and the π-system of an aromatic ring [169]. This
two-part amphiphile is nevertheless capable of assembling into micelles.
Amphiphile-based self-assembled structures are 0-dimensional (micelles), 1-dimensional (fibres)
or 2-dimensional (vesicles). Another type of amphiphile are peptides with an added hydrophobic
domain. In terms of applicability, an advantage of this approach is that the peptides may contain
a bioactive sequence called epitope, which will be located on the surface of any nanomaterials
formed be these amphiphile in aqueous medium, which is a facile way of preparing bioactive
nanomaterials. As the secondary structure of the peptide depends on its amino acid sequence,
the choice of the sequence also influences the size and shape of the polar head and therefore the
self-assembly behaviour of a peptide-based amphiphile. However, molecular simulations show
that the most important factor in determining the shape of supramolecular assemblies are the
relative strengths of the driving forces mentioned earlier, hydrophobic interaction and hydrogen
bonding [167]. If the intermolecular hydrogen bonds between the peptide domains are weak
compared to the hydrophobic interaction between the tails, the amphiphile is more prone to forming
spherical micelles, given a sufficient concentration. If the opposite is the case, one-dimensional
cylindrical fibres will form. In these nanofibres, the hydrophobic tail forms the core of the high
aspect ratio structure, whereas the peptide moieties are located at the outside, often assuming a
β-sheet organisation [170]. The molecular design of the amphiphile is not the only parameter to
define assembly behaviour. For example, as peptides can be protonated, the pH value can affect
their folding and thus self-assembly behaviour. Ghosh et al. [171] synthesised peptide amphiphiles
which assemble into nanofibres with about 12nm diameter at a pH value lower than 6.6. At higher
pH, the fibres disassemble reversibly (cf. Figure 2.11).
The possibility to modify nanofibre formation by tweaking molecular architecture and
experimental conditions makes amphiphile self-assembly a suitable tool for the creation of
biomimetic systems. Luo et al. [172] devised an approach to mimic collagen using a single-
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Figure 2.11: Illustration showing the pH-dependent morphology change of amphiphile
nanoassemblies described in [171].
Figure 2.12: Scheme of the two-step self-assembly process of amphiphile-based collagen-
mimicking nanostructures [172].
tail amphiphile the polar domain of which is a collagen-mimicking peptide. These molecules
self-assemble into a triple helix, which in turn self-assembles into nanofibres with a diameter
of 16nm. These nanomaterials mimic collagen in two different way: Chemically, because of the
peptide sequence; and structurally, because the two-step self-assembly process, which is illustrated
in Figure 2.12, strongly resembles the formation of collagen fibrils from the single biopolymer via
a triple helix intermediate.
2.2.2 Chiral nanomaterials
Chirality (from Greek χειρ, hand) is a common phenomenon in nature: Both at the macroscale,
where gastropod shells have a mostly dextral orientation, and at a molecular and supramolecular
level, where the handedness of nucleotides and amino acids leads to chiral DNA and protein α-
helices. In the following section, we will go through different strategies to obtain nanomaterials
with chiral morphology.
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Figure 2.13: SEM images of Helices formed by modified diphenylalanine, different
magnifications. The rightmost image shows how the helical morphology of the nanofibre is
consistent with the chiral orientation of the smaller fibres which it is composed of [175].
Amphiphiles and Biomolecules
When examining organic nanohelices, it is logical to think first about the helical systems that
are present in nature, especially DNA and protein helices. Researchers can either fall back on
sequences of natural source, or engineer DNA or protein sequences in order to obtain helical
structures with the desired properties as building blocks in supramolecular architectures [173].
A number of other peptide-based structures are summarised in [174], including peptide assemblies
with helical features.
Even very short peptides can form complex, well defined helical structures by self-assembly,
as shown by a recent study [175]: Ferrocene-modified diphenylalanine self-assembles into β-
sheet structure which forms helical nanostructures, depending on its counterions (cf. fig 2.13).
The reason for this is that counter(cat)ions control secondary structure of the dipeptide, and
therefore the way they self-assemble. The resulting nanostructures are well-defined helical or
twisted ribbons with diameters of tens to hundreds of nanometers. Morphological parameters like
diameter, pitch and chiral orientation can be controlled by modification of counterions, temperature
and solvent. Natural polysaccharides occurs in a helical form; for example, α-D-Glucose forms
the helical polymer amylose. This natural source of chirality inspired Numata et al. [176] to
self-assemble helical structures from synthetic polymers or carbon nanotubes and polysacharides
46
which wrap around them in a helical fashion (Figure 2.14). The resulting 1D materials could be
crosslinked at well-defined spots to combine them to 2D-materials.
Polar biomolecules can be functionalised with apolar, aliphatic moieties to obtain amphiphiles,
Figure 2.14: Illustration of host/guest-helices and a selection of possible host-polymers [176].
which opens routes to prepare self-assembled nanomaterials. For example, Kira et al. [177]
aminoalkylated L-glutamic acid to synthesise amphiphiles which can form nanofibres and
nanotubes by self-assembly. This type of one-headed, two-tailed surfactant forms fibres of up
to 25nm in diameter in both polar and apolar media. Although the fibres look symmetrical in
EM images (cf. Fig. 2.15), Circular Dichroism (CD) experiments reveal a chiral ordering of
amphiphiles within them, the orientation of which depends on the solvent and the molecular
structure.
The same approach was applied to other biomolecules [178]: Disaccharides were alkylated
using click chemistry; the resulting amphiphiles can self-assemble to fibrillar hydrogels consisting
of fibrillar ribbons. (The aromatic triazole ring which is formed in the click reaction supports
this aggregation process due to its π-π-stacking.) Due to the arrangement of amphiphiles, these
ribbons are twisted, and the chiral orientation depends on the choice of head group (cf. Fig. 2.16).
As a further example, certain gluconamides, i.e. sugars modified with hydrophobic chains, form
bilayers which in turn assemble into helices with very regular periodicity and morphology [179].
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Figure 2.15: Electron microscopy images of the nanotubes described in [177] in different solvents:
Water, acetonitrile, benzene and cyclohexane (from left to right).
Figure 2.16: Left: TEM images of twisted ribbons as described in [178], made with two different
disaccharide-based amphiphiles (a/c and b/d). Right: Structural formula of the modified folate
used in [180]. The interactions between the folate moieties (in red)) which lead to the formation
of tetramers (bottom left) and stacks (bottom right) are shown.
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Figure 2.17: Visualisation of helix formation principle of C3-symmetric Trisamides [181].
Stack approaches
There have been numerous approaches to manufacturing nanometre scaled helical materials, often
relying on the principle of self-assembly. Some of them are based on molecules with planar
geometry, which can stack to form chiral high aspect ratio nanomaterials. For example, Sánchez
et al. [181] formed organic helices by using π-π-stacking to self-assemble trisamides with C3-
symmetry. The conformation of the molecules is maintained by hydrogen bonding, so that the
molecular symmetry translates to a preferential orientation of the supramolecular structure (cf.
Figure 2.17).
The repeating unit of ”stack”-type helical nanomaterials can consist of more than one molecule.
Derivatives of the nucleoside guanosine form planar tetramers through Hoogsteen bonding, i.e.
the type of hydrogen bonding which also causes the base pairing in nucleic acids. These
tetramers stack to form rod-shaped aggregates with chiral character. CD measurements show that
the handedness of these supramolecular structures depends on the substituents of the guanosine
moieties [182] [183]. A similar study had been carried out before with guanylic acid [184].
Aromatic folate with sterically demanding substituents can give rise to similar assemblies. The
folate units form cyclic oligomers held together by hydrogen bonding, and stacked due to π − π-
interactions between the aromatic systems (cf. Fig. 2.16). Due to the shape of the oligomers (with
a hole in the centre), the stacking of these planar units results in the formation of a channel-like
construct, and they exhibit properties similar to ion channels [180].
As π − π-stacking is often the primary factor in the formation of ”stacked” high aspect ratio,
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Figure 2.18: Schematic representation of how the star-shaped aromatic molecules from [185] stack
in a way which leads to a helical twist with a pitch length of 10nm. Steric factors make a fully
ecliptic conformation unfavourable.
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the size of the π-electron system is critical to the stability of the resulting supramolecular structure.
The importance of this factor was demonstrated by Tomović et al. [185], who synthesised a large
aromatic system, para-substituted hexaarylbenzene. This compound with star-like geometry self-
assembles in stacks to form nanowires in apolar solvents. Each molecule is rotated by a certain
angle with respect to the adjacent one, which leads to a chiral structure with a pitch of 10nm as
visualised in Figure 2.18. The columnar nanowires are remarkably stable at high temperatures (up
to 90◦C).
Figure 2.19: Schematic representation of the compound described in [186] visualising its principle
of assembly by interactions between π-electron system (purple) and peptide arms (green).
A compound synthesised by Ke et al. [186] consists of a planar, aromatic moiety and two
peptide arms at opposite end. π-π-interactions between the aromatic systems and hydrogen
bonding between the peptide groups cause these molecules to stack, but steric factors prevent
them from assuming an eclipsed conformation (Figure 2.19), which results in the formation
of nanohelices. These examples show how asymetric substituents of the building blocks of
nanomaterials create a preferential orientation of adjacent molecules, ultimately resulting in the
creation of a chiral pattern at a supramolecular scale.
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Inorganic materials
Chiral nanomaterials with helical morphology have been synthesised from a variety of starting
materials, including noble metals, semiconductors, silicon dioxide, carbon nanotubes, and organic
molecules and supramolecular assemblies of biologic or synthetic origin [187]. Chemical vapour
deposition is a very common method to generate nanohelices and other nanostructures from their
educts. In this procedure, a reaction takes place in the gas phase and the solid products are
deposited on a substrate. Nath et al. [188] obtained magnesium boride (MgB2) by a combination of
physical and chemical vapour deposition from the gas phase reaction of magnesium and diborane.
The resulting solid had a helical shape, with a helix diameter of 100-600nm (depicted in Figure
2.20). It is uncertain whether the coiling mechanism is driven by the same polar surface principle
as the coiling of the aforementioned zinc oxide nanohelices. Possible metals as starting materials
are platinum [189] or gold. Arrays of gold nanohelices can be created by cutting helical cavities
into a polymer matrix using direct laser writing. Subsequent filling of these helix negatives with
gold by electrochemical deposition results in an array of short, yet ordered gold helices [187].
This is one of the few methods for nanohelix fabrication which does not rely on self-assembly,
but rather creates the helical morphology by manual intervention. Similarly, Gibbs et al. [190]
prepared very short helices (Figure 2.21) by exploiting the shadowing effect: When a solid is cast
(e.g. by chemical vapour deposition) on a surface with topographical features at an oblique angle,
the solid cannot be deposited on the spots on the surface which are shielded by the features. In
the described study, gold nanoparticles were deposited on a flat surface and a solid was deposited
at an oblique, dynamically adjusted angle. As the substrate was rotated during this process, short
helices of about two period lengths were formed. This technique can be applied to different starting
materials.
Other
When we talk about chiral molecules, we usually think of molecules with stereogenic centres.
However, helical compounds like helicene can also be sources of handedness. Nuckolls et al.
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Figure 2.20: TEM images of magnesium boride helices described in [188].
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Figure 2.21: TEM image of short silica nanohelix made by shadowing technique and decorated
with gold NPs; Scaling bar 50nms [190].
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Figure 2.22: Nanohelices obtained from racemic solutions [191]: SEM images of their cross-
section (a and b), schematic representation of the structure of amphiphiles in the bilayer (c), and
TEM images showing their helical pitch (d and e).
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showed that derivatives of helicene can assemble to aggregates, and that CD experiments indicate
that these aggregates are chiral in nature, given the helicene-derivative is non-racemic [192] [193].
One study even obtained monochiral nanomaterials without any chiral compounds as starting
materials: Zhai et al. [191] obtained homochiral helices from a racemic solution of the asymetric
double-chain amphiphile (bis-(2-ethylhexyl)) sodium sulfosuccinate in a concentrated calcium
nitrate solution with BSA (Figure 2.22). Characterisation experiments show that the resulting
helices consist partly of organic matter, but are mostly composed of calcium salts which is believed
to have formed by mineralisation of organic helices. The reason for the monochirality of these
helices is the slow formation process: All helices in one batch of a solution stem from one mother
helix the chiral orientation of which is passed on to all others. This way, a batch of monochiral
helices can be formed even from racemic molecules.
Annealing carbon nanotubes is another approach to generate supramolecular chirality without any
Figure 2.23: SEM images of double-helical carbon nanotube ”ropes” with two different period
lengths [194].
chiral input, but the resulting nanomaterials are racemic in this case. Carbon nanotubes, which are
normally achiral, can be bound together by catalytic reaction with hydrogen. The resulting sheafs
exhibit a helical morphology and show a large variety of different diameters, ranging from 10 to
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250 nm [195]. Carbon nanotube helices [194] can be assembled into double-helices by depositing
a nanotube film using chemical vapour deposition and spinning the resulting helices manually
like macroscopic rope (Figure 2.23). These hierarchically organised structures are technically not
nanoscale objects, because their diameters are larger than one micrometer, but the helical features
of the individual strands are nanometric in size.
Artificial double-helices can be made not only by pyrolysis of small organic molecules
to helical carbon nanotubes, but also by self-assembly and subsequent silanisation of organic
nanohelices, e.g. proteins [196]. Similar to ropes, they are exhibit a high tensile strength.
2.3 Silica nanohelices
Considering the variety of shapes which high-aspect ratio nanomaterials can come in, we want to
exploit the favourable properties of self-assembled nanohelices for the preparation of biomimetic
materials. The possibility to vary their morphology provides an amply stocked toolbox to obtain a
nanostructure which resembles the morphological features which stem cells encounter in their
natural matrix. Silica is a suitable material for biological applications because it can exhibit
biocompatibiliy and nontoxicity. (In the case of silica nanoparticles, biocompatibility depends
on particle size and other factors [?].)
2.3.1 Synthesis
The Oda group found a class of self-assembling nanomaterials with unique properties in
1999 [197]: Dicationic gemini surfactants with certain chiral counterions like tartrate form
supramolecular structures in water. When an enantiomerically pure counterion is used, they
assemble into bilayers which change their shape over time: They form twisted ribbons at first,
later helical ribbons and finally tubules. The enantiomeric excess of the tartrate counterions
influences the morphological properties of this system: Higher enantiomeric excess leads to
a smaller periodicity (i.e. period length), which shows the connection between the molecular
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chirality of the tartrate and the supramolecular twist of the nanomaterials. Hydrogen bonding
of tartrate anions between the bilayers is thought of as an important factor for the expression of
supramolecular chirality [197].
The development of nanoscale morphology depends on the conformation of amphiphiles in the
bilayer, which in turn is controlled by stereoselective recognition. Indeed, an ensemble of
techniques such as circular dichroism (CD), Vibrational circular dichroism (VCD) and NMR
indicate that the macroscopic chirality arises from strong tartrate-surfactant-interaction [198].
Hydrogen bonding between the tartrate groups and interdigitation of the hydrophobic chains have
been shown [199] to be essential forces in the formation of the assembly of the surfactants into
homochiral monolayers, heterochiral bilayers and heterochiral adjacent bilayers (Figure 2.24).
Gemini surfactants can form chiral ribbons or helices with other counterions such as oligoalanins
Figure 2.24: TEM images of organic (left) and inorganic (right) nanohelices. The different
morphologies can be obtained by variation of the gel ageing time: 2h for twisted ribbons, 2-3
days for helices and 30-40 days for tubules (top to bottom) [200]
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or nucleotides. In the following, we will focus on diammonium gemini surfactants with tartrate as
counterion.
2.3.2 Tunability and Transcription
The shape of chiral self-assemblies from gemini tartrate can be adjusted via a variety of factors,
including time, temperature, enantiomeric and additives. Gemini gels in water form twisted
ribbons within hours which transform to helices after a few days, then to tubules with longer
ageing times (Figure 2.25). The exact speed of this development depends on the concentration of
gemini tartrate in water: Higher concentrations accelerate the process. The presence of alternative
counterions affects morphological development as well: Substitution of less than 5% of tartrate
ions by bromide slows the gel ageing process or halts it at twisted ribbon stage or even leads to
the formation of flat ribbons, depending on the quantity of added bromide. Similarly, a decrease
of the ee leads to unwinding of the structures and pitch increase. This behaviour is dynamic: For
example, even after tubules formed from gemini tartrate with an ee of 1, they can be reversed
to twisted ribbons or helices in a matter of hours by adding the appropriate amount of opposite
enantiomer. CD experiments show that an inversion of TA chirality leads to a quick exchange of
counterions, but the gemini surfactant cations take more time to adapt their organisation [202].
Changes in temperature can dynamically induce morphology shifts: Higher temperatures favour
more unwound states, e.g. above 40◦C, gels will form twisted ribbons, but no helices or tubules.
This effect is reversible, tubules can turn to twisted ribbons and back again [203].
The versatile surfactant helices are of interest for biomimetic materials design due to their structural
flexibility, but their lack of biocompatibility and stability makes them unsuitable for biological
studies. This issue is adressed by silanisation of the helices: Silica precursor compounds like
Tetraethyl orthosilicate (TEOS) in solution can undergo a sol-gel process to form a silicon oxide
gel, a process described by Brinker and Scherer [204]. It consists of two steps: Hydrolysis and
condensation. First, the alkoxy groups of the silane precursor are replaced by hydroxyl groups,
i.e. silicic acid species are formed. This step is accelerated by a low pH value and slowed down
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Figure 2.25: TEM images showing the tunability of helix morphology by means of varied ageing
times: Ageing of 16-2-16 gemini tartrate gels for 5, 21 or 45 days leads to the formation of
nanotubes (a1, b1, c1). Silica transcription of these tubes of different age results in the formation
of objects of different morphologies: Twisted ribbons, nanohelices or nanotubes [201]. Changing
the transcription method speeds this process up.
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by steric hindrance by large alkoxy substituents. Condensation of these hydroxyl groups with
either alkoxyl or hydroxyl groups under elimination of ethanol or water, respectively, results in
the formation of a silica network. This behaviour is exploited to perform an organic-inorganic
transcription where the organic helices or twisted ribbons serve as templates: TEOS which was
prehydrolysed in water condensates preferentially at the surface of the nanomaterials thanks to the
attraction of the silane precursors by the positively charged quaternary ammonium. This process
is called transcription and stops further morphology change due to ageing, temperature or change
in enantiomeric excess [205].
The shape of the nanoobjects after transcription depends on the reaction conditions. If the
prehydrolysis of TEOS takes place in water, a partial unwinding of the ribbons takes place
during the reaction, so that silica helices are obtained from organic tubules, for example [201].
Alternatively, TEOS prehydrolysis can be accelerated by lowering the pH with tartaric acid; with
this method, the reaction will be completed in a shorter time, and the morphology after the
transcription will be the same as before [206]. The reason for the different outcomes of these
protocols is that after being hydrolysed, silicate ions compete with tartrate at the surface of the
bilayers, which causes unwinding of the helical structures unless the condensation of silica happens
fast.
Silica formation is affected by pH in three different ways: A low pH value catalyses the hydrolysis
of the silane by facilitating the leaving of the alkoxy moiety, which is why the hydrolysis rate
increases linearly with acid concentration [207]. On the other hand, the condensation reaction
slows down with increasing pH (except for very high or low pH). In the basic pH range, TEOS
hydrolysis is also accelerated, and its rate is proportional to the concentration of hydroxide ions.
Under these conditions, the surfaces of aggregated particles are negatively charged and repel each
other, which results in the formation of bigger particles. Lastly, a high pH also promotes the
dissolution of silica [208]. These factors need to be taken into account when trying to efficiently
synthesise nanohelices which preserve their morphology.
Using this method, helices with a period length of 63nm(±5nm) could be obtained, which matches
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the period length of collagen I fibres and marks these nanohelices as an appropriate model system
to explore the effect of this morphology on stem cell development.
2.3.3 Modification of length and surface-chemistry
The aforementioned silica nanohelices have a high aspect ratio and are therefore normally
entangled and partly sometimes aggregated. This makes them difficult to handle due to their
heterogeneity. Inspired by the fragmentation of carbon nanotubes by ulttrasound, the Oda
group developed a way to fragment silica helices using ultrasonic treatment in order to obtain
disentangled, homogeneous colloidal solutions of shortened helices [206].
Our approach is based on the fact that ultrasound of appropriate volume creates bubbles in
solvents, which rupture silica helices. For this fragmentation process which is called cutting herein,
the choice of solvent is critical: When the sonication takes place in apolar, water-immiscible
solvents, helices aggregate, probably because of residual water on their surfaces which makes
them stick together. If polar solvents like water are used, helices take damage. This challenge
can be circumvented by increasing the stability of the helices: Freeze-drying them before cutting
increases the stability of the Si-O bonds. After this consolidation step, we redispersed the materials
with ultrasound to obtain shortened and disentangled helices of relatively homogeneous length
distribution.
The surface properties of silica helices can be modified by grafting of various molecules such as
bioactive peptides. In order to perform coupling reactions on the helix surface, it is advisable to
introduce a functional group first, which is achieved by reaction with APTES. The preparation of
a self-assembled APTES layer on hydroxyl-terminated surfaces like silica or glass includes two
steps: Firstly, hydrolysis of the ethoxy groups exposes silanol functionalities; secondly, APTES
binds to the surface by intermolecular interactions. After this, covalent bonds are formed between
silanes and surface hydroxyl groups under elimination of water [209]. Their stability and structure
can be enhanced by thermal treatment [210] [211], which reduces the amount of unreacted ethoxy
groups. The reaction can also be carried out under anhydrous conditions, but in this case longer
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reaction times and/or elevated temperature is required and the resulting APTES layer is thinner.
The surface coverage of APTES depends on the exact reaction conditions, new strategies can reach
more than 13 molecules per nm2 on nanoparticles [169].
2.3.4 Bioactivity
Figure 2.26: Key results obtained by R. Das and O.Zouani [212]: Relative expressions of STRO-1
and Osterix on different materials (A and B) and Fluorescence images of these conditions (C; blue
staining: DAPI, green: actine, red: Osteopontin).
The previous sections have given an idea of how stem cell behaviour and differentiation can be
controlled by the properties of their microenvironment, of the particular importance of collagen
regarding the bone ECM, and of the possibility to create collagen-mimicking materials using
amphiphile self-assembly. The tunability of these nanomaterials leads to the question whether this
system can be a suitable model to help understand the role of nanoscale morphology on hMSCs. A
recent work by our group [212] explored this question by grafting collagen-mimicking nanohelices
onto glass surfaces and assess the expression of osteogenic markers in hMSCs cultured thereon.
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Helices with a collagen-like periodicity of 63nm (herein referred to as ”helices”) were compared to
twisted ribbons with a pitch of 100nm. All nanomaterials were functionalised with a cell adhesion
promoting RGD-peptide. Results show that cells cultured on helices show more focal adhesions
not only compared to control surfaces, but also to twisted ribbons. Furthermore, they exhibit a
strongly decreased expression of STRO-1 and massively increased expression of osterix (Figure
2.26). Cells cultured on twisted ribbons showed the same tendency, but to a lesser extent. This
raises the question whether cells recognise the collagen-like nanomorphology and interpret it as a




As we have seen in many of the examples in the previous chapters, combining multiple cues to
control cell differentiation may lead to synergistic effects because e.g. chemical and mechanical
factors often go hand in hand. In order to achieve a bioactive functionalisation, it is helpful to
covalently graft bioactive agents, e.g. peptides, to surfaces or nanomaterials to ensure that their
localisation does not change when in contact with cells. There is a variety of possible approaches to
perform this immobilisation: One strategy is based on coating the intended culture substrate with
a polymer by submersion. This techniques enables facile subsequent functionalisation reactions
if the polymer features any functional groups; on the other hand, it complicates the experimental
setting because coating thickness and homogeneity need to be controlled. For example, de Giglio et
al. [213] coated titanium substrates with polypyrrol. As thiol groups can undergo addition reactions
with pyrrole in high yields (thiol-ene-reaction), peptides containing cystein can efficiently be linked
to this polymer. Another study employed a method which is also available for peptides without
cystein: Substrates are coated by polycaprolactone, which features ester groups. By performing
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an aminolysis with ethylene diamine on the polymer, amine groups are introduced. After this,
different homobifunctional crosslinkers can be introduced: Glutaraldehyde can be bound to the
amine groups of polymer and peptide by reductive amination, a method developed by Miller and
Robyt [214]. Alternatively, a diepoxide like diethyleneglycol diglycidyle can crosslink the two
amine groups. In situations where the deposition of a polymer on the substrate is not desired,
functional groups can be introduced to glass or silica surfaces using APTES. Due to its ability to
form self-assembled layers on silicon oxide by undergoing condensation reactions, it can modify
glass objects with amine functionality in an anhydrous solvent. To perform the final grafting
step between peptide and surface-bound amine groups, it is a common approach to activate the
acid moieties to introduce a suitable leaving group and enable the formation of a peptide bond.
For example, El Khoury et al. [215] linked the C-termini of peptides to an APTES-modified
surface using N-hydroxysuccinimide (NHS) and N,N’-diisopropylcarbodiimide (EDC or DIC).
The mechanism includes an addition of the organic acid moiety to the EDC imide bond, which
creates a good leaving group which is substituted by the succinimide. The latter is eventually
replaced by the APTES amine groups. If the peptide is supposed to bind via the N-terminus
rather than the C-terminus, a crosslinker is necessary. For example [216], an APTES-modified
glass surface can be reacted with glutaric aldehyde or other dialdehydes or cyclic anhydrides
under basic conditions to expose carbonyl groups at the surface. This moiety can be bound to the
peptide’s amine group either using EDC/NHS coupling as described above, or via O-benzotriazole-
N,N,N,N-tetramethyl-uroniumhexafluoro-phosphate (HBTU), a coupling agent for peptides which
creates an activated ester that is susceptible to nucleophilic attack by amines. An alternative
method for APTES-modified surfaces is to react them with a crosslinker that binds to a side chain
instead of a terminus. For example, succinimidyl 6-(3-(2-pyridyldithio)propionamido)hexanoate
contains a succimidyl group which permits binding to the surface amine groups. It also features
a dithio-moiety which thiol groups of peptides containing cystein can bind to [217]. The
crosslinker can also be homobifunctional and undergo nuccleophilic substitution by amine groups
at both ends, like Disuccinimidyl suberate (DSS) [218]. Hydroxy-terminated surfaces can also
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be functionalised with peptides. trifluorotriazine can bind both to amine and hydroxyl groups,
allowing to graft peptides to OH-terminated membranes [219]. Peyre et al. [220] used a two-step
process to graft peptides to hydroxyl-terminated titanium oxide: First, the catechol derivative 3,4-
dihydroxyphenylacetic acid binds to the surface as primary crosslinker. After that, its acid moiety
is activated with NHS/EDC and linked to a secondary, homobifunctional diamine crosslinker.
Finally, the peptide’s C-terminus is equally activated by NHS/EDC and reacts with the free end
of the secondary crosslinker. A last strategy to be mentioned in this chapter is the option to use
the affinity of sulphur to gold. Thiols like cystamine can bind to gold coated surfaces to introduce
functional groups, which can be anchoring points for further modification. In the given example,
amine groups on the surface can form imines with aldehydes under acidic catalysis.
Nanomaterials grafting
Attaching nanomaterials to surfaces is different from peptide grafting, mainly because
nanoparticles don’t offer as much of a variety of functional groups as peptides, and because their
diffusion is slowed down by their weight. Nonetheless, when including nanomaterials in a 2D
cell culturing environment, it is advisable to link them to the substrate in order to maintain control
over their position. A simple method to cover a substrate in nanoparticles is spincoating. It doesn’t
include chemical agents, but relies on physical principles to deposit the material to a surface. Lipski
et al. [152] used this technique to modify glass surfaces with silica NPs with diameters ranging
from 50 to 300nm. After several cycles of NP deposition, spinning and drying, the substrates
are heated to 80◦C to anneal the particles. Other approaches use chemical bonds instead. Glass,
silica and silicon surfaces can be modified with silanes like APTES to introduce functional groups,
normally after cleansing and activation of the substrate. For example, the formation of a self-
assembled APTES layer introduces amine groups, which can provide direct anchorage points for
nanoparticles: For example [221], palladium NPs of about 6nm size can be grafted to an APTES-
functionalised glass surface by dipping the substrate into a colloidal Pd(II)-solution. Coordination
bonds between amine groups and palladium immobilises the NPs to the surface. This method is
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useful for inorganic NPs, but cannot be applied to organic particles. NPs with a negative surface
charge can be grafted in a similar way. In one study [222], silica surfaces were modified with 3-
(2-Aminoethylaminopropyl)trimethoxysilane in order to attach silver nanoparticles to them. The
NPs are stabilised by citrate ions, which gives them a negative surface charge. If the surface-bound
amine groups are protonated, electrostatic interactions will immobilise the NPs to the surface.
An alternative approach [19] permits the grafting of different types of organic NPs: Surfaces are
modified with a self-assembled monolayer featuring phthalimide moieties can bind organic NPs
when excited by light. Upon UV irradiation, the phthalimide groups extract a hydrogen atom
from organic particles, causing a radical recombination process which creates a covalent bond.
The high affinity of gold to sulphur is often exploited for the grafting of gold NPs. Kvı́tek et
al. [223] used dithiols to graft gold NPs to glass surfaces: After activating the substrates using
plasma discharge treatment, they were treated with ethane-1,2-dithiol to form a thiol layer which
gold NPs can bind to. The limitation of this method is that some dithiol molecules form two bonds
with the substrate, which leaves no thiol groups available for the NPs. A following study [224]
refined the procedure by using sterically more demanding bisphenyl-4,4’-dithiol as crosslinker on
a gold-sputtered surface. The size and geometry of the dithiol makes them more likely to bind to
the gold NPs.
High aspect ratio nanomaterials grafting
The grafting of long nanoobjects like nanofibers is analogous to the previous section, although
complicated by the higher length and therefore lower mobility in liquid phase compared to other
nanoparticles. A study [225] describes the covalent surface attachment of self-assembled peptide
amphiphile nanofibres onto nickel/titanium-substrates. The metal surfaces were silanised by
vapour deposition of an amonipropylsilane layer. After that, an aqueous solution of the fibres
was dropcast on the surface and dried, followed by EDC/NHS mediated coupling. In a more
recent work [226], nanofibres made of methoxy-functionalised p-quaterphenylene (MOP4) are
bound to surfaces by vacuum deposition of the material on mica. These fibres were formed
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during the deposition process, so this procedure is not suitable for nanofibres which need to be
formed in a liquid phase. Das and Zouani [212] used an approach similar to [225], except that
the acid-terminated substrates were treated with an EDC/NHS solution before getting in contact
with the nanomaterials. After this step, amine-terminated silica naohelices were immobilised on
these surfaces by adding aqueous helix solution to the substrates. The present study requires
three grafting reactions: In order to study the effect of biofunctionalised nanohelices on cells, it is
necessary to immobilise bioactive agents onto nanohelices and onto substrates, and to immobilise
these nanohelices onto substrate surfaces. As these bioactive nanomaterials are destined for
experiments with cells, all immobilisations need to be covalent to ensure control over the location
of the materials despite cellular traction forces exerted on them. For the grafting of peptides, 3-
(maleimido)propionic acid N-hydroxysuccinimide ester will be used as linker because it permits
fast coupling at high yields and with mild reaction conditions. For the grafting of nanohelices onto




3.1 Synthesis and assembly of helices
Chemicals for synthesis were purchased from Sigma Aldrich France, except hydrogen peroxide
solution, which was bought from Fisher scientific. Gemini surfactants were synthesised from
simple starting materials in a three-step process. First, the alkyl skeleton is established by a reaction
of N,N,N’,N’-tetramethyl dimethylamine with an alkyl bromide (Figure 3.1). As this study deals
with gemini surfactants of the type 16-2-16, hexadecyl bromide was used. The reaction is carried
out in acetonitrile at 80◦C during 48 hours under reflux cooling with a molar ratio of 1:3 (amine to
bromide). The standard batch size were 0.823mL amine and 5g bromohexadecane. The resulting
yellow solution was kept at 4◦C for at least one hour before filtration. The obtained white solid was
dissolved in acetonitrile by heating, recrystallised, washed with acetone and dried under vacuum.
The next reaction introduces anions which can later be replaced by tartrate. Its thermodynamic
Figure 3.1: Reaction scheme of 16-2-16 gemini bromide synthesis.
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Figure 3.2: Structural formula of 16-2-16 gemini tartrate.
driving force is the elimination of silver bromide. The product of the last reaction and silver
acetate were mixed in a molar ratio of 1:3 and dissolved in 100mL methanol (standard batch size:
2.01g bromide to 1.38g acetate). Due to the light sensitivity of silver salts, it is advisable to avoid
prolonged exposure to light. The reaction mixture was heated to 50◦C for 24h and then filtered over
Celite R©. The residue is discarded, the filtrate is evaporated and the remaining solid is dissolved
in a minimal volume of a 9:1 chloroform/methanol. Acetone is added to precipitate the product,
which is obtained by filtration after crystallisation at 4◦C. 500mg of the dried gemini acetate and
220mg of enantiomerically pure tartaric acid (L-enantiomer by default) are dissolved separately in
50mL of 9:1 acetone/methanol each. The acetate solution is added dropwise and under vigorous
stirring to the tartaric acid solution, and the reaction mixture is stirred for 20 minutes, filtered
and the solid residue is dried. The final product is purified by suspending it in a solvent in a
50mL plastic tube, sonicating for 5 minutes, centrifuging at 3000g for 10 minutes and decanting
the supernatant. This procedure is performed five time with cold water and twice with acetone
as solvent. (The same procedure is applied later when washing silica nanohelices.) After drying
under vacuum, 16-2-16 gemini tartrate (Figure 3.2) is obtained as a white powder.
Organic helices are assembled by dissolving 3.58mg of gemini tartrate in 5mL MiliQ water and
heating at 60◦C for 20 minutes. The handedness of the self-assembled helices is directly linked to
the chirality of the counterion. Right-handed helices are formed from L-tartrate and left-handed
helices from D-tartrate.
The solution ages for 48h at 20◦C before the start of the silica transcription. Prior to the silanisation,
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Figure 3.3: Summary of reaction steps to prepare materials. The process of gemini tartrate
synthesis is not included here.
250µL of liquid tetraethyl orthosilicate are dissolved in 5mL of aqueous tartaric acid solution
(0.1mM) and kept at 20◦C for seven hours to prehydrolyse the silane. The two solutions are united
and stored in a horizontal position for 15 hours. The product is purified the same way as the gemini
tartrate, using ethanol as solvent five times and isopropanol once.
18-2-18 helices were synthesised by replacing 1-bromohexadecane by 1-bromooctadecane in the
first step of the gemini surfactant synthesis ceteris paribus. D-helices are made by performing the
synthesis step from gemini acetate to Tartrate with pure D-tartaric acid. Mixed D/L helices were
attempted to synthesise in two ways: By mixing gemini tartrate powder of different enantiomers
at a given weight ratio prior the ageing of organic helices or by using a mix of tartaric acid of both
enantiomers (at a defined ratio) in the synthesis of gemini tartrate from gemini acetate.
The silica helices are dried by lyophilisation and suspended in a 1:1 ethanol/isopropanol mixture.
This suspension is sonicated at 130 Watt for 15 minutes, each second of sonication being followed
by a one-second pause. This process cuts the helices, removes gel lumps and yields a homogeneous
solution. Figure 3.3 gives an overview over the order of the following functionalisation steps.
Amine moieties are introduced to the silica helices by adding 3µL of 3-aminopropyl triethoxysilane
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Figure 3.4: Structural formulae of RGD (top) and BMP (bottom).
to 5mL of ethanoic helix suspension. The reaction takes place at 70◦C during 15 hours. The helices
are rinsed with ethanol three times afterwards.
1mL of the ethanoic dispersion of APTES-treated helices was added to 1mL of ethanol containing
3mg of SMP. The reaction mixture was exposed to ultrasound for three hours, and subsequently
washed with water. The two peptides used in this study (cf. Figure 3.4) are referred to
as RGD (sequence KRGDSPC) and BMP, the active domain of the BMP2-protein (sequence
KRKIPKASSVPTELSAISMLYLC). Both peptides were purchased from GeneCust, Luxembourg.
The peptide (RGD, BMP or both together) were grafted to the helices by adding 1mL of 0.3mM
aqueous solution of the peptide(s) to 1mL of aqueous helix solution and keeping it on a roller-
mixer for 24 hours. After the reaction, the helices were washed with water several times. For
simultaneous grafting of both peptides, the concentration of each peptide was divided by two so
that the overall peptide concentration remained the same as in other samples.
3.2 Surface treatment and grafting
Borosilicate 1cm2 glass slides of 1mm thickness were purchased from GoodFellow SARL. Prior
to functionalisation, they were cleaned with piraña solution (70% Sulfuric acid, 30% Hydrogen
peroxide (35%)), rinsed extensively with MilliQ water and dried at 100%. The slides were placed
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Figure 3.5: Structural formulae of all compounds used in the grafting process.
individually in snap cover glasses and transferred into a glovebox for treatment under water-free
atmosphere. All materials were degassed on a heating plate (150◦C) under vacuum (10−5 Torr)
for 18 hours. After cooling, 170µL APTES in 2mL anhydrous Hexane is added to each slide, and
the materials are shaken for three hours. (The molecules used in the immobilisation process are
shown in Figure 3.5.) The samples are subsequently washed in Hexane three times: 30 minutes, 15
minutes in an ultrasound bath and overnight. The rinsed materials are degassed 100◦C for 4 hours
under vacuum.
After APTES functionalisation, a linker is introduced: Either SMP for peptide grafting or
succinic anhydride (AS) (Figure 3.6) for helix immobilisation. The reaction with SMP is carried
out at 2mM in DMF for two hours. In the case of AS, the materials are treated with 4mg of AS
dissolved in 2mL DMF for three hours. Both crosslinker reactions take place under N2 atmosphere
and are followed by the same washing steps as for APTES (with DMF instead of Hexane), and
by degassing under vacuum at 100◦C for four hours. All following steps took place outside the
glovebox.
Peptides (RGD, BMP or both) are grafted to the surface at 1mM in DMF for 24 hours. The
structural formulae of the peptide grafting via SMP are shown in Figure 3.6 After immobilisation,
the peptide materials are washed in DMF and ultrasound for 15 minutes. AS-functionalised
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Figure 3.6: Structural formulae of the different stages of peptide functionalisations of glass
surfaces: Activated glass substrate (A); APTES forming one, two or three bonds with the surface
(B); SMP crosslinker introduction (C) and binding of the peptide (”R”) via the thiol group of the
amino acid cystein (D).
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Figure 3.7: Table of modified glass surface types to be examined as cell culture substrates within
this study: Homogeneously grafted peptide materials and substrates grafted with left- and right-
handed silica helices.
surfaces are prepared for nanohelix grafting by EDC/NHS-chemistry): Each glass slide is treated
with an aqueous solution of EDC (172mM), NHS (104mM) and MES buffer (94mM). The reaction
is carried out at 4◦C for 20 hours. After that, the materials are washed thoroughly with water and
one mL of helix suspension is deposited on them a defined number of times. With the different
types of helices and peptide modifications, twelve types of substrates for cell culture experiments
were prepared (Figure 3.7).
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Figure 3.8: Comparision of TEM (left) and SEM (right). Note that the generation of the electron
beam is similar, but the methods of electron detection vary. Image source: 2008 Encyclopaedia
Britannica, Inc.
3.3 Morphological characterisation
3.3.1 TEM and SEM
Electron microscopy (Figure 3.8) is a useful tool for nanomaterials imaging because the
wavelength of electrons is shorter than that of visible light, which permits high magnifications.
Transmission and Scanning electron microscopy (TEM and SEM) are similar methods, but they
differ in how they extract information from interactions between electron and sample. In electron
microscopes, a beam of electrons is created by an electron gun (filament) and focused on a sample
by a condenser lens. A high tension between an anode and the filament accelerates the electrons,
and a hole in the anode aligns an electron stream towards the sample. The condenser lens converges
the beam on the sample, which is mounted on a support that is transparent to electrons. The
image can be visualised by projecting it on a fluorescent screen or by recording it with CCD
cameras [227].
Whilst TEM devices detect the electrons which pass trough the specimen, SEM detects high-
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energy backscattered electrons and low-energy secondary electrons. Therefore, SEM speciments
do not need to be thin. They are usually covered with an electrically conductive layer to avoid
charge accumulation: In the present study, metallisation with gold/palladium was performed and a
conductive connection between the metallised top of the material and its bottom side was ensured.
TEM was used as a routine analysis of nanohelix morphology prior to grafting them to surfaces,
whereas SEM images were acquired both at low and high magnification to monitor both post-
grafting helix morphology and the degree of surface coverage.
For TEM measurements, approximately 5µL helix suspension were deposited onto a 400-mesh
carbon-coated copper grid and dried in air. Experiments were performed on a Philips CM120
electron microscope operating at 120 kV with a 2000x2000 Gatan ssCCD camera for image
acquisition.
SEM was used for surface-grafted helices only. The prepared glass slides were fixated on SEM
pin stubs using double-sided conductive adhesive. The samples were metallised and observed on a
Hitachi S2500 microscope at the Plateforme Aquitaine de Caractérisation des Matériaux (CNRS)
in Bordeaux (France).
3.3.2 AFM
Unlike optical and electron microscopy, Atomic force microscopy (AFM; Figure 3.9) imagery
relies on the forces between the sample and a probe, called cantilever. The surface is scanned
by this cantilever, which bends according to the surface topography due to repulsive interactions
between cantilever tip and surface. The cantilever displacement is quantified by measuring
the deflection of a laser beam which is reflected from the cantilever to a detector diode. The
interactions between surface and cantilever are van der Waals forces, Coulomb forces and short-
ranged forces. The latter involve a Pauli-repulsion between the electrons of probe and sample,
which becomes dominant at short distances. There are different modes of data acquisition: In
contact mode, either the distance between cantilever and surface or the force between them are
kept constant via a feedback loop during the scanning process. In tapping or noncontact mode,
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Figure 3.9: Measuring principle of AFM: Detection of cantilever movement by laser deflection
[229].
the cantilever vibrates with a defined frequency as it scans the sample surface. Changes in surface
topography cause alterations in amplitude and/or phase of the vibration [228]. In this study, only
tapping mode is used, and surfaces are examined in air without any liquid medium. The AFM
experiments in this study were carried out with the Leonenko research group at the Department of
Physics and Astronomy, University of Waterloo.
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Figure 3.10: Structural formulae of the materials prepared for XPS: a) APTES, b) SMP, c) AS, d)
AS/NHS, e) SMP/peptide, f) AS/peptide. Peptides are symbolised by ”R”.
3.4 Surface characterisation
3.4.1 XPS
X-ray photoelectron spectroscopy (XPS) can yield information about the chemical composition
of a surface using the photoelectric effect: Excitation of matter by X-ray irradiation causes
the emission of photoelectrons the energy of which permits conclusions about element-specific
energy levels of electrons in the sample. This is the case because due to the conservation of
energy, the difference between the irradiation energy and the energy of the detected electron is
the electron binding energy of the atom which the photoelectron originates from. Therefore, XPS
data can reveal the elements present in a sample, and (to some degree) the nature of their binding
interactions [230].
XPS characterisations were carried out at the Plateforme Aquitaine de Caractérisation des
Matériaux (CNRS) in Bordeaux (France).
A ThermoFisher Scientific K-AlphaTM+ spectrometer was used for surface analysis. The
monochromatised AlKα source (hν=1486.6eV) was activated with a spot size 200 µm in diameter.
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The full spectra (0-1350 eV) were obtained with a constant pass energy of 200 eV and high
resolution spectra with a constant pass energy of 40eV. The precision of the energy values is 0.2 eV,
and the device FWHM is fixed between 1.4 and 1.9 eV. High resolution C1s and N1s XPS spectra
were fitted and quantified using the AVANTAGE software provided by ThermoFisher Scientific.
XPS was used to characterise the synthetic steps involved in the preparation of homogeneous
peptide surfaces (cf. Figure 3.10): Cleaned bare glass, APTES, the two crosslinkers SMP and AS
and the two peptides RGD and BMP. Both crosslinkers were used to compare their performance in
covalent peptide attachment.
ToF-SIMS
ToF-SIMS stands for Time of flight - secondary ion mass spectrometry. It is a surface analysis
technique which resembles XPS, but bombards surfaces with different particles: In ToF-SIMS, ions
(e.g. caesium, oxygen or bismuth ions) are accelerated towards the sample surface with an energy
et the keV scale. These ions, which are called primary ions, cause positive and negative secondary
ions to be emitted from the sample surface. Mass spectrometry analysis of these secondary ions
reveals information about the chemical composition of the upper layers of a surface. The mass of
secondary ions is determined by their time of flight. The results of this method are qualitative in
nature.
The measuring principle is that primary ions which hit the surface penetrate it to some degree
and collide with atoms of the sample several times. The transfer of energy in this process leads
to subsequent collisions, which can cause emission of particles at the surface. Neutral particles
are not detected, but charged species are. The secondary ions can be polyatomic, which provides
additional insight into the chemical nature of the surface [231].
The experiment was carried out using an Ion-Tof device, using Bi3+ as primary ion with an energy




For further quantification of surface-bound peptide, peptides (RGD, BMP and both together)
modified with the fluorescent group Fluorescein isothiocyanate (FITC) were grafted to glass
surfaces as described in the section on materials preparation and examined using fluorescence
microscopy. Images were acquired using a LEICA DM5500B epifluorescence microscope at a
magnification of 2.5x (NA 0.07), 10x (NA 0.25) or 40x (NA 1.03, oil immersed) and different
exposition times (650ms and 1500ms). Data was acquired with MetaMorph R©software visualised
with a Leica Microsystems filter and evaluated using the freeware program ImageJ.
The relationship between measured fluorescence and peptide quantity was established using
a calibration curve. Aqueous solutions of fluorescent RGD and BMP were prepared at
concentrations between 10-6 mol/L and 10-5 mol/L from a 10-3 mol/L stock solution in DMSO.
Drops of these solutions (1 µL) were deposed onto an ultrasound-cleaned PET surface, and
their fluorescence was measured. The difference between PET and glass was accounted for by
subtracting the background in either case. Using the linear regression equation of fluorescence as a
function of peptide quantity and the average fluorescences of the prepared homogeneous materials,
the density of peptide on the glass surfaces was calculated by converting the remaining fluorescence




Where f is the fluorescence measured on a surface of the area A, and a and b are the slope and
y-intercept of the linear calibration curve. ρ is the peptide density on the surface.
3.4.3 UV/Vis-Absorption
After the immobilisation of peptides onto helices, the peptide density on nanohelices was
confirmed by measuring the UV/Vis-absorption of flourescence-labelled peptide grafted helices
in suspension. L-helices functionalised with FITC-modified fluorescent RGD- and BMP-peptide
and D-helices modified with fluorescent BMP were prepared according to the protocol in the
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section ”Synthesis”. After peptide grafting, the helix samples were washed by adding 2mL of
water, mixing by sonication and centrifuging to remove the water. This process was repeated
until the washing water appeared uncoloured, the water was kept. The absorbance of suspensions
of functionalised helices and unfunctionalised helices and washing liquid was measured in
aqueous suspension at wavelengths between 350nm and 750nm with a Cary 300scan UV-Vis
Spectrophotometer (CBMN Bordeaux) and a Molecular devices SpectraMax M5 (School of
Pharmacy, University of Waterloo).
3.5 Biological characterisation
Cell culture of bone marrow derived hMSCs (procured from LONZA, Switzerland) took place
in a BSL-2 laboratory at Bordeaux University. Cells were cultured at 37◦C and 5% CO2 (v/v)
and in minimum essential medium (Alpha-MEM, Gibco) contaning 10% FBS (v/v) and 1%
penicillin/streptomycin. Cells at low passage numbers (2 to 4) were seeded at 104 cells/cm2.
During the first eight hours of culture, experiments were carried out without serum.
3.5.1 Immunofluorescence
hMSCs were seeded on ethanol-sterilised substrates of different types (cf. Figure 3.7) and
cultivated for four weeks. In order to assess the differentiation behaviour of cells on materials with
or without helices functionalised or not with peptide(s), hMSCs cultured thereon were stained with
Runx2 and OCN. After four weeks of culture, the cells were fixed with 4% PFA for 15 minutes at
4◦C, using 400µL of fixation solution per glass slide. The samples were washed three times with
PBS and permeabilised with a 0.5% aqueous Triton X-100 solution for 15 minutes at 4◦C, followed
by three washing steps with PBS. Nonspecific binding sites were saturated by treatment with BSA
(1% in PBS) for 30 minutes at room temperature, followed by washing with PBS. In the case of
Runx2, the permeabilisation was carried out with cold methanol instead of Triton X-100 in order
to improve permeabilisation of the nucleus, where the marker Runx2 is located. The samples were
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incubated with the appropriate primary antibodies (10 µg/mL in 1% BSA/PBS) at 4◦C overnight
and washed with three changes of PBS for five minutes each. Incubation with the secondary
antibodies (dilution factor 400, in 1% BSA/PBS) took place for one hour at room temperature in
the dark, followed by three PBS washing steps. The samples were mounted with Antifade DAPI
mounting gel and stored in the dark at 4◦C.
The following antibodies/stains were used (AF stands for AlexaFluor R©):
• Runx2 Primary: D1L7F Rabbit
• Runx2 Secondary: AF goat anti-rabbit
• OCN primary: FL-100 Santa Cruz 30044
• OCN secondary: AF 647 goat anti-rabbit
• DAPI
The localisation of the staining agents inside the cells is shown by examples in Figure 3.11. At
least 50 images for OCN and 30 images for Runx2 at 40x magnification were taken per culturing
condition. The exposition time was kept constant for each marker. Fluorescences were calculated
per cell. For OCN, the intensity in the entire cell was calculated; for Runx2, only the intensity in
the nucleus. The microscope specifications were stated in the previous section.
Image treatment and statistics
In the case of Runx2, acquired images of marked cells were evaluated by measuring the cumulative
fluorescence and subtracting the background, i.e. the product of measured cell area and average
grey value outside the cell. To quantify the expression of OCN, fluorescence values were
obtained by setting a triangular threshold using the freeware program ImageJ and measuring
only the area inside the cell which is above this threshold, called region of interest. Again, the
background was subtracted. Prior to calculating the mean and standard deviations of the per-
cell fluorescences, outliers were removed by calculating the interquartile range of a dataset and
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Figure 3.11: Examples of fluorescence images: (A) with DAPI- and Runx2-staining (as used
in [212]), (B) with DAPI- and OCN-staining. Scaling bars 100µm.
eliminating values which had a difference to the mean which was higher than this range. Statistical
significance between different culturing conditions was determined using two-tailed t-tests. For
the identification of cell populations which are positive for a given cell marker, an appropriate
fluorescence level as positivity criterion was identified by the shape of the histograms describing
the distribution of fluorescence values. Not all of the cells were assigned to positive/negative
populations, which is why the percentages of the positive and negative populations do not add up
to 100%. For all experimental conditions, it was verified that the positive and negative population
of any sample were significantly different (t-test, p-value lower than 0.05).
3.5.2 Proteomics
Ten cell samples of three different culturing conditions were prepared for proteomic analysis:
Cells on bare glass, surface-bound silica-helices and surface-bound BMP-functionalised silica
helices were chosen for this method. For this experiment, about 270µL of protein solution was
used per sample, the concentration being 0.57mg/mL (bare glass), 1.92mg/mL (grafted helices)
and 0.93mg/mL (grafted BMP-modified helices) as determined by absorbance measurements.
After washing with PBS, the cells were scraped off their substrates, collected, centrifuged and
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the sediment was washed with 600µL PBS. The washing step with centrifugation was repeated
three times. An aqueous extraction buffer containing TRIS-Hydrochloride (10mM, pH 7.4-8),
Antiprotease and Phosstop (Roche) was added to the residue. After 30-40 minutes under ice
cooling, the samples were alternatingly sonicated for 15 seconds and cooled with ice for 3 minutes;
this was repeated three times. Sodium dodecyl sulfate was added to reach a concentration of
4%, followed by four sonicating/cooling cycles. The samples were vortexed for 1 minute and
centrifuged at 16000-20000rpm. The supernatant was stored at -80◦C.
10µg aliquots were reduced with DTT (10mM) at 56◦C for 40 minutes, alkylated with TAA
(20mM) at room temperature in the dark for 30 minutes, and reduced with DTT again (21mM)
at room temperature for five minutes. The protein solutions were trypsinated twice with 0.2µg and
0.1µg Trypsine per aliquot at 37◦C, once overnight and once for three hours.
The separation of digested peptides was performed by reverse phase chromatography using a
nanoACQUITY two-dimensional ultra performance LC (Waters, Milford, MA) coupled to a Q
Exactive Plus Hybrid Quadrupole-Orbitrap mass spectrometer (Thermo Fisher Scientific) equipped
with a nanospray source. The configuration of the 2D-nanoUPLC system was a reversed phase pH
10 and reversed phase pH 3-based two dimension separation. The first dimension separation was
made on an X-Bridge BEH C18 5 µm column (300 µm x 50 mm). The trap column Symmetry
C18 5µm (180 µm x 20 mm) and analytical column BEH C18 1.7 µm (75 µm x 250 mm) (Waters
Corp., USA) were used after an online dilution to lower pH values. The samples were loaded
at 2 µL/min (20 mM Ammonium formate solution adjusted to pH 10) on the first column and
subjected to three isocratic elution steps (13.3%, 19% and 65% ACN). Each eluted fraction was
desalted on the trap column after a ten times online dilution to pH 3 and subsequently separated on
the analytical column; flow rate 250 nL/min, solvent A (0.1% formic acid in water) and solvent B
(0.1% formic acid in acetonitrile) with a linear gradient: 0 min, 99% A; 5 min, 93% A; 140 min,
65% A. The total run time for each of the fractions was 180 min. The mass spectrometer method is
a TopN-MSMS method where N was set to 12, meaning that the spectrometer acquires one Full MS
spectrum, selects the 12 most intense peaks in this spectrum (singly charged precursors excluded)
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and make a Full MS2 spectrum of each of these 12 compounds. The parameters for MS spectrum
acquisition are: Mass range from 400 to 1750 m/z, Resolution of 70000, AGC target of 1e6 or
Maximum injection time of 50 ms. The parameters for MS2 spectrum acquisition are: Isolation
Window of 2.0 m/z, Collision energy (NCE) of 25, Resolution of 17500, AGC target of 1e5 or
Maximum injection time of 50 ms. MaxQuant software (version 1.5.2.8) was used to analyze
raw mass spectrometric files. The following parameters were selected: Methionine oxidation as
variable modifications and cysteine carbamidomethylation as fixed variation. MS/MS spectra were
searched against the Uniprot human database (version 2015-04). Seven amino acids were the
minimum peptide length and at least two peptides per protein were required for identification,
including at least one unique peptide and one razor peptide. The precursor mass tolerance was set
at 4.5 ppm (main search). Finally, Perseus software (version 1.5.0.15) was used to perform further




This chapter covers three topics: First, results concerning the synthesis of nanohelices and ways
to tune their morphological properties are shown. Next, experiments to validate the characteristics
of biomaterials for cell biology studies are elaborated on. Namely, the presence and quantity
of bioactive peptides on materials and helices, and of helices on materials are to be evaluated.
Lastly, the outcomes of cell culture studies are presented in the form of immunofluorescence and
proteomics.
4.1 Helices
The Materials and Methods chapter described the synthesis of silica nanohelices based on 16-2-16-
L-tartrate. In this section, we are going to explore the morphological control of the chiral ribbons.
By varying different parameters, we try to tune the following properties:







As it was previously described, gemini L-tartrate forms right handed helices and gemini D-tartrate
forms left-handed helices. It should be noted that as L-tartaric acid is the natural enantiomer,
suppliers like Sigma-Aldrich provide it in a higher default purity than the unnatural D-form, which
may be reflected in experimental outcomes. For example, the D-helices in image 4.1 (b) show
a slightly less regular morphology than their L-counterparts (a). Despite this subtle difference,
synthesis of D-helices using the respective tartaric acid turned out to be feasible.
As TEM images represent a projection of an object on a plane, they can demonstrate the regular
morphology of L- and D-helices, but not their handedness. This information can be found in SEM
images like Figure 4.1 (c), which confirms that L-helices are right-handed, and D-helices are left-
handed. In addition to the SEM experiments, AFM images of L- and D-helices were acquired at
high magnification. The results are shown in Figure 4.2.
As the AFM images show, chiral features are not equally visible in all helices; some appear
to have a band structure where it is hard to discern any orientation to the left or right. However,
most helices were found to have a clearly visible helix shape. A possible reason for the difficulty
to see chiral morphology on some helices might be the AFM method itself: Whether or not a helix
groove is accurately represented in AFM images could depend on whether it is aligned with or
perpendicular to the cantilever trajectory. Each image pair shows a helix the sense of rotation of
which is clearly visible.
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Figure 4.1: TEM images of silica helices with a) L- and b) D-orientation, scale bars represent
200nm. c): SEM images of L- and D-helix (top and bottom). Scale bar represents 100 nm.
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Figure 4.2: AFM images of helices. a and b: L, c and d: D, a and c: height, b and d: magnitude).
A white arrow indicates where the handedness is visible.
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4.1.2 Diameter and pitch
TEM images of helix variations were acquired to compare their geometrical parameters, namely
their diameters and pitches or period lengths, to those of unfunctionalised 16-2-16-L-helices.
Figure 4.3: TEM images of silica helices: a) unfunctionalised, b) APTES-functionalised, c)
functionalised with RGD- and d) BMP-peptide. Scale bars represent 200nm.
The TEM images of silica helices at different stages of functionalisation (Figures 4.3) were
compared to determine whether the chemical modifications of their surfaces had an impact on
their morphological characteristics. As the images show, no such effect can be seen.
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Figure 4.4: TEM images of 16-2-16 (left) and 18-2-18 (right) gemini silica helices.
Figure 4.5: Pitches and diameters of (from left to right): L-helices (LV), L-helices modified with
APTES (L-APTES), RGD (L-RGD) and BMP (L-BMP), 18-2-18 helices (L18), and D-helices
(DV).
As image 4.4 shows, helices assembled from 18-2-18 gemini L-tartrate resemble the 16-2-16
helices in morphology, but exhibit slight differences in size. Close examination of the images
shows a thin line of unknown origin along each ribbon. These helices have a larger helical pitch
than the 16-2-16 type, as shown in Figure 4.5. 20-2-20 helices with an even longer aliphatic tail
have been shown to have a diameter around 40nm and a pitch length of about 75nm [200]. This
shows that an increased length of the gemini surfactant’s tail results in higher helix diameters and
can thus be used to tune their nanomorphology. Further increase of tail length and diameter is
difficult because beyond 20-2-20, the ageing time for nanohelices rises substantially.
Two geometric parameters - helix diameter and period length - were measured to detect
differences between helix variants. The data shown in Figure 4.5 (n=50) quantitatively compares
the helical pitch (i.e. period length) and helix diameter of different types of helices with an ee
of 1.0. Enantiomeric 16-2-16-L-helices were found to have a diameter of 29±3nm and a pitch of
64±7nm.
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Percentage of D 0 5 10 20 40 50
Enantiomeric excess of L 1.0 0.9 0.8 0.6 0.2 0
Table 4.1: Table of different enantiomeric excesses of L-enantiomer used in this study.
The results confirm that there is no significant difference between unfunctionalised and
functionalised helices, both regarding pitch and diameter. This demonstrates that helix morphology
does not change due to peptide functionalisation, which is an important insight for the
interpretation of cell experiments. The diameter and pitch of helices also does not show significant
changes depending on chiral orientation (L or D). As the data shows, L-18-2-18 gemini helices
have a significantly higher pitch (77±5nm) than their 16-2-16 counterpart, while the diameter
decreases insignificantly.
As it was previously shown by the group, a continuous tuning of helix pitches can be achieved by





where [L] and [D] are the amounts of L- and D-enantiomer. In this work, L-tartrate was treated
as the main enantiomer to which a defined quantity of the opposite D-tartrate was added (cf. Table
4.1).
In a first attempt, gemini D-tartrate was synthesised and mixed with gemini L-tartrate in the
desired ratio. In other words, the mixing of enantiomers took place in solid phase as surfactants
having opposite enantiomers of tartrate as counterions were mixed after the completion of the
synthesis. Figure 4.6 shows examples of the results: Instead of a homogeneous sample of helices
the pitch of which increases with decreasing enantiomeric excess, inhomogeneous helix batches
with a wide range of pitches were obtained. Very heterogeneous mixtures of tightly wound helices,
twisted ribbons with much larger pitches or even flat bilayers were observed. Lowering the
enantiomeric excess increased the proportion of these unwound helices, but did not change the
morphological homogeneity of the nanomaterials (Figure 4.6, e) and f) ).
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Figure 4.6: TEM images of silica helices, made with 5% (a and b), 10% (c and d) and 15% (e and
f) D-gemini surfactant, mixed as powders (ee 0.9, 0.8 and 0.7). Scale bars 200nm.
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In order to achieve a more homogeneous pitch distribution, the suspensions of gemini tartrate
with ee below 1 were subjected to an enhanced mixing procedure at the beginning of the gemini
gel ageing: The process of dissolving the gemini tartrate in an ultrasound bath for 5 minutes and
heating the solution to 60◦C for 15-20 minutes was repeated three times instead of once. The
resulting helices were examined by TEM. As exhibited in Figure 4.7, a similar overall tendency as
in the previous experiment can be observed: Nanoribbons of different morphologies form, and as
the enantiomeric excess increases, we observe less helices and more twisted or flat ribbons. The
polydispersity of helix pitches can at best be mitigated, but not removed by the intensified mixing
protocol, as the following pages and Figure 4.12 will show in more detail. Further modification in
the gemini tartrate preparation is required.
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Figure 4.7: TEM images of silica helices, made with 0% (a), 5% (b), 7.5% (c) and 10% (d) D-
gemini surfactant, mixed as powders, with improved mixing (ee of 1.0, 0.9, 0.85 and 0.8). Scale
bars represent 200nm.
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Figure 4.8: TEM images of silica helices, made with 5% D-gemini surfactant, mixed during
synthesis (ee 0.9). Scale bar represents 100nm (a) and 200nm (b).
As mixing of gemini tartrate powders has proven insufficient to obtain monodisperse helix
samples, a third method was applied: Instead of combining gemini tartrate powders of opposite
chirality in a desired ratio, gemini tartrate was synthesised from gemini acetate using tartaric acid
solution of a defined enantiomeric excess. This means that the ee was adjusted in the course of
the synthesis, not after it. Helices of an enantiomeric excess of 0.9 were fabricated this way. As
Figure 4.8 shows, homogeneous batches of helices could be obtained this way. It can be seen with
the naked eye that their morphology is not as tightly wound than that of helices with an ee of 1.0.
The impact of the D/L enantiomer composition on helix shape was investigated further. Gemini
tartrate with varied enantiomeric excesses were synthesised according to the most advanced
procedure (i.e. by adding the gemini acetate to tartaric acid solutions of a defined enantiomeric
excess). The ageing time was set to two days. TEM measurements were carried out at the
Department of Biology at Waterloo University. As the enantiomeric excess decreases, the helix
pitch increases so drastically that many helices do not show any helical features any more, so pitch
and diameter are no longer suitable for quantitative characterisation of these nanoobjects.
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At ee=0.9 (Figure 4.9), nearly all observed nanoobjects have regular helical morphologies,
resembling those made with enantiomerically pure tartrate. The same is true for ee=0.8, basically
all ribbons exhibit a helical morphology. The morphology of helices shows an abrupt change
at ee=0.6 (Figure 4.9, e and f): Most nanoribbons have a twisted ribbon morphology with a
much higher pitch compared to enantiomeric helices. Some ribbons show a tendency to twist,
but the feature is not persistent over the length of the ribbon; some objects even feature no twist
whatsoever. This trend continues for ee=0.2 (Figure 4.10), where only very few ribbons show any
helical shape at all, and most of them are just long, flexible-looking ribbons without any defined
morphology. As expected, nanomaterials with an ee of 0 exhibit no helical features either. They
are also different from the ee=0.2 samples in that they appear flatter without a lot of bending and
folding, and the widths of the objects vary substantially.
The images show that gemini tartrate made with tartaric acid of ee<1 results in the formation
of helices of a better homogeneity regarding helix morphology compared to helices obtained
by mixing enantiomerically pure L- and D-tartrate as powders. However, a certain degree of
polydispersity is still observed in these samples.
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Figure 4.9: TEM images of silica gemini helices with an ee of 0.9 (a and b), 0.8 (c and d) and 0.6
(e and f).
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Figure 4.10: TEM images of silica gemini helices with an ee of 0.2 (a and b) and 0.0 (c and d).
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Figure 4.11: Pitches and ribbon widths of nanoobjects as a function of enantiomeric excess.
Helix pitches are shown in logarithmic scale. The standard deviation of the pitch for an ee of
0.2 represents the expected minimum error. 50 helices per condition were measured.
Figure 4.12: Comparison of pitches and diameters of helices made using different methods: mixed
at the powder stage (red), with improved mixing (yellow) and with mixed tartaric acid (blue). The
number of measured helices was 50 for the blue columns and 30 for the others.
The development of helix pitch and diameter as a function of ee is shown in Figure 4.11: The
graphs show that at an ee of 0.6, both values exhibit a strong increase. For ees lower than 0.6,
the number of helices which exhibit periodic features is so low that average pitch and diameter
could not be obtained, as one can see in Figure 4.10. Comparison between the data obtained with
different preparation methods (Figure 4.12) show that with the most recent preparation method, the
standard deviations of the helix pitch is much smaller than they were with the previous protocols.
The standard deviation of the diameters shows the same tendency.
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4.1.3 Length control
After their assembly and silica transcription, nanohelices are obtained as a heterogeneous
suspension with macroscopic aggregates. The product is homogenised by ultrasound cutting: A
silica helix suspension (synthesised from 5 µmol of gemini tartrate) is freezedried for two days and
resuspended in 2 mL of organic solvent (1:1 ethanol and isopropanol). After ultrasound treatment
as described in the Materials and Methods section, no more aggregates could be seen with the
naked eye, the suspension appeared homogeneous and opaque. Due to the absence of aggregates,
it can be pipetted easily.
The appearance of cut helices depends on the solvent that is used (cf. Figure 4.13, left). In
polar solvents like water or ethanol, helices are damaged by the ultrasonic treatment. In DMSO,
DMF, pyridine and trifluoroethanol, helices were fragmented and dispersed fairly well with little
damage. In acetonitrile, the nanohelices are disentangled, but showed little fragmentation. In
the apolar solvents hexane and toluene, helices aggregate, which is probably caused by residual
water that remained on the surface of the nanoribbons despite the transfer in another solvent. The
attraction between them makes the helices stick together as bundles [206].
The effect of sonication power on helix length was examined in trifluoroethanol at a concentration
of 1 mg of helix in 1 mL of solvent (cf. Figure 4.13, right). As the results show, sonicating at higher
power (up to 130W) leads to a narrower length distribution with a maximum at shorter lengths: At
26W, a broad range of helix lengths which extends beyond 2 µm is found; at 104 W and 130 W,
nearly all helices exhibited a length of less than 1 µm. The morphology of the individualised
helices was not substantially damaged. The results were published in ACS Nano [206].
As mentioned above, helices were damaged when fragmented in water. In an effort to
circumvent this problem, silica helices were freeze-dried prior to resuspension and ultrasound
treatment. The drying consolidates the bonds of silica and makes the helices more resistant to
damage induced by sonication in polar media. The tendencies regarding the effect of solvent choice
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Figure 4.13: Left side: Silica twisted ribbons after ultrasound cutting in the following solvents:
(a) water, (b) ethanol, (c) DMSO, (d) DMF, (e) pyridine, (f) acetonitrile, (g) hexane and (h)
toluene. Scaling bars correspond to 50 nm. Right side: (a) Histograms showing the length
distribution of helices (n>150) at four different sonication power settings. (b) TEM images at
different magnifications of helices cut at 130W (c) and 26 W. (d) development of mean, mode and
variance of helix length as a function of sonication power. One notices a steady decrease of mean
length as power increases. Images from [206].
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Figure 4.14: (a) TEM image of nanohelices redispersed in water after drying; 1.25mg/mL. (b):
Length distribution of helices after ultrasound treatment [206].
on the appearance of individualised helices as described above also apply to freezedried helices,
only the deformation in polar media did not take place. When dispersing helices in water, the pH
influences dispersion behaviour. At high pH (<8), the silica surface is deprotonated and therefore
negatively charged, which results in electrostatic repulsion between helices, which decreases their
tendency to aggregate. At lower pH, stronger aggregation takes places because the silica surface is
protonated and the repulsion does not take place.
Figure 4.15 shows TEM images of uncut and cut helices. Figure 4.14 (b) shows the lengths
distribution of helices after cutting. A comparison to uncut helices is difficult, because most of
them are so long that their beginning and end is usually not in the same picture on an appropriate
magnification range.
Although the helices after the dispersion process are conveniently individualised, this state could
not be maintained for the use of helices in cell biology experiments, because during the following
functionalisation and immobilisation steps, helices reaggregate.
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Figure 4.15: TEM images of cut and uncut silica helices.
4.1.4 Functionalisation
As shown earlier in Figures 4.3 and 4.5, the morphology of silica helices is not significantly
affected by peptide functionalisation. In order to assure the correct grafting of bioactive peptides
onto silica helices, fluorescence labelled peptides modified with a FITC moiety were used. UV/Vis
absorption spectra of suspensions of helices with and without fluorescent peptide modification
were taken. For these experiments, the base helix concentration is 2.5 mg/mL. After the reaction
between SMP-functionalised helices and peptides, the washing water was kept to ensure that no
more peptide could be removed from the helices by washing. FITC has an absorption maximum
around 495nm. As Figures 4.16 a), c) and d) show, the suspensions with fluorescent peptide grafted
helices which were washed with water all exhibit a visible absorption peak at this wavelength.
(Samples needed to be diluted to avoid exceeding the operative range of the instrument.) Helix
suspensions without peptides show no sign of this peak. The water which had been used to wash
the helices after peptide attachment shows a decrease of this peak in the case of RGD; in the case
of BMP, the peak even disappears after the first washing step. This shows that fluorescent peptide
is present on the helices, and that the vast majority of the helix-bound peptide remained on the
helices during the washing steps.
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Figure 4.16: Optical density as a function of wavelength λ [nm]. a) dark blue: RGD-L-helices after
washing with water, red: Silica helices, yellow: peptide solution that was used for peptide grafting,
after the end of the reaction and removal of the helices, green and purple: Washing solutions (first
and second washing step), light blue: suspension of BMP-modified L-helices for comparison. b)
Correlation curve of fluorescent RGD-peptide concentration in water and optical density at 495 nm.
c) Blue: Absorbance of BMP-modified L-helices, red: Absorbance of unfunctionalised L-helices,
yellow: washing water. d) Same spectra as in c), but for D-helices.
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Figure 4.16 a) shows that RGD- and BMP-functionalised L-helices exhibit the same absorbance at
495 nm, Figures 4.16 c) and d) show that the same is true when comparing left- and righthanded
BMP-functionalised helices. This shows that the peptide grafting on helices does not change
depending on peptide or chiral orientation.
In order to obtain quantitative results, we measured the OD of the RGD-FITC-modified
helix suspension (Figure 4.16 a)) and the ODs of fluorescent RGD-peptide solutions at different
concentrations (Figure 4.16, b)) at 490nm. With the latter, a regression curve to correlate OD
with peptide concentration was established. By inserting the absorption of a helix suspension
(250 mg/L) into the equation of the linear regression curve, we determined that its OD corresponds
to that of a peptide solution at 46.5 µmol/L. Division of these two values shows that the amount of
peptide on helices is 0.186 µmol per miligram of nanohelices. It is not known at this point if this
is the maximal density, or if it could be further increased by changes in the reaction conditions.
In order to compare the helix densities on homogeneous materials and helix-grafted materials,
the peptide quantity per miligram of helix must be converted into a value per area of a helix-grafted
glass surface. One can work with the assumption that immobilised helices form a single layer on
the surface, and that they are positioned side by side and aligned. This is not overly far-fetched
because only the top layer of helices can be in contact with cells seeded onto them. Jiaji Cheng
reported the thickness of the silica ribbons to be 3 nm [200], and we found a helix diameter of
29 nm in this study. The density of amorphous silica is 2.2 g/cm3. If one approximates the helices
as hollow cylinders, one can use the aforementioned values to calculate that 1 mm2 of idealised
helix monolayer consists of 74.4 ng of silica. Bearing in mind that the peptide density on helices
is 0.186 µmol/mg and that only the peptides facing upwards are in contact with the cells, one can
calculate that this corresponds to a peptide quantity of 6.9 pmol/mm2, which is about 4.2 molecules
per nm2. This rather high value suggests that not all the peptides are covalently grafted, but random
adsorption of peptides forming disordered layers has probably taken place.
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4.2 Nanohelix synthesis: Discussion
We have developed a method to fragment (inorganic) silica nanohelices [206]. Freeze-drying was
used to consolidate the helices prior to the process, and sonication power and choice of solvent
were shown to influence the shape of the resulting nanomaterials. This proved helpful for the
rest of the project as it provided a homogeneous helix suspension which is important for the
preparation of helix-grafted surfaces. Homogeneous nanohelices are both better to characterise
at the nanoscale (because their length is short enough to measure) and more manageable at the
macroscale (because fragmented helices form more homogeneous aqueous suspensions, which
makes any further operations on them easier). For the immobilisation of silica helices onto
surfaces, this treatment is beneficial because cut helices are less likely to entangle, which has
the potential to result in more homogeneous surfaces.
Furthermore, silica helices with different pitches were successfully synthesised by varying the
enantiomeric excess of the tartaric acid which was used in the synthesis of chiral gemini
surfactants. The tuning of the periodicity of gemini surfactant based organic twisted ribbons
by changing the enantiomeric excess had previously been performed by Reiko Oda et al. [197].
The present study aimed at developing a procedure to apply this approach to silica helices while
achieving a low polydispersity of period length for these materials. Three protocols were tried,
and an approach where the enantiomeric excess is adjusted during the gemini tartrate synthesis
rather than after it was deemed the most successful. This method yielded silica helices with
low pitch polydispersity for enantiomeric excesses of at least 0.8. For ee=0.6, the pitch and
its polydispersity both increased strongly, and for lower excesses (ee=0.2 and ee=0.0), the vast
majority of nanoobjects exhibited little or no chiral features. A study by Brizard et al. [232] also
investigates the impact of enantiomeric excess on chiral nanomaterials, but it is about organic
twisted ribbons rather than inorganic helices. It was shown that these twisted ribbons also exhibit a
increase in twist pitch as the enantiomeric excess changes over a range from 1.0 to 0.2. Our results
show that unlike organic twisted ribbons, silica helices exhibited no periodicity for enantiomeric
excesses under 0.6.
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Figure 4.17: Twist pitch as a function of enantiomeric excess, for the following nanostructures:
silica helices (dark triangles), organic helices (orange and yellow, measured by members of the
Oda research group) and twisted ribbons after two hours of ageing (blue).
Figure 4.17 shows how the results of the present study compare to similar experiments: The
development of twist pitch of silica helices resembles the observations made with organic ribbons
and helices. The pitches of the present studies lie between those found in 2000 by Reiko Oda and
recently by Jie Gao. The figure also shows that organic twisted ribbons with a short ageing time
of only two hours exhibit a higher twist pitch for high enantiomeric excesses, but as the excess
decreases, the pitch hardly increases.
In the context of the application of silica nanohelices for cell culture experiments, this technique
is very practical because it provides an easy way of tuning the periodicity of nanohelices, which
makes it possible to explore the effect of this parameter on cell behaviour. Finally, the results
show that the morphology of helices does not change upon peptide modification. This is important
for cell culture experiments because when the surface chemistry of nanomaterials is altered, other
properties like helix morphology should not change.
The quantification of peptide on helices has shown that adsorption is very likely to have taken place
because of the elevated peptide density.
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Figure 4.18: Densities of surface grafted peptides in pmol/mm2, for all linker/peptide
combinations. Images taken at 1500ms exposition time.
4.3 Physicochemical Characterisation
4.3.1 Peptide grafting onto glass surfaces
The purpose of the fabrication of homogeneous peptide-grafted materials is to provide a reference
to compare to cell behaviour on peptide functionalised helices. In order to validate the grafting
of peptides onto the glass substrates, two techniques were used: Firstly fluorescence microscopy
using fluorescent-labelled peptides to quantify the density of grafted peptides on glass surfaces,
and secondly XPS to provide information on elemental composition and chemical bonding states
of materials.
Fluorescence microscopy
The grafting of RGD- or/and BMP-peptide onto glass surfaces was monitored through fluorescence
microscopy. Substrates modified with FITC-functionalised peptide(s) prepared according to the
procedure described in the last chapter were observed at 650ms and 1500ms exposition time. Both
linkers (SMP and AS) are compared (Fig. 4.18). The fluorescence per surface unit is measured for
surfaces functionalised with RGD, BMP and both peptides, only one of them bearing the FITC
moiety. In the following, the fluorescent species in binary peptide substrates is labelled with
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Figure 4.19: Standard curves for RGD (blue) and BMP (orange), showing the fluorescence (a.u.)
of known quantities of peptide (in pmol).
RGD BMP RGD*BMP RGDBMP*
SMP [pmol/mm2] 1.2 ± 0.12 1.4 ± 0.10 0.7 ± 0.19 1.3 ± 0.15
AS [pmol/mm2] 1.2 ± 0.12 1.5 ± 0.10 1.0 ± 0.14 1.5 ± 0.15
SMP [/mm2] 6.9·1011 ± 0.7·1011 8.1·1011 ± 0.6·1011 4.6·1011 ± 1.2·1011 8.0·1011 ± 0.9·1011
AS [/mm2] 7.4·1011 ± 0.7·1011 9.3·1011 ± 0.6·1011 6.0·1011 ± 0.8·1011 9.6·1011 ± 0.9·1011
Table 4.2: Densities of surface grafted peptides in pmol/mm2 and molecules per mm2, for all
linker/peptide combinations. If two peptides are grafted together, an asterisk indicates which one
is fluorescence-labelled.
an asterisk behind it, i.e. RGD*BMP or RGDBMP*. For example, RGD*BMP means that the
peptides RGD and BMP were grafted together, but only RGD is FITC-modified. The measured
fluorescence levels are converted into peptide densities as described in the materials and methods
chapter (Figure 4.19).
The results of these experiments are displayed in Figure 4.18. All average fluorescences of
peptide grafted materials were significantly higher than the background fluorescence of glass,
which indicates that the peptide immobilisation did indeed take place.
The calculated densities for RGD-only and BMP-only surfaces were above 1 pmol/mm2 for
both linkers, the values for BMP being higher than those for RGD (Table 4.2). For all peptides, the
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samples with the linker AS showed slightly higher fluorescence than the same peptide(s) grafted
with SMP, which indicates that AS might permit grafting at a higher yield.
The samples with RGD and BMP grafted together exhibit the same tendency in all cases: Binary
samples with fluorescent RGD exhibit a slightly lower fluorescence than surfaces featuring only
RGD, whereas binary samples where BMP is the fluorescent species are closer to the corresponding
substrate where BMP is the only peptide.
Variation of the exposure time between 650ms and 1500ms does not have an impact on the
observed trends, but it can change the signal-to-noise ratio. 1500ms was chosen as exposition
time for the results presented in this section because it permitted the highest signal-to-noise ratio
without incurring saturation.
Fluorescence images (Figure 4.20) of peptide-grafted materials show that the distribution of
peptides is homogeneous at the length scale that is relevant for cell culture experiments.
XPS
The purpose of the XPS examination of peptide-functionalised materials is to confirm the grafting
of organic matter on the surfaces, and to compare the composition of the functionalised materials
to the chemical composition of the grafted peptides. Four spots on one material of each type
were measured using XPS to identify the atomic composition using peak areas. The experiment
was carried out with all intermediates of the pepide grafting process (Figure 3.10), and using
both available linkers (SMP and AS, cf. Fig. 3.5 on page 73). The materials are cleaned
glass (MV), APTES-functionalised glass (APTES), SMP-functionalised glass (SMP), succinic
anhydride functionalised glass (AS), RGD or BMP grafted via SMP (SMP/RGD and SMP/BMP)
and the same peptides, grafted via succinic anhydride (AS/RGD and AS/BMP)(peptide structural
formulae cf. Fig. 3.4, page 72). For six elements, the average atomic percentages obtained by XPS
are as shown in Table 4.3:
Sodium, silicon and oxygen are among the usual constituents of Borosilicate glass, the latter
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Figure 4.20: Fluorescence images of FITC-modified RGD (left) and BMP (right) grafted onto glass
surfaces using SMP (top) and AS (bottom) as crosslinker; 650 ms exposition time. The distribution
of fluorescence is sufficiently homogeneous. White bars respresent 200µm.
MV APTES SMP AS SMP/RGD SMP/BMP AS/RGD AS/BMP
C 7.9 39.1 26.4 41.7 20.0 22.5 38.9 47.4
N 0.3 3.3 3.3 6.3 2.3 3.2 5.7 7.8
Na 0.6 0.2 0.3 0.1 0.2 0.2 0.0 0.0
O 58.0 32.9 42.1 30.2 48.9 46.6 35.5 28.7
S 0.1 0.4 0.0 0.0 0.0 0.0 0.4 0.2
Si 33.1 24.1 27.9 21.7 28.6 27.5 19.5 15.9
Table 4.3: XPS atomic percentages of carbon, nitrogen, sodium, oxygen, sulphur and silicon in
different materials.
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MV APTES SMP AS SMP/RGD SMP/BMP AS/RGD AS/BMP
C - 64 61 61 58 64 57 64
O - 18 26 28 23 19 23 19
N - 9 9 5 17 16 17 15
Si - 9 4 6 1 0 2 1
S - - - - 1 1 1 1
Table 4.4: Calculated atomic fractions (in percent) of carbon, oxygen, nitrogen, silicon and sulphur
at different states of functionalisation, assuming 100 % yield. The percentages were obtained by
counting the atoms of different elements of the grafted moieties at all stages of the functionalisation
process.
two of them are also parts of the molecules bound to the surface. The relative abundance of these
three elements thus does not provide direct information about the presence of grafted compounds,
but as the XPS method only analyses the specimen’s surface with a limited penetration depth, a
decreasing quantity of these elements might suggest an increasingly thick layer of other compounds
on the glass.
When glass substrates come into contact with air, they will immediately adsorb contaminants [233]
which appear in the results as unintended occurrence of oxidised and unoxidised carbon. As
Table 4.3 shows, a bare glass surface exhibits a carbon content of 7.9 at.%. Here this pollution
was minimised by storing the specimens under vacuum (5.3 mPa) whenever possible prior to the
experiment, but it could not be removed entirely (cf. Landoulsi et al., [233]). The interpretation of
these results is greatly facilitated by comparing the obtained data with the atomic compositions of
the surface-bound moieties. These theoretical percentages are calculated by assuming an idealised
yield of 100% for all coupling reactions. Carbon, oxygen, nitrogen, silicon and sulphur are of
interest for this comparison. As the actual yields of the grafting reactions may be less than
quantitative, the changes in atomic percentages in the course of the grafting process are likely
to be smaller than expected. By counting the atoms in the surface-bound compounds, one obtains
Table 4.4:
It needs to be noted that these values do not represent absolute quantities. The bare glass
reference surface features 7.9% of carbon, which can be attributed to the pollution which inevitably
occurs when glass samples are exposed to air. The carbon percentage rises to 39.1% after APTES
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treatment due to the C-chain of the Silane. The expected value was 64%. For all following
functionalisation steps involving AS, the carbon percentage remains on a level close the one of
APTES, which is in agreement with the calculated values (Table 4.4). However, the carbon
content in SMP-modified materials (with and without peptide) is much lower, namely between
20% and 30%. This result is unexpected, as a decrease in carbon content to this extent following
SMP functionalisation cannot be explained by low yield. The carbon content remained roughly
the same on AS materials (i.e. 42%at.), which was not expected either. Following the APTES
functionalisation, the relative nitrogen content increases by a factor of 11, from 0.3% (MV) to 3.3%
(APTES), as expected due to the amine group (-NH2) in APTES: A theoretical nitrogen percentage
of 9% had been calculated. After the linker introduction, the nitrogen percentage ought to remain
the same (9%) for SMP and decrease to 6% for AS. The value for SMP remains at 3.3% as it was
for APTES. This percentage is less than theoretically calculated, but the tendency is in agreement
with the theory. The percentage for AS increases to 6.3% for unknown reasons. This value is
very close to the calculated value of 6%, but the nitrogen percentage was expected to decrease
rather than increase after AS-modification. For AS-bound peptides, the nitrogen content is higher
than for those bound via SMP, which again might indicate a lower yield for SMP. Moreover, the
N content for BMP materials is higher than for the RGD-materials with the same linker, although
they were expected to be 16-17% for both peptides.
Overall, the nitrogen percentages on all peptide-grafted materials are lower than predicted, but
this discrepancy can be explained with the presence of carbon contaminations as outlined above,
and a yield of less than 100% for the peptide grafting step, which results in a smaller quantity of
nitrogen on the surface. Sulphur can be found on MV- and APTES-samples (0.1% and 0.4%). This
might be the case due to the cleaning procedure of glass slides prior to functionalisation, which
involves Piranha treatment (cf. Materials and Methods). Therefore, residues of sulphuric acid
may leave traces of sulphur on the samples after washing processes. The contamination disappears
after crosslinker introduction. Samples with RGD and BMP bound using AS exhibited a sulphur
content of 0.4% and 0.2%, and no sulphur could be detected for peptides grafted via SMP. This
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Figure 4.21: XPS C1s high-resolution spectra of bare glass, APTES, SMP, and AS-modified
materials.
might mean that the peptide grafting yield with AS binding is higher than for SMP, which matches
the observation that higher nitrogen contents were observed for AS than for SMP. As the atomic
percentage of sulphur on peptide-modified samples was expected to be lower than 2% (cf. Figure
4.4), the low sulphur content does not mean that the peptide grafting was unsuccessful.
In order to gain further insight into the chemical situation on the materials surface, one out of
the four examined spots per specimen was selected and its C1s and N1s XPS spectrum was fitted
to identify their components. The C1s spectrum was split up into components that are attributed
to C/O or C/N bondings which cause slight changes in the energy at which they appear in the
spectrum (Figures 4.21 and 4.22). They are fitted so that the sum of all partial peaks matches the
shape of the peak that was experimentally obtained. The same fitting procedure was carried out
with the N1s spectrum (Figures 4.23 and 4.24). In the case of nitrogen peak fitting, the components
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Figure 4.22: XPS C1s high-resolution spectra of materials modified with SMP/RGD, SMP/BMP,
AS/RGD and AS/BMP.
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Figure 4.23: XPS N1s high-resolution spectra of APTES, SMP, and AS-modified materials. Due to
the low amount of nitrogen atoms on bare glass, the procedure was not performed for this sample.
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Figure 4.24: XPS N1s high-resolution spectra of materials modified with SMP/RGD, SMP/BMP,
AS/RGD and AS/BMP.
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MV APTES SMP AS SMP/RGD SMP/BMP AS/RGD AS/BMP
C-C 53 80 60 67 43 35 41 53
C-CO 31 8 22 19 31 30 32 20
C-O 10 8 9 7 14 18 13 11
C=O 2 3 0 0 0 0 0 0
N-C=O 0 0 6 7 6 9 11 14
COOR 2 1 3 0 6 8 3 2
COOH 2 0 0 0 0 0 0 0
Table 4.5: Percentages of different carbon peak components obtained by fitting C1s spectra for
each sample. The lines represent different functional groups / chemical environments of carbon
atoms.
MV APTES SMP AS SMP/RGD SMP/BMP AS/RGD AS/BMP
C-C - 67 20 29 25 40 26 41
C-CO 33 50 43 41 31 39 30
C-O - - - - 7 6 8 7
C=O - - - - - - - -
N-C=O - - 30 14 22 21 19 19
COOR - - - - - - - -
COOH - - - 14 5 2 8 3
Table 4.6: Expected relative distribution of chemical environments of carbon atoms according to
the molecular structures of grafted moieties.
are assigned as follows (Table 4.7, from low to high binding energy): N bound to carbon (C-N,
399 eV), N bound to Carbon and an electron-drawing group (C-N=O, 400 eV), protonated N
(N+, 401 eV) and N in an electron-drawing environment (N+∗, 402 eV). The assignments are
based on considerations by Iucci, who assigned the 400eV peak to unprotonated amine groups in
peptides [234].
The proportions of components resulting from the C1s fittings are shown in Table 4.5. Carbon
atoms bearing amine groups (C-NH2) appear in XPS spectra in the same region as those vicinal to
BE APTES SMP AS SMP/RGD SMP/BMP AS/RGD AS/BMP
C-N 399 eV 50 36 58 12 13 13 20
C-N=O 400 eV 0 47 13 67 77 59 71
N+ 401 eV 50 17 29 13 10 16 9
N+∗ 402 eV - - - 8 - 12 0
Table 4.7: Percentages of different nitrogen components obtained by fitting N1s spectra for each
sample, BE stands for binding energy.
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a C-atom with an O-substituent, thus they can be found in the peaks labelled as ”C-CO”.
Amide and alcohol moieties (-N-C=O and C-OH) are of interest here because they appear at
specific stages of the functionalisation process. In theory, amide groups (-N-C=O) should appear
after the introduction of the crosslinkers, and alcohol groups (-CH2-OH) are expected to occur
after peptide grafting (cf. Table 4.6). Amide groups behave as predicted, whereas C-OH moieties
seem to exist on all examined surface types. However, they are more abundant on peptide-grafted
materials compared to substrates without peptide. The behaviour of -N-C=O groups suggests that
the binding of the linkers did take place, and the increase of C-O groups provides some evidence of
successful peptide grafting. In the case of peptides grafted via AS, a further increase of -N-C=O-
groups after peptide grafting suggests that at least with this linker, peptide grafting was successful.
The most common environments for carbon atoms according to the experimental results are C-C
and C-CO, i.e. first neighbours of C-O bonds. The C-C component increases in intensity from 4.2
at.% (MV) to 31.3 at.% (APTES), suggesting the successful establishment of the self-assembled
layer. According to the molecular structures, C-C should be much more abundant on APTES
samples than on peptide materials (which is the case), and the amounts of C-C and C-CO should
be more similar for the peptide grafted materials (which is mostly the case). The C-CO-peak
increases in size after the crosslinker reactions (5.8 at.% for SMP and 7.9 at.% for AS opposed to
3.1 at.% for APTES) due to the higher number of O-substituted carbon atoms.
Several functional groups, like esters (COOR), do not occur in the calculated values, but did appear
in the experimental results, their percentages being higher for SMP-grafted materials than for those
with AS. The reason for this might be carbon contamination and the increasing complexity of the
grafted entities, e.g. carbon atoms can have more than one oxygen-containing substituent: This
could make carbon atoms appear in the spectrum at higher binding energies.
Surprisingly, the nitrogen signal for APTES (Figure 4.23) consists of two components of similar
area, one at 399.1 eV assigned to -NH2 bondings, the other at 401.2 eV. A possible reason for this
can be found in previous studies [235], [236]: By bending the C-chains of APTES, its amine groups
(-NH2) can come into contact with the glass surface, which does not result in covalent bonds, but
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gives rise to a component at higher binding energy. Alternatively, the nitrogen peak might be split
due to the -NH2 groups being protonated or not [234]. Either way, this situation might reduce the
availability of amine groups for linker molecules and therefore decrease the yield of the following
reactions. The split of the N1s peak becomes less visible when linkers and peptides are introduced
4.24. After introduction of the peptides, the relative proportion of the C-N component decreases
strongly compared to all other samples (Fig. 4.7), whereas the C-N=O component at around 400
eV rises. This shows that peptides are covalently bound to the surface.
Interestingly, only samples with RGD-peptide feature a component at 402 eV (Fig. 4.24). This
shows the presence of a strongly oxidised nitrogen moiety, possibly the arginine side chain of the
RGD-peptide. BMP also contains arginine, but as BMP consists of more amino acids than RGD, its
relative proportion is low. If these considerations are correct, this 402 eV N1s component provides
strong evidence of the presence of RGD.
ToF-SIMS
Four samples were selected for ToF-SIMS examination: One bare, cleaned glass surface, one
modified with APTES and one functionalised with each peptide, RGD and BMP, both using SMP
as linker. The ToF-SIMS data of these samples are shown in Tables 4.8 and 4.9.
On all surfaces, secondary ion signatures which are characteristic of polydimethylsiloxane
(PDMS) can be found. This polymer is part of none of the chemicals used in the materials
preparation process, but its presence in vacuum grease and its ability to spread over surfaces
make it a well-known contaminant in ToF-SIMS experiments. The (SiO)XOH-anion, which is
typical for glassy surfaces, also appeared on all surfaces. For unknown reasons, peaks that match
the antioxidant Irgafos 168 and lauryl sulfate - probably originating from contaminants - were
found on the APTES sample. The identification of lauryl sulfate on the APTES-material is equally
unexpected.
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Mass (u) MVd APTES S/R S/B
elements
Na+ 23.0 760.8 60.6 367.8 624.4
Mg+ 24.0 1.8 0.4 0.7 2.1
Al+ 27.0 1.4 0.5 1.0 2.7
Si+ 28.0 67.8 64.3 49.6 51.9
K+ 39.0 13.5 1.0 43.5 8.0
Ca+ 40.0 0.5 0.6 1.9 3.4
Cr+ 51.9 0.1 0.9 0.5 0.2
Fe+ 55.9 0.6 0.2 0.5 0.6
Ni+ 57.9 0.1 0.1 0.0 0.0
Cu+ 62.9 0.3 0.5 0.9 2.3
Sn+ 119.9 0.2 0.3 0.5 1.0
amino acids
Glycine CH4N+ 30.0 25.4 61.2 22.6 58.8
Alanine C2H6N+ 44.1 27.3 19.9 15.3 82.6
Serine C2H6NO+ 60.0 nd nd 3.7 25.9
Proline C4H8N+ 70.1 11.3 9.4 17.2 115.1
Valine C4H10N+ 72.1 42.8 27.5 9.9 45.7
(Iso)leucine C5H12N+ 86.1 6.7 1.3 2.5 47.4
Lysine C5H13N2+ 101.1 1.7 nd nd nd
Glutamic acid C4H8NO2+ 102.1 nd nd nd 1.8
Methionine C4H10NS+ 104.1 2.1 1.9 nd nd
Phenylalanine C8H10N+ 120.1 3.2 1.3 3.3 3.0
Tyrosine C8H10NO+ 136.1 0.7 nd 1.3 6.8
Polysiloxane Si2C5H15O+ 147.1 597.9 814.3 524.5 482.6
Table 4.8: Normalised intensities of selected fragments in the ToF-SIMS spectra; cationic species.
The examined samples are MVd (cleaned bare glass), APTES, S/R (RGD-peptide grafted using
SMP) and S/B (BMP-peptide grafted using SMP).
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Figure 4.25: Extracts from the ToF-SIMS mass spectra displaying fragments with low molecular
weight.
124
Mass (u) MVd APTES S/R S/B
elements C- 12.0 58.1 43.7 45.7 48.0
O- 16.0 506.3 281.6 288.5 343.3
S- 32.0 8.7 2.1 1.8 4.2
N-containing CN- 26.0 247.4 814.2 570.5 765.2
signals CNO- 42.0 128.3 310.2 832.8 563.4
NO2- 46.0 4.3 28.7 12.2 12.2
NO3- 62.0 5.1 69.5 32.1 54.9
Sulphates SO3- 80.0 475.5 216.7 64.7 122.5
HSO4- 97.0 660.4 460.2 75.1 46.6
(SiO2)xOH SiHO3- 77.0 199.6 157.1 78.1 107.9
Si2O5H- 136.9 115.9 78.5 40.8 67.6
Si3O7H- 196.9 55.6 37.2 21.9 37.2
Table 4.9: Normalised intensities of selected fragments in the ToF-SIMS spectra; anionic species.
The examined samples are MVd (cleaned bare glass), APTES, S/R (RGD-peptide grafted using
SMP) and S/B (BMP-peptide grafted using SMP).
Some peaks at low molecular weight (Figure 4.25) are of interest to the verification of peptide
grafting because the corresponding fragments contain both carbon and nitrogen. It is useful to use
the peaks of (SiO)XOH as a reference to compare their height, because this fragment is related
to glass and should therefore appear in similar quantities on all materials. Amongst the anions,
the species CN− and CNO− exhibit a higher (absolute) intensity for APTES, RGD and BMP than
for bare glass. At the same time, the (absolute) intensities of (SiO)XOH-related peaks is lower
for APTES, RGD and BMP than for bare glass. However, this trend cannot be observed for the
anionic organic nitrogen-free fragments C2H− and CH−, maybe because they are partly due to
PDMS or other organic contaminations which are present on all samples. Interestingly, the CN−
and CNO−-peaks are of similar size on peptide-grafted samples, whereas CN− is much higher than
CNO− for APTES.
On a different note, sulphate peaks (SO−3 and HSO
−
4 ) appear with the highest intensity on
bare glass, and their size decreases for APTES and even further for peptide grafted materials.
Their existence can be ascribed to the cleaning of the glass slides with sulphuric acid prior to
functionalisation.
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The observations so far match what one would expect in view of the molecular structures of the
grafted moieties, but the normalised intensities (Tables 4.8 and 4.9) reveal additional information:
The intensities of nitrogen-containing signals confirm what was said above, because the number
of -CN-groups increases after introduction of APTES, and -CNO-groups appear after pepide
functionalisation. On the cationic side, certain organic species are typical for a given amino acid,
but their specificity varies between the fragments. Contrary to our expectations, some amino acids
appear to occur on bare glass more frequently than on the RGD-grafted sample. In addition to that,
the amino acids found on the RGD-grafted specimen do not match the sequence of this peptide.
The amino acid signal intensities for BMP are higher than those of RGD as expected due to the
higher length of BMP. The detection of glycine on the APTES sample might be explained with its
similarity to the molecular structure of APTES.
In view of the conflicting conclusions from the cationic and the anionic spectrum, it is difficult
to decide which one is more reliable: Normally, the amino acid related fragments are considered
more reliable than small nitrogen-containing species because of their higher complexity and thus
specificity, but some amino acid fragments are known to be not very specific either. For example,
the fragments of Glycine and Alanine are formed by many nitrogen-containing compounds.
The presence of PDMS can be problematic if a siloxane layer covers other compounds and makes
them invisible to ToF-SIMS.
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Figure 4.26: SEM images of peptide-modified surface-grafted silica helices: a) Cut and grafted
once for one day; b) cut and grafted three times for one, three and three days; c) uncut and grafted
once for one day; d) uncut and grafted three times for one, three and three days. White scaling bars
represent 10µm (a,b and d) and 100 µm (c).
4.3.2 Helix surfaces
After grafting of silica helices onto glass surfaces, the degree of surface coverage was estimated
using SEM images. The images obtained by this method also permitted the evaluation of helix
morphology after their immobilisation onto surfaces. A suitable helix grafting time was found by
comparing the outcomes of different grafting procedures:
Figure 4.26 shows the quantity of helices on the surface, visible in white. The results show that
the surface coverage after one single 24h-grafting step is very low, both for cut and uncut helices
(a and c). The amount of immobilised helices could be increased by adding helix suspension to
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Figure 4.27: SEM images of surface-grafted helices, 8000x magnification, L- and D-helices with
and without peptide functionalisation: a) L without peptide, b) L with RGD, c) L with BMP, d) D
without peptide, e) D with RGD, f) D with BMP. The scaling bars in the top left corners represent
1µm.
the prepared substrates three times, the reaction time being one day for the first addition and three
days for the second and third (b and d). This approach increased the surface coverage for uncut
helices, but the amount of helices on the surfaces remained low. Therefore, the number of grafting
steps was increased to five, each one lasting 24 hours. SEM images of the surfaces obtained by
this method are shown in images 4.27 and 4.28.
Figure 4.29, which shows a surface-grafted nanohelix at high magnification, shows that after
their immobilisation to glass surfaces, the helices still exhibit a nanoperiodic morphology. The
helices thus still possess the collagen-mimicking geometrical property which is required for their
use in cell culture experiments. SEM images of immobilised helices on the surfaces (Figures 4.27
and 4.28) show that the nanomaterials are not evenly distributed, but tend to form islands of high
helix density, whereas other regions are scarcely covered. Apart from these islands, large round
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Figure 4.28: SEM images of surface-grafted L- and D-helices, 8000x-16000x magnification. a) L
without peptide, b) L with RGD, c) L with BMP, d) D without peptide, e) D with RGD, f) D with
BMP, g) L with RGD and BMP, h) D with RGD and BMP. The scaling bars in the top left corners
represent 1µm.
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Figure 4.29: Close-up SEM image of a surface-grafted silica nanohelix; scaling bar represents
100nm.
objects were found in several pictures; these might arise from the aggregation of helices. Not all
nanoobjects are regular helices, some are deformed helices or aggregates (which appear as white
spots in the SEM images).
As it would be helpful to know the percentage of surface which is covered by helices, the different
grey values in low magnification SEM images were exploited to estimate the covered fraction.
Using only pictures with a magnification of less than 1000x, a grey value threshold was set to
selectively measure the surface of the darker, uncovered regions of the images. Using this method,
it was determined that the percentages of the surface that is covered varies between the samples on
a range from 9% to 29%.
4.4 Materials characterisation: Discussion
As mentioned in the introductory chapter, a key idea of (bone) tissue engineering related research
is to find materials which control (stem) cell behaviour and differentiation by setting appropriate
cues to steer them in the desired direction. In the present work, we deal with materials featuring
two potentially relevant properties at once: bioactive peptide functionalisation and collagen-
mimicking, periodic morphology. Hence it is necessary to compare the effect of these materials to
reference samples which feature only one of these properties in order to identify the factor that is
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responsible for the observed effect. Therefore, materials with peptides homogeneously grafted to
their surface, and samples with non-functionalised helices were prepared.
Both of the techniques that were used to verify the presence of the peptides RGD and BMP
on glass surfaces have their particular strengths: Fluorescence microscopy permits the selective
quantification of peptide on the surface, whereas XPS yields information about the chemical
composition of the surface at all stages of the functionalisation process. The use of two methods
instead of one improves the reliability of the results.
The preparation of the nanobiomaterials is a multistep process involving a variety of experimental
parameters like the choice of reagents, solvents, reaction time and temperature, peptide and helix
concentration, etc. These factors can impact the amount and distribution of peptides and helices
on the final materials.
The results from XPS measurements confirm that reactions with the borosilicate glass surface
have taken place. The formation of a self-assembled APTES layer can be fairly safely assumed
due to the increase in relative nitrogen content. Nitrogen atoms are equally present on the peptide
functionalised samples. The high-resolution study of carbon and nitrogen peaks provides several
details which point to the presence of peptides, namely the increase of carbon atoms in C-O
groups, nitrogen atoms with electron-drawing substituents, and the presence of a unique high-
energy peak component for RGD-grafted materials provide strong evidence of the attachment of
peptides. Furthermore, the grafting of BMP peptide is confirmed by the appearance of sulphur,
and the appearance of amide groups confirms the successful grafting of the crosslinkers.
Comparison to XPS experiments in other studies shows that results within this order of
magnitude are not surprising: Bilem et al. [106] grafted the same peptides to glass surfaces using
a linker similar to SMP. He obtained carbon percentages that increased from 10% for bare glass to
25% and 39% for grafted RGD and BMP. Our values are similar in all cases except for BMP, where
the carbon content is lower (22.5% with SMP). The nitrogen percentages in the present study (2.3%
for RGD, 3.2% for BMP) are similar to those in [106] (2.9% for RGD, 5.9% for BMP), except
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after BMP grafting, where our percentage of nitrogen is lower in the case of SMP, but not in the
case of AS. One must bear in mind that not only the crosslinker SMPB which was used in the cited
study might perform differently from SMP, but the experiments were also carried out with peptides
bearing fluophore moieties which contain additional nitrogen atoms. It is conceivable, for example,
that the longer spacer of SMPB facilitates the binding of peptides. Furthermore, the results
obtained by Zhe Cheng [237] (nitrogen content 5.6% for a peptide modified material) are similar
to our findings - again, the experimental setups were not identical, e.g. because the peptide had
a different sequence and included TAMRA (carboxytetramethylrhodamine), a nitrogen-containing
fluophore.
Similar statements can be made when comparing the results of this study to those in [235]. In both
studies, the appearance of nitrogen in the XPS results shows the presence of amine groups on the
surface.
Iucci et al. [234] also grafted RGD on glass using APTES, albeit using a different crosslinker,
and presented the ratios between different elements as obtained by XPS. In his study, the C/Si
ratios for glass, APTES-modified glass and RGD-grafted glass were 0.65, 0.7 and 1.0 respectively,
compared to 0.24, 1.6 and 0.7 (with SMP) /or 2.0 (with AS) in our work. The N/Si ratio was
0.0, 0.06 and 0.13 for bare glass, APTES and RGD; compared to 0.01, 0.14 and 0.08 (with SMP)
or 0.29 (with AS) in the present study. In comparison to these results, it appears that with the
methods used herein, a lower level on carbon contamination and a higher yield for the grafting
reactions with APTES and AS/RGD was achieved in our experiments. High-resolution analysis
of N1s peaks shows the same phenomenon in both studies: The nitrogen peak after APTES
functionalisation consists of two discrete components, which are less discernable after completion
of peptide grafting. This demonstrates that the chemical environment of nitrogen changes after the
introduction of crosslinkers, even though the atomic percentage remains roughly stable.
Apte et al. adsorbed a 14- and 15-AS peptide onto self-assembled monolayers [238]. Due to
the different method of applying peptide to the surface, the results are not directly comparable to
ours, but the nitrogen content can be juxtaposed in both studies: Depending on peptide and surface
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Figure 4.30: Diagram showing how the orientation of grafted peptides depends on the chosen
crosslinker, SMP (a) or AS (b): If SMP is used, the N-terminus faces away from the surface. In
the case of a), the peptide binds to SMP via the thiol groups of the amino acid cystein.
type, [238] the nitrogen percentages of a monolayer were found to be between 8-9%. This value
is higher than our nitrogen percentages, which can be explained by the easy formation of thick
peptide layers by adsorption.
Briefly, the comparison of the XPS results of the present study to other studies show that the
obtained results are in the same order of magnitude as the findings of others. Our results suggest
that of the two peptide binding techniques used in this study, AS permits a higher peptide density:
It is indeed clear that the nitrogen and sulphur content of the peptide materials grafted with
AS as crosslinker is closer to the theoretical values than those crosslinked with SMP. This might
suggest that the binding via AS is more effective than via SMP. Regardless of whether or not this is
the case, a change of crosslinker is not a viable option for this project because of the orientation of
the peptides: If RGD and BMP were bound to helices using AS, but to glass slides using SMP, these
surfaces would not be comparable in that the peptide would have different termini facing upwards
(as shown in Fig. 4.30); and if AS was used as crosslinker for all reactions, the peptide grafting to
helices might saturate all binding sites and make it impossible to immobilise the nanomaterials to
surfaces. Therefore, the use of SMP was continued in this study.
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The results of the ToF-SIMS experiment showed rather clearly that the BMP-peptide was
successfully attached. As to the RGD-peptide, the situation is less clear because nitrogen-
containing organic compounds were found, but could not be identified as composed of amino acids.
The reason for this might be the shorter length of RGD compared to BMP: Assuming both peptides
were grafted at similar densities, the amount of amino acids is higher for BMP, so it is easier to
detect. The appearance of anionic nitrogen-containing fragments indicates successful grafting of
APTES and peptides. The fact that CNO-fragments appear on peptide materials in higher numbers
than on the APTES-samples provides further evidence of successful peptide grafting. Lastly, the
decreasing relative intensity of peaks that are assigned to glass suggests that in the course of the
reaction steps, the glass substrate is covered by an increasingly thick organic layer.
Fluorescence microscopy images of FITC-modified peptide materials provide a more
quantitative view of the amount of grafted peptide. The results show that both RGD and BMP
were successfully grafted to the glass surfaces, because the fluorescence of these materials were
higher than that of unfunctionalised substrates. However, the quantification of grafted peptide
showed different peptide densities for RGD and BMP: Whilst the density is around 1.4 ± 0.1
pmol/mm2 for SMP-grafted BMP, it reached 1.2 ± 0.1 pmol/mm2 for SMP-grafted RGD. When
both peptides are grafted together, BMP appears to be found in higher quantities than RGD as well
(0.7 pmol/mm2 for RGD, 1.3 pmol/mm2 for BMP, grafted together using SMP). This means that
the number of molecules per mm2 is between 4.6·1011 and 9.6·1011 molecules per mm2, which
corresponds to 4.6·10−3 to 9.6·10−3 molecules per square Ångström. It will be shown in the
following that these values resemble the peptide densities found in other studies. From a steric
point of view, the density per square Ångström does not suggest that a multilayer of adsorbed
peptide was formed. Fluorescence microscopy images show that inhomogeneities in the peptide
coverage exist, but do not occur frequently.
The findings seem to suggest that when both peptides are grafted simultaneously, BMP binds better
than RGD. This observation is surprising at the first glance, because due to the lower molecular
weight of RGD, one would assume that it binds to the surface more quickly. Perhaps other reasons
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like steric hindrance due to the peptide secondary structure play a role in the reaction speed: If the
folding of the peptide diminishes the accessibility of the thiol group, the reaction might be slowed
down. If the rate-determining step for the surface immobilisation is the reaction between peptide
and crosslinker, it would be remarkable that the trend is the same for both crosslinkers although
they bind to different functional groups.
The peptide densities obtained herein are in the range of values that were found for RGD on (PET
substrates) by Chollet et al. [239]. Moore et al. [240] assumed that when an RGD-peptide and
BMP2 are grafted to glass together via click chemistry, the densities of both peptides on the glass
will be equal. The thiol-ene-reaction used herein to immobilise peptides is also a click reaction,
and indeed the peptide densities were similar, yet not equal. Bilem et al. [106] grafted the same
peptides to glass using a similar linker and obtained 1.8 pmol/mm2 for RGD and 2.2 pmol/mm2
for BMP. These values are higher than the ones in the present study, but they exhibit the same
tendency. Similarly, He et al. [241] grafted an RGD- and a BMP-peptide together and measured
their densities as a function of peptide concentration in solution for the grafting reaction. Their
experimental setup differs from ours, but they also observed higher densities of BMP compared to
RGD as long as the peptide solution was dilute enough to not saturate the binding sites. It seems
that it is not abnormal that BMP is detected in higher quantities than RGD.
The peptide grafting densities of 1.2pmol/mm2 and 1.4pmol/mm2 for SMP-grafted RGD and
BMP, respectively, lie between the density obtained by Zhe Cheng [237] (0.2-0.4 molecules per
mm2) and Ibrahim Bilem [106] (1.8pmol/mm2 for RGD and 2.2pmol/mm2 for BMP). Both of the
cited studies used grafting procedures similar to ours, but different in several details. One might
hypothesise that SMPB, the crosslinker used by Bilem et al., is more effective than the SMP we
used: The spacer arm of SMPB is twice as long, which makes it more likely to provoke an immune
response [242], but increases the mobility of the maleimido group.
Comparison with further literature suggests that the quantity of peptide is sufficient for BMP
to have an osteogenic effect [240]. According to Massia and Hubbel [243] and Rezania and
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Healey [244], the achieved RGD density is also sufficient to enhance cell adhesion. Concerning
the relative peptide density, the fluorescence microscopy results suggest that BMP is slightly more
abundant, which is compatible with the XPS results. However, the large discrepancy between
SMP-and AS-based peptide grafting we observed by XPS could not be found using microscopy.
For the continuation of the discussion, this issue is not relevant because peptides are only grafted
using SMP for reasons explained earlier.
Wright, Peaden and Lee [245] have determined the density of hydroxyl groups on the surface of
borosilicate glass to be about 2.8 per nm2, which is 4.7pmol/mm2. Considering that this is the
highest density of peptides on the surface which one can possibly achieve with our method, the
final yield is fairly high considering the number of reaction steps.
It was shown by fluorescence images that the peptide is distributed over the surfaces in a sufficiently
homogeneous manner.
UV/Vis-experiments described in section 4.1 on page 106 have demonstrated that the peptides were
successfully grafted onto silica helices and their density per weight unit of silica was determined.
An estimation of the peptide density on a surface with immobilised, peptide-grafted helices
suggested that the peptide density on helix-grafted surfaces is of the same order of magnitude as the
density of homogeneous peptide materials. By comparing the peptide densities on homogeneous
materials and silica helices, one can estimate that the peptide densities on peptide-functionalised
materials with or without helices are in the same order of magnitude.
To summarise the results about homogeneous materials characterisation, it was shown that
peptides were successfully grafted to glass surfaces. XPS atomic percentages showed that APTES
and AS-bound peptides were covalently attached. In high-resolution analysis, amine and alcohol
peaks indicated that SMP-bound peptides are also present, and in the case of RGD, the existence
of a high-energy component in the N1s spectrum provides evidence of its presence. For BMP, the
grafting can even be confirmed by the atomic percentages.
ToF-SIMS demonstrated that BMP was grafted successfully. The findings for RGD were
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ambiguous, possibly due to its shorter length. The results from XPS, ToF-SIMS and fluorescence
microscopy all suggest that the grafting of BMP has a higher yield than that of RGD, the only
detail that does not fit into this picture is the amount of silicon oxide peaks in the ToF-SIMS data,
which implies that the glass of the RGD-sample is covered by a thicker layer than that of BMP.
4.4.1 Helix immobilisation
SEM observation of surface-grafted nanohelices has shown that the vital morphological features -
diameter and helical periodicity - are still present in the helices after graftig them onto the surface.
The procedure of helix immobilisation was optimised by increasing the number of times helices
were deposited onto the surface. We succeeded in improving the degree of surface coverage: By
applying helix suspension to the appropriately prefunctionalised substrates five times for 24 hours
each, surface coverage was greatly improved and is now between 9% and 29%, but unfortunately
this helix grafting onto glass surfaces is not homogeneous and the differences between the samples
are very large.
The lack of nanohelices on the surfaces indicates an issue with the immobilisation process. Its first
step - the APTES grafting - is unlikely to be the source because the APTES binding to glass is an
established procedure [246] [212], and the repeated thermal treatment after each functionalisation
step does not damage the APTES layer: It was shown that it can withstand temperatures of up
to 285◦C [247]. In addition to that, the successful peptide grafting that was demonstrated by
XPS and fluorescence microscopy implies that the silane layer was still present at this step. A
more plausible potential impediment for covalent helix attachment could be the properties of
the nanomaterials themselves. Whilst there are many studies involving covalent attachment of
nanoparticles onto surfaces (e.g. [248], [249], [250]), studies about nanofibre grafting are few and
far between by comparison. Perhaps the low mobility of high aspect ratio materials in colloidal
suspension prevents them from sedimenting and covering the surface efficiently. Ceylan et al. [148]
attached peptide amphiphile nanofibres to metal surfaces by relying on the adhesive force of 3,4-
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dihydroxy-L-phenyl alanine. Unlike us, they let the fibre solution dry after depositing them onto
the substrates. Their fibres formed homogeneous, continuous layers which were stable to washing
with 10x PBS for two days and surfactant treatment with sodium dodecyl sulfate under mechanical
shearing.
Sargeant et al. [251] bound self-assembled peptide amphiphile nanofibres covalently onto APTES-
modified nickel-titanium surfaces using the same EDC/NHS coupling reaction as we used in our
grafting reaction. As their fibres are composed of carboxyl-terminated amphiphiles, they can react
directly with the amine groups on the surface using EDC/NHS, whereas our experimental setup
required AS as linker. One difference between their grafting approach and ours is the method
how the nanomaterials are deposited onto the surfaces: In their work, the EDC/NHS solution was
added to the substrates after casting the nanofibres onto the surfaces and letting the samples dry.
In our study, pretreated samples were immersed in nanohelix suspension without letting them dry;
perhaps this difference in the experimental procedure leads to the different helix immobilisation
performance.
Another factor which might play a role was discussed in [252]: In this paper, which describes
the attachment of microtubes on silanised surfaces, it was argued that the opposite charges on the
peptide tube surface facilitate the adhesion of the microobjects on the surface. In our case, AS-
functionalised glass substrates might still feature unreacted APTES amine groups, depending on
the yield of the AS reaction. Translating their arguments to our setup means that the presence of
positively charged, protonated amine groups on the surface of both helices and glass slides could
create a repulsion between nanomaterials and surface, which would be an additional obstacle for
helix attachment.
The literature shows that the immobilisation of nanomaterials on surfaces can be a complicated
undertaking: Pichavant et al. grafted polymer NPs with COOH-groups on the surface onto APTES-
functionalised titanium surfaces and reported that several grafting steps were necessary [249]. As
in the publication [250], NPs were coupled to an APTES-modified surface using NHS and DCC
(dicyclohexylcarbodiimide), whereas in the present study, the carbodiimide EDC was used along
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with NHS. Other studies required only one grafting step, but their experimental systems were
fundamentally different: For example, Kvı́tek et al. relied on the affinity of thiols to gold to graft
gold NPs onto thiol-terminated glass surfaces at a concentration of 50mg/L in one reaction during
24 hours. Other studies ( [253], [254], [255]) succeeded in grafting polymer or inorganic NPs onto
surfaces in a matter of hours, using NP solutions of 3-10 mg/mL. This shows that the nanomaterial
concentration used in this work was in the same order of magnitude as in other studies. The
difference in grafting behaviour of NPs and the nanohelices used herein is probably due to the low
mobility of high aspect ratio nanomaterials in suspension, and the resulting lack of contact between
helices and glass surface.
Correspondingly, the discrepancy between these findings and the results of [212] might be
explained with the use of fragmented helices: The uncut nanohelices which Das and Zouani used
are prone to forming large aggregates, which one might suppose to sediment more easily than
dispersed helices and therefore enable a higher surface coverage.
In summary, silica nanohelices were attached to glass surfaces, but the degree of surface coverage
exhibited disparities between individual samples. Possible reasons for these drawbacks were
proposed. The suboptimal characteristics of the nanobiomaterials surfaces must be taken into
account when interpreting the results of cell biology experiments.
4.5 Cell biology
4.5.1 Immunofluorescence
Using fluorescence microscopy, fixated and stained cells (as described in section 3.5 and depicted
in Figure 3.11) after four weeks of culture were localised and observed. At least 50 images for
OCN and 30 for Runx2 were acquired per culture condition. The program ImageJ permits the
quantification of cumulative grey values (i.e. the overall fluorescence) in a desired area. The
fluorescence associated with OCN was measured over the entire area of each cell. In the case of
Runx2, the marker is located inside the nucleus, so only the fluorescence detected within each
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Figure 4.31: Immunofluorescence data of Runx2 and OCN per cell for homogeneous materials
(without helices); arbitrary units. Columns from left to right: Glass modified with APTES, RGD,
BMP and RGD and BMP together.
cell’s nucleus was taken into account. This was achieved by identifying the precise area of the
nucleus in the image taken at 461nm, taking advantage of the DAPI staining. The identified area
of the nucleus indicated where to measure in the Runx2-stained images.
The fluorescence values for both markers are shown in Figures 4.31 and 4.32. Tables 4.10 and 4.11
show statistical significances between the samples in Figures 4.31 and 4.32.
The fluorescence data for Runx2 show a strong increase on a homogeneous BMP-surface,
relative to APTES. (APTES-modified surfaces are used as reference for the peptide materials
because all other samples were also functionalised with APTES). These data match the expectation
that BMP should have a strong osteoinductive effect, as previously shown in the research of our
group. The value obtained for RGD and BMP grafted together is not significantly higher than
for APTES. Comparing L- and D-helices shows that D-helices without peptide functionalisation,
with RGD- and with RGD/BMP-functionalisation exhibit higher Runx2-fluorescence than L-
helices with the same functionalisations. BMP-functionalised L-helices have a higher Runx2-
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APTES RGD BMP RGDBMP LV LR LB LRB DV DR DB DRB
APTES - *** - - -
RGD *** - - -
BMP * ** ***
RGDBMP ** -
LV - * - ***
LR * - ***
LB - -
LRB ***




Table 4.10: Statistical significances (by t-test) for the Runx2 fluorescence data in Figure 4.31.
(*) : p-value <0.05; (**) : p-value <0.01; (***) : p-value <0.001; minus sign: no statistical
significance.
expression than the other L-helix samples. Among the D-helices, the ones functionalised with
both peptides show a higher abundance of the marker than the other D-helix samples. None of
the D-helix samples exhibited a significantly higher fluorescence than homogeneous surfaces with
the same surface chemistry; in the case of BMP-helices, the expression was even lower. L-helices
functionalised with BMP and RGD/BMP express less Runx2 than the homogeneous BMP- and
RGD/BMP-samples, respectively. None of the helix-grafted samples exhibited a higher Runx2
expression than homogeneously grafted BMP.
Furthermore, another cell biology experiment with hMSCs cultivated with or without D- or L-
helices with or without peptide functionalisation was carried out. The marker osteocalcin (OCN)
was stained, because it is a late osteogenic marker.
Figure 4.31 shows that the expression of the osteogenic marker OCN is increased by
homogeneous grafting of the peptide BMP, and this effect is even more visible for RGD and BMP
grafted together. RGD-materials exhibit almost the same fluorescence as APTES, and the obtained
value is equally lower than those for BMP and RGD/BMP.
Cells on L-helices without peptide or with BMP-functionalisation exhibit significantly higher
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Figure 4.32: Average Runx2 and OCN-fluorescences per cell (a.u.) on helix-grafted materials.
Samples from left to right: L-helices without peptide, with RGD, BMP and RGD/BMP together;
D-helices without peptide, with RGD, BMP and RGD/BMP together.
APTES RGD BMP RGDBMP LV LR LB LRB DV DR DB DRB
MV - - *** ***
APTES - *** *** *** -
RGD *** *** - -
BMP * *** -
RGDBMP - ***
LV *** *** - ***
LR *** *** ***
LB *** ***
LRB -




Table 4.11: Statistical significances (by t-test) for the OCN fluorescence data in Figure 4.32.
(*) : p-value <0.05; (**) : p-value <0.01; (***) : p-value <0.001; minus sign: no statistical
significance.
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Figure 4.33: Bubble charts of cells that are positive for Runx2 and OCN. Samples from left to
right: Bare glass (not for Runx2); modified with APTES, RGD, BMP and RGD/BMP together; L-
helices with: nothing, RGD, BMP and RGD/BMP together; D-helices with: nothing, RGD, BMP
and RGD/BMP together.
OCN marker fluorescence than cells on bare glass. For D-helices, this is not the case; in fact,
D-helix samples modified with both peptides exhibit lower OCN expression than homogeneous
RGD/BMP-samples. L-helix samples without peptide and with BMP exhibit higher fluorescence
than D-helix samples with the same functionalisation, but RGD-modified D-helix samples show a
higher OCN expression than the corresponding L-helix sample. OCN abundance on samples with
L-helices is lowest for RGD-functionalisation, and highest for BMP-functionalisation. D-helix
samples without peptide functionalisation show less OCN than the other D-samples.
As an alternative to the representation as average per-cell fluorescence, the marker expression
can be depicted as subpopulations of cells which are positive or negative for a given marker, as
described in the materials and methods chapter. The results are shown in Figures 4.33. Each
bubble represents the subpopulation of a sample that is considered positive for a given marker. The
size of the bubble represents the percentage of cells that belongs to this subpopulation, its position
143
on the vertical axis represents its fluorescence from the respective marker.
The results show details that can not be seen in other representations: For example, the
difference in Runx2-expression between L- and D-helices functionalised with both peptides
(Figure 4.32) is not visible in the positive population (Figure 4.33). The data show that samples
with a high percentage of positive cells often feature a high average fluorescence of these cells:
In the Runx2-data, this is the case for cells on homogeneously grafted BMP and on L- and D-
helices modified with RGD and BMP together. Among the osteocalcin data, L-helices with BMP-
functionalisation and without peptide exhibit the highest percentages of OCN-positive cells, and
relatively high average OCN fluorescences. The OCN expression on these samples appears to be
stronger than on the corresponding homogeneous materials.
4.5.2 Proteomics
For better clarity, the results of proteomic experiments will be presented along with the discussion
of the immunofluorescence experiments (Section 4.6.1, page 148).
4.6 Biology: Discussion
According to the state of research in the literature, BMP-modified substrates are expected to have
an osteogenic effect [256]. Bilem et al. [106] found that BMP and RGD grafted to surfaces
together show a cooperative osteoinductive effect, i. e. both peptides together caused a stronger
expression of osteogenic markers than both peptides separately. Based on the findings of Das,
Zouani et al. [212], one could assume that RGD-functionalised silica nanohelices seem to promote
osteogenic commitment, and conjecture that this effect might even be generalised to all nanohelices
of this type. The present study aims at investigating this alleged effect and exploring the impact
of helix variants, with some changes to the experimental setup: The cell culture time is increased
from four days to four weeks, and the helices used in this work were fragmented before surface
immobilisation.
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As expected, in our results, BMP-surfaces were shown to increase Runx2 expression substantially,
and OCN to a lesser extent. However, a cooperative effect of samples featuring both BMP and
RGD could only be found in the case of OCN, but not in the mean fluorescence results for
Runx2. On the other hand, a high percentage of cells on helices featuring both peptides is Runx2-
positive. As Runx2 and OCN are markers which are expressed at early and late stages of osteogenic
differentiation, respectively, this inconsistency might be explained with a difference in progress of
osteoblastic commitment; however, the original study on the cooperative effect of RGD and BMP
on stem cell fate [106] featured Runx2 data.
When examining L- and D-helices as a whole, they exhibited no systematically different behaviour
compared to samples without helices in terms of osteogenic differentiation: Although for both
markers and both helix handednesses, there are individual samples which deviate significantly
from the homogeneous reference sample, the differences in marker expression point in different
directions for different samples. Therefore, this obervation does not permit drawing conclusions
regarding the effect of helix-functionalised nanomaterials on hMSC differentiation in general. The
idea of a strong stimulation of osteogenic induction by helices alone could thus not be corroborated.
As to the comparison between L- and D-helices, the situation is the same: Although there are
significant differences between cells in different conditions, there is no trend which is consistent
throughout all samples. Hence a difference in osteogenesis between the two chiral orientations
cannot be proven at this point.
In nature, we observe a number of enantioselective processes, e.g. enzyme-catalised reactions,
and the existence of supramolecular helical chirality, e.g. in right-handed nucleic acids and
right-handed protein α-helices. This leads to the question how cells react to supramolecular
chirality [257]. The possible reasons why no effect of the helices used herein could be found
are manifold; for example, the size of the nanohelices and their features might not be ideal.
The next question to treat is the effect of bioactive functionalisation of helices. The marker
expressions of cells cultured on helices functionalised with RGD, BMP or RGD and BMP
exhibited differences to samples with unfunctionalised helices, but these discrepancies were not
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consistent across the experiments and handednesses. Samples grafted with BMP-modified L-
helices exhibit higher quantities of both osteogenic markers than samples with unfunctionalised
L-helices, an observation which does not apply to D-helices.
One notices that the standard deviations of the fluorescences is high, sometimes more than half of
the mean. According to Sigal et al. [258], the normal characteristic variability of protein expression
between human cells is 15%-20% of the mean, this is partly because proteins expression can
depend on the stage of the cell cycle [259]. For biomaterials with BMP-functionalisation, it is
not surprising that the standard deviations are higher than this because the cells are not expected
to have all the same phenotype. Control materials (unfunctionalised or with APTES) should have
lower standard deviations, which is not always the case; this might indicate that even on the control
materials, cells could partly have undergone cell differentiation.
According to our findings regarding peptide density on helices (4.1.4, page 105), we estimate
that the peptide density on homogeneously grafted materials and helix-covered substrates is of the
same order of magnitude. However, it is nonetheless possible that helices on peptide materials are
exposed to smaller quantities of bioactive peptide than those on homogeneous peptide materials,
because the imobilised helices do not cover the entire surface.
When reflecting on possible reasons for these inconsistent results, the first thing that comes to
mind is the variability of helix surface coverage between different samples. As discussed in the
previous section, the degree of surface coverage exhibited large disparities between the samples,
which means that cells cultivated on scarcely grafted materials may only be exposed to a small
amount of helices, and the degree of exposure may vary from sample to sample. In this case, the
properties of a sample with few helices would resemble those of APTES-substrates and the cells
would behave accordingly. This issue can easily lead to false negatives, but not to false positives:
Cells on helix-grafted materials can behave as if they were on an APTES substrate, but there is no
reason for cells to exhibit an increased level of osteoblastic marker expression despite the absence
of osteogenic cues. In other words, one might argue that the data points which indicate a higher
expression of osteoblast markers in cells cultivated on helices are still valid, even if other data
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points point in the opposite direction. On the other hand, this issue makes it hard to compare
between the effect of different helix-grafted materials.
This being said, the immunofluorescence results seem to suggest that helices- especially those with
BMP-functionalisation- might have an effect on osteogenic hMSC differentiation.
Das and Zouani [212] found an enhancing effect of RGD-grafted nanohelices on hMSC osteogenic
differentiation. Our results did not show this effect with RGD-helices. Their work was carried out
using uncut silica helices, which might be the reason behind the different performance of helix
surface immobilisation, and the cell response might also be influenced by this factor. In addition to
that, in the cell culture experiments by Das and Zouani, hMSCs were cultivated on the biomaterials
for only four days, as opposed to four weeks in the present study. It is conceivable that nano-
biomaterials have an effect on cell fate which causes elevated levels of osteoblastic markers in the
first days after seeding, but the effect fades in the following weeks. As [74] demonstrates, the
expression of a number of osteoblast markers including Runx2 and OCN does not follow a linear
development during osteogenesis, but increases more or less strongly at earlier or later stages of
cell differentiation. We used one early and one late marker of osteogenic differentiation in order
to cover most stages of osteogenic differentiation. Nonetheless, it is possible that the impact of
nanohelices on stem cell fate is only measurable in a certain time window after hMSC seeding.
In a project similar to ours, Ceylan et al. [148] examined the effect of bioactive nanofibres on hMSC
fate and found an increase in calcium deposition, but no data about the effect of unfunctionalised
fibres was shown.
This leaves us with the question whether the mere morphology of nanofibres and -helices is to
be expected to induce osteogenic differentiation. Based on section 2.1.3, one can summarise that
surface roughness at the nanoscale increases cytoskeletal tension of adherent hMSCs, which in turn
stimulates differentiation of hMSC into osteoblasts. This surface roughness can be, for example,
increased by the presence of electrospun nanofibres [260]. Therefore, one would expect that silica
nanohelices have a comparable effect.
Whether the collagen-mimicking periodic morphology alone is a factor that promotes osteogenesis
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is a more difficult question. To the best of our knowledge, no other study explored the effect of
periodicity or handedness in a comparable set-up. Concerning the nanoperiodicity, one could argue
that high aspect-ratio nanomaterials with periodic grooves have a higher specific surface area and
roughness than those smooth fibres, so if their impact on stem cell fate is in any way different
from the effect of non-periodic fibres, one would expect them to increase cytoskeletal tension and
therefore stimulate osteogenic commitment. This applies to nanohelices both with and without
functionalisation, as they both feature periodic morphology, as shown in section 4.1.2. The idea
that right- and lefthanded helices might have different influences on stem cells is based on the fact
that most amino acids exist naturally as L-enantiomer and often form right-handed α-helices.
Due to the lack of comparability between helix-grafted samples, our study cannot provide a
conclusive answer to the question of whether stem cells respond differently to nanohelices of
different handednesses. An answer to the question whether nanohelix periodicity alone has
an effect cannot be answered with our experimental setup because of the lack of non-periodic
reference materials.
4.6.1 Proteomics
The proteome of cellular lysate of cells cultivated on bare glass (MV), grafted helices (LV) and
BMP-functionalised grafted helices (LB) was investigated. The obtained data were analysed in
three different ways: Firstly, the most conspicuous differentially expressed proteins were examined
for a possible specificity for a relevant phenotype; secondly, previously published proteomic
comparisons between MSCs and osteoblasts are juxtaposed to our results to identify proteins of
importance, and thirdly, the online database STRING was used to find proteins which are usually
associated with those found in this experiment. The STRING search permitted the identification
of protein groups amongst the overexpressed proteins which commonly occur together.
Generally, a protein in our data was only considered overexpressed if its expression differed at
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least by the factor 2 between two conditions, and if a sufficient number of peptide fragments of
this protein was found. In the following, the symbols < and > are used to show that a protein is
more/less strongly expressed in one of the aforementioned experimental conditions compared to
another condition in the results of this study.
Two proteins were identified as particularly interesting because they were differentially
expressed between all conditions: Vimentin (MV>LB>LV) and Complement C3 (LB>MV>LV).
The significance of vimentin for osteogenic differentiation is difficult to define: Park et al. [261]
used it as a marker to identify MSCs, but a recent study [262] claims that its expression increases
during osteogenic differentiation, and a third publication [263] showed that the vimentin content
in the secretome of MSCs remains constant during osteogenic differentiation. It is therefore
hard to draw conclusions regarding the phenotype of the cells, but its role as a cytoskeletal
component in mesenchymal cells and the fact that it is involved in the inhibition of osteogenic
differentiation [264] might indicate that it is linked to hMSCs. Complement C3 might be relevant
for osteogenesis because it was shown that its deficiency hinders bone fracture healing [265], but
this effect seems not be due to a direct impact on cell differentiation but rather because Complement
C3 attracts and recruits hMSCs [266]. A connection to osteogenic commitment of hMSCs could
not be found. A STRING search of vimentin and complement c3 did not reveal any connections to
other differentially expressed proteins.
The results of three proteomic studies [267–269] on hMSCs undergoing chemically induced
osteogenic differentiation were compared to the results of this study. Two of them listed Annexin
A1 (LB>LV) and other Annexins as upregulated during osteogenesis. Moreover, Filamin-A
(MV>LB>LV), Heat shock protein 70kDa (LB>LV) and Gelsolin (LB>MV) were identified as
overexpressed. This means that four of the proteins which were found to be upregulated according
to literature were overexpressed in LB, and one in MV. This could indicate that cells cultured
on BMP-functiomalised helices have a higher degree of osteoblastic differentiation than those
on bare glass. Differential expression of osteoblast marker proteins which are typically used for
149
immunofluorescence, e.g. Runx2, was not detected.
All of the aforementioned proteins appear to be underexpressed in the sample LV. This could
mean that cells on silica helices exhibit a much less osteoblastic character than the others, or
that this discrepancy is an artifact caused by abundant contaminants in the LV-sample. The latter
viewpoint is supported by the increased amounts of likely contaminants (albumin, trypsin and
cuticular keratin proteins) in this sample.
Another study [263] investigated not the proteome, but the secretome (i.e. not the proteins
contained in the cells, but those secreted by them) of MSCs before and after osteogenic
differentiation. Some proteins including Fibronectin (MV>LB) were shown to be downregulated.
The upregulated proteins in [263] included Calponin and Caldesmon (MV>LB). These secretomic
results of [263] cannot be directly compared to our proteomic finding, but may serve as a starting
point for further investigations.
The STRING research revealed a pair of related proteins all of which are found in higher quantities
in MV than in LB: TGM2 was shown to be involved in cell-matrix interactions through association
with Fibronectin [270]. As these two proteins experience the strongest overexpression in MV
compared to LB, they are of particular interest. Kubo et al. [271] showed that TGM2 is selectively
expressed in MSCs as opposed to osteoblasts (and other cells). This might mean that cells
cultivated on bare glass have more stem cell-like characteristics than those cultivated on BMP-
functionalised helices.
It needs to be noted that our study involved only one lysate sample per experimental condition,
which is why the results need to be interpreted with caution.
The proteomics experiments have primarily an exploratory character to discover potential
leads for later research. Only one replica of each cell culture material could be fabricated,
so the statistical significance is limited. Our results showed a number of proteins which can
be associated with osteogenic differentiation were more abundant in cells cultivated on BMP-
modified helices, compared to bare glass samples. This finding is consistent with the results of
immunofluorescence experiments. Unfortunately, there is doubt about the meaningfulness of the
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data regarding unfunctionalised silica helices. Moreover, strongly differentially expressed proteins
without a clear connection to cell lineage were found. Especially Vimentin and the lack of certainty




The first part of this work dealt with the synthesis of nanomaterials. We have shown that by varying
the enantiomeric excess of gemini surfactant tartrate, we can obtain silica helices of different period
lengths. For high enantiomeric excesses, the helices were morphologically homogeneous. This
tunable nanoperiodicity may be helpful in future studies which aim at investigating the role of
the band structure of collagen. Furthermore, we have shown how these nanohelices and bioactive
peptides can be used to prepare bio-nanomaterials, featuring both the aforementioned periodicity
and bioactive cues. We used several analytical methods, including XPS, electron microscopy
and fluorescence microscopy, to ascertain that the properties of the materials were in accordance
with our expectations. The results of this study show that althought individual bio-nanomaterial
samples increased osteogenic differentiation of hMSCs, nanohelices were not shown to have a
reproducible effect on osteogenic commitment. Moreover, the data do not indicate that the impact
of these materials on stem cells depends on nanohelix handedness. Due to the variability between
the bio-nanomaterials, it is conceivable that a possible effect of nanohelices with or without
bioactive functionalisation was concealed by lacking exposure of cells to these materials. The
fact that increased osteogenic differentiation was found in a few individual samples points to this
explanation. In any case, a statement about the extent of this effect as a function of the choice of
bioactive functionalisation cannot be made with the current data, and an osteoinductive effect of
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collagen-mimicking nanohelices in general cannot be proven at this point.
The question whether any effect of silica nanohelices on stem cell fate is due to their periodic, chiral
structure remains to be answered because we could not compare the influence of nanohelices to
the effect of similar nanomaterials without collagen-mimicking morphology. For further research
on this topic, it would be interesting to perform the experiment shown here both with silica
nanohelices and nanotubes, which can be prepared by increasing the ageing time of nanohelices.
These tubes resemble silica nanohelices in everything except for the lack of helix shape, hence
they could be used to determine whether the collagen-mimicking morphology is the reason for
a possible osteogenic effect of the bio-nanomaterials. With the results obtained in this study, it
is not possible to ascertain whether any impact on cells of nanohelices is linked to their periodic
structure. If it turns out that the collagen-mimicking morphology does indeed have an effect on
stem cell fate, the next step would be to perform cell culture experiments with cells on nanohelices
of varying period length (¿64nm). This would make it possible to investigate whether the well-
defined periodicity of collagen 1 is recognised by cells. As we have shown, the helix pitch can be
tuned by making small changes to the gemini surfactant synthesis.
Future work on this topic should firstly focus on the optimisation of the surface immobilisation
procedure of nanohelices, because the preparation of helix-grafted materials appeared to be a major
challenge in this work. One possible way to increase the amount of grafted helices is a quantitative
approach: Increasing the concentration of helices and the number or duration of grafting steps
might improve the effectiveness of the helix grafting process. Alternatively, other parameters could
be tweaked. For example, if the helices are fragmented longer or at higher amplitude, the resulting
nanomaterials are expected to be shorter than the ones used herein, resulting in higher mobility in
a liquid medium and perhaps easier reaction with functionalised surfaces. Moreover, the question
whether or not the glass slides should be shaken during the might be worth an investigation. As
explained in the discussion, it would be interesting to determine the yield of the reactions between
AS and surface-bound APTES (e.g. using ninhydrin to quantify amine groups) to find out whether
electrostatic repulsion between helices and surface might be an issue. Finally, one could try to
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carry out the EDC/NHS-immobilisation of helices onto the surface with a different solvent.
As shown in the discussion, other researchers succeeded in covalently immobilising high aspect
ratio nanomaterials onto surfaces using protocols in the course of which the nanomaterial
suspension is left to dry on the substrate. Application of a similar strategy might resolve
the issue of surface coverage insufficiency and variability, and thus enable direct comparisons
between different bio-nanomaterial variants. This opens up the possibility not only to compare
the perfomances of helix handednesses and biofunctionalisatons in terms of osteogenic induction,
but also to investigate the importance of helical morphology. Concerning the cell culture
experiments, the question remains which combination of culture time and osteogenic markers
is most appropriate to detect an effect on cell differentiation. As the osteoinductive stimulus of
nano-biomaterials might be weaker than the induction with an osteogenic medium, I could be best
to rely on both early and late osteogenic markers to cover more stages of osteoblast development.
Based on the findings from the proteomics experiment, it might be of interest to study the role of
other proteins in determination of stem cell fate, such as vimentin and annexin A1.
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